
Determination of band offsets at GaN/
single-layer MoS2 heterojunction

Item Type Article

Authors Tangi, Malleswararao; Mishra, Pawan; Ng, Tien Khee; Hedhili,
Mohamed N.; Janjua, Bilal; Alias, Mohd Sharizal; Anjum, Dalaver
H.; Tseng, Chien-Chih; Shi, Yumeng; Joyce, Hannah J.; Li, Lain-
Jong; Ooi, Boon S.

Citation Determination of band offsets at GaN/single-layer MoS2
heterojunction 2016, 109 (3):032104 Applied Physics Letters

Eprint version Publisher's Version/PDF

DOI 10.1063/1.4959254

Publisher AIP Publishing

Journal Applied Physics Letters

Rights © 2016 Author(s). All article content, except where otherwise
noted, is licensed under a Creative Commons Attribution (CC BY)
license (http://creativecommons.org/licenses/by/4.0/).

Download date 23/05/2023 20:22:35

Link to Item http://hdl.handle.net/10754/617699

http://dx.doi.org/10.1063/1.4959254
http://hdl.handle.net/10754/617699


Determination of band offsets at GaN/single-layer MoS2 heterojunction
Malleswararao Tangi, Pawan Mishra, Tien Khee Ng, Mohamed Nejib Hedhili, Bilal Janjua, Mohd Sharizal Alias,
Dalaver H. Anjum, Chien-Chih Tseng, Yumeng Shi, Hannah J. Joyce, Lain-Jong Li, and Boon S. Ooi 
 
Citation: Applied Physics Letters 109, 032104 (2016); doi: 10.1063/1.4959254 
View online: http://dx.doi.org/10.1063/1.4959254 
View Table of Contents: http://scitation.aip.org/content/aip/journal/apl/109/3?ver=pdfcov 
Published by the AIP Publishing 
 
Articles you may be interested in 
Layer-transferred MoS2/GaN PN diodes 
Appl. Phys. Lett. 107, 103505 (2015); 10.1063/1.4930234 
 
Band offset determination of mixed As/Sb type-II staggered gap heterostructure for n-channel tunnel field effect
transistor application 
J. Appl. Phys. 113, 024319 (2013); 10.1063/1.4775606 
 
Measurement of the valence band-offset in a PbSe/ZnO heterojunction by x-ray photoelectron spectroscopy 
Appl. Phys. Lett. 101, 261601 (2012); 10.1063/1.4773512 
 
Free carrier accumulation at cubic AlGaN/GaN heterojunctions 
Appl. Phys. Lett. 100, 142108 (2012); 10.1063/1.3700968 
 
Small valence-band offset of In 0.17 Al 0.83 N / GaN heterostructure grown by metal-organic vapor phase
epitaxy 
Appl. Phys. Lett. 96, 132104 (2010); 10.1063/1.3368689 
 
 

 Reuse of AIP Publishing content is subject to the terms at: https://publishing.aip.org/authors/rights-and-permissions. Download to IP:  109.171.137.210 On: Thu, 28 Jul 2016

06:05:29

http://scitation.aip.org/content/aip/journal/apl?ver=pdfcov
http://oasc12039.247realmedia.com/RealMedia/ads/click_lx.ads/www.aip.org/pt/adcenter/pdfcover_test/L-37/744992378/x01/AIP-PT/APL_ArticleDL_062916/APR_1640x440BannerAd11-15.jpg/434f71374e315a556e61414141774c75?x
http://scitation.aip.org/search?value1=Malleswararao+Tangi&option1=author
http://scitation.aip.org/search?value1=Pawan+Mishra&option1=author
http://scitation.aip.org/search?value1=Tien+Khee+Ng&option1=author
http://scitation.aip.org/search?value1=Mohamed+Nejib+Hedhili&option1=author
http://scitation.aip.org/search?value1=Bilal+Janjua&option1=author
http://scitation.aip.org/search?value1=Mohd+Sharizal+Alias&option1=author
http://scitation.aip.org/search?value1=Dalaver+H.+Anjum&option1=author
http://scitation.aip.org/search?value1=Chien-Chih+Tseng&option1=author
http://scitation.aip.org/search?value1=Yumeng+Shi&option1=author
http://scitation.aip.org/search?value1=Hannah+J.+Joyce&option1=author
http://scitation.aip.org/search?value1=Lain-Jong+Li&option1=author
http://scitation.aip.org/search?value1=Boon+S.+Ooi&option1=author
http://scitation.aip.org/content/aip/journal/apl?ver=pdfcov
http://dx.doi.org/10.1063/1.4959254
http://scitation.aip.org/content/aip/journal/apl/109/3?ver=pdfcov
http://scitation.aip.org/content/aip?ver=pdfcov
http://scitation.aip.org/content/aip/journal/apl/107/10/10.1063/1.4930234?ver=pdfcov
http://scitation.aip.org/content/aip/journal/jap/113/2/10.1063/1.4775606?ver=pdfcov
http://scitation.aip.org/content/aip/journal/jap/113/2/10.1063/1.4775606?ver=pdfcov
http://scitation.aip.org/content/aip/journal/apl/101/26/10.1063/1.4773512?ver=pdfcov
http://scitation.aip.org/content/aip/journal/apl/100/14/10.1063/1.3700968?ver=pdfcov
http://scitation.aip.org/content/aip/journal/apl/96/13/10.1063/1.3368689?ver=pdfcov
http://scitation.aip.org/content/aip/journal/apl/96/13/10.1063/1.3368689?ver=pdfcov


Determination of band offsets at GaN/single-layer MoS2 heterojunction

Malleswararao Tangi,1,a) Pawan Mishra,1,a) Tien Khee Ng,1 Mohamed Nejib Hedhili,2

Bilal Janjua,1 Mohd Sharizal Alias,1 Dalaver H. Anjum,2 Chien-Chih Tseng,3 Yumeng Shi,3

Hannah J. Joyce,4 Lain-Jong Li,3 and Boon S. Ooi1,b)

1Photonics Laboratory, King Abdullah University of Science and Technology (KAUST), Thuwal 23955-6900,
Saudi Arabia
2Adavanced Nanofabrication Imaging and Characterization, King Abdullah University of Science
and Technology (KAUST), Thuwal 23955-6900, Saudi Arabia
3Physical Sciences and Engineering Division, King Abdullah University of Science and Technology (KAUST),
Thuwal 23955-6900, Saudi Arabia
4Department of Engineering, University of Cambridge, 9 JJ Thomson Avenue, Cambridge, Cambridgeshire
CB3 0FA, United Kingdom

(Received 21 May 2016; accepted 10 July 2016; published online 20 July 2016; corrected 25 July 2016)

We report the band alignment parameters of the GaN/single-layer (SL) MoS2 heterostructure where

the GaN thin layer is grown by molecular beam epitaxy on CVD deposited SL-MoS2/c-sapphire. We

confirm that the MoS2 is an SL by measuring the separation and position of room temperature micro-

Raman E1
2g and A1

g modes, absorbance, and micro-photoluminescence bandgap studies. This is in

good agreement with HRTEM cross-sectional analysis. The determination of band offset parameters

at the GaN/SL-MoS2 heterojunction is carried out by high-resolution X-ray photoelectron spectrosco-

py accompanying with electronic bandgap values of SL-MoS2 and GaN. The valence band and con-

duction band offset values are, respectively, measured to be 1.86 6 0.08 and 0.56 6 0.1 eV with type

II band alignment. The determination of these unprecedented band offset parameters opens up a way

to integrate 3D group III nitride materials with 2D transition metal dichalcogenide layers for design-

ing and modeling of their heterojunction based electronic and photonic devices. VC 2016 Author(s).
All article content, except where otherwise noted, is licensed under a Creative Commons
Attribution (CC BY) license (http://creativecommons.org/licenses/by/4.0/).
[http://dx.doi.org/10.1063/1.4959254]

Regardless of the large number of defects, GaN remains

as a potential semiconducting material with enormous applica-

tions in high efficiency electronic and optoelectronics devices,

such as high electron mobility transistors, light emitting

diodes, and laser diodes.1–4 These unavoidable defects in GaN

mainly stem from its large lattice mismatch with the most

commonly used foreign substrates Sapphire, SiC, and Si.5,6

On the other hand, transition metal dichalcogenides (TMDs)

are emerging as a novel material system exhibiting good elec-

tronic and optoelectronic properties in recent years.7–9

Recently it has been reported10 that GaN exhibits small lattice

mismatch (�0.8%) with respect to molybdenum disulfide

(MoS2) which is a widely studied and well understood atomic

layered material that pertains to the family of TMDs. In litera-

ture, there were limited efforts on growing this technological-

ly important direct bandgap GaN material on lattice matched

MoS2 exhibiting indirect bandgap with multiple layers. For in-

stance, the first report by Yamada et al. has demonstrated the

growth of GaN on bulk MoS2 by molecular beam epitaxy

(MBE).11 There were recent attempts to grow GaN on MoS2

flakes10 and layered MoS2 on GaN epilayers12 by chemical

vapor deposition (CVD) growth techniques. Though the depo-

sition of large area (up to 1 cm2) single-layer (SL) MoS2 on

sapphire exhibiting direct bandgap is achievable,13 the growth

of GaN on such large area MoS2 monolayers has not yet been

explored.

Of late, most of the researchers studied the band offset

parameters for either group III nitrides on various other semi-

conducting materials or solely TMDs based dissimilar hetero-

structures by using photoemission core-levels measured with

respect to the valence band spectra and bandgap studies.

However, band offset parameters (Junction type: valence band

offset (VBO)—DEv and conduction band offset (CBO)—DEc)

are measured for various heterojunctions in the literature, such

as InN/GaN (Type-I: 0.58 6 0.08 and 2.22 6 0.1 eV),14 GaN/

AlN (Type-I: 0.8 6 0.3 and �1.6 eV),15 InN/AlN (Type-I:

1.52 6 0.17 and 4.00 6 0.2 eV),16 InN/p-Si (Type-III: 1.39

and 1.81 eV),17 ZnO/GaN (Type-II: 0.7 and 0.8 eV),18 and

MoS2/WSe2 (Type-II: 0.83 and 0.76 eV).19 To date there is no

experimental report on the determination of band offset

parameters (DEv and DEc) and type of heterojunction by high-

resolution X-ray photoelectron spectroscopy (HRXPS) for

epitaxially formed GaN/SL-MoS2 heterojunction. This deter-

mination plays a crucial role to evolve the electron transport

properties of future devices consisting of this heterojunction.

Thus, the growth of GaN/SL-MoS2 and the study of band off-

sets open up a way to integrate group III nitrides (3D layers)

with TMDs (2D layers) for designing and modeling of their

heterojunction based electronic and photonic devices.

In the present work, in order to study the band alignment

at the heterojunction formed by GaN/SL-MoS2, epitaxial

GaN layers were grown on CVD prepared SL-MoS2.

Then the optical properties of GaN epitaxial layers and
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b)Author to whom correspondence should be addressed. Electronic mail:
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MoS2/c-sapphire substrates were studied by means of Raman

and micro-photoluminescence (lPL) spectroscopic measure-

ments, which confirmed sustainability of SL-MoS2 at GaN

growth temperature, in agreement with HRTEM cross-

section analysis. Further, the band offset parameters of GaN/

SL-MoS2 heterojunction were determined using high-

resolution X-ray photoelectron spectroscopy (HRXPS) and

micro-photoluminescence (lPL) measurements.

MoS2 SLs were deposited on c-sapphire substrates using

CVD and the details are published elsewhere.20 Further, the

growth experiments of GaN on MoS2/c-sapphire substrates

were performed by Veeco 930 Gen radio frequency-plasma

assisted molecular beam epitaxy (RF-PAMBE) system at sub-

strate temperature of 500 �C. The ion and a cryo pumps were

used to achieve a base pressure of 3� 10�11Torr and oxygen

partial pressure <10�12 Torr, as determined by a residual gas

analyzer (RGA). The substrates were thermally degassed in

introduction chamber at 200 �C for 30 min, and further clean-

ing was carried out in a preparation chamber at 300 �C for 60

min and in the growth chamber at 400 �C for 30 min. While

preparing the substrate in the growth temperature, the degra-

dation of MoS2 was monitored by in-situ reflection high-

energy electron diffraction (RHEED). For GaN growth, the

nitrogen plasma source was operated with the flow rate of 1

standard cubic centimeter per minute (sccm) and RF power of

300 W and Ga metal was evaporated by standard Knudsen

cell with beam equivalent pressure (BEP) value of 2.10

� 10�8 Torr. The corresponding chamber pressure was

�2.5� 10�5 Torr. The thickness of the GaN epilayer (sample

C) is measured by Profilometer and is found to be �500 nm.

Transmission Electron Microscopy (TEM) studies were car-

ried out using Titan with electron beam energy of 400 keV.

The band edge emission of GaN and MoS2 samples were

obtained using Aramis room temperature micro-

photoluminescence (lPL) with excitation lines as He-Cd laser

of 325 nm and Cobalt laser of 473 nm having objective lenses

of 40� and 100�, respectively. The Cobalt laser was used for

micro-Raman measurements. The high-resolution XPS meas-

urements were carried out using a Kratos Axis Ultra DLD

spectrometer equipped with a monochromatic Al Ka X-ray

source (h�¼ 1486.6 eV) operating at 150 W, a multi-channel

plate, and delay line detector under a vacuum of �10�9 mbar.

The instrumental resolution is 0.45 eV. All spectra were

recorded using an aperture slot of �300 lm2. The high-

resolution spectra were collected at fixed analyzer pass energy

of 20 eV. A clean copper (Cu) foil was electrically connected

to the sample surface so as to compensate the photoemission

induced positive charge shifts. Further, binding energies were

referenced to the adventitious carbon signal. The peak decon-

volution was accomplished by CasaXPS software. In this

study, CVD grown SL-MoS2 (sample A), MBE grown GaN

on SL-MoS2 (sample B), and GaN epilayer (sample C) were

used to determine the band offsets at GaN/SL-MoS2 hetero-

structure. The thickness of GaN layer in sample B was esti-

mated to be 3 6 1 nm from growth rate calibrations.

In order to assure that the CVD grown MoS2 consists of

single layer in samples (A and B) and the quality of epitaxial

GaN (in samples B and C), micro-Raman spectroscopic meas-

urements were carried out. Figs. 1(a)–1(c) show the Raman

spectra for MoS2/c-sapphire, GaN/MoS2/c-sapphire, and GaN/

c-sapphire. Figs. 1(a) and 1(b) show the E1
2g and A1

g phonon

modes at 385.5 6 0.5 and 405.0 6 0.5 cm�1, which corre-

spond to the in plane vibration of Mo and S atoms (E1
2g) and

out of plane vibration of S atoms (A1
g) in MoS2, respectively.

The low intensity broad peak at �465 cm�1 in Figs. 1(a) and

1(b) represents 2LA mode.21 The separation between E1
2g and

A1
g phonon modes is observed to be 19.5 6 0.5 cm�1, which

confirms that the MoS2 on c-sapphire deposited by CVD is a

single-layer.22–24 The intensity ratio (IA/IE) of A1
g and E1

2g

modes decreases from sample A to B which could be due to

the unintentional doping of MoS2 monolayer in sample B.25

This doping may arise from the exposure to nitrogen plasma

during the growth of GaN on SL-MoS2 in UHV-MBE envi-

ronment. In addition to these MoS2 phonon modes, sample B

consists of low intense E2
H phonon characteristic for 3 nm

thick GaN layer grown on SL-MoS2. In Fig. 1(b), the ob-

served weak signal of E2
H mode in comparison with A1

g and

E1
2g modes is a consequence of the reduced resonant excitation

effect as the band-edge emission of GaN is higher than the ex-

citation line (Eg
GaN>Eexc). Thereby, Fig. 1(b) concludes the

sustainability of SL-MoS2 during the epitaxial growth of

GaN. Fig. 1(c) shows the Raman spectra acquired on GaN

epi-film having EH
2 phonon mode at 568.5 6 0.5 cm�1 which

matches with the EH
2 phonon mode of GaN thin layer in sam-

ple B. This infers that GaN thin layer in sample B is as relaxed

as that in sample C which is due to the less lattice mismatch

(0.8%) between GaN and SL-MoS2. The inset represents the

cross-sectional HRTEM image acquired at the typical GaN/

SL-MoS2/c-sapphire heterojunction having thickness of MoS2

�0.8 nm, which is in agreement with the thickness of S-Mo-S

single-layer. Thus, micro-Raman and HRTEM measurements

confirm the existence of single layered MoS2 during the

growth of relaxed GaN.

Optical quality of both MoS2 and bulk like GaN epilayer

(samples A and C) are verified by room temperature lPL

measurements. Fig. 2 shows the RT lPL and optical absor-

bance spectra obtained on sample A and the respective inset

FIG. 1. (a)–(c) The micro-Raman spectra of samples A–C acquired on

MoS2, GaN/MoS2, and epi-GaN samples, respectively. The inset (d) shows

the HRTEM cross-sectional image obtained at a typical GaN/SL-MoS2/c-

sapphire heterojunction.
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shows the lPL band edge emission for sample C. As repre-

sented in Fig. 2, the observed states XA and XB at 1.88 and

2.02 eV in absorbance and lPL spectra are the exciton reso-

nances corresponding to the transitions from broken inversion

symmetry induced two spin-split valence sub-bands to the con-

duction band and vice versa.9,26,27 This observation confirms

that the CVD grown MoS2 sample is in the form of single-

layer, as corroborated by earlier micro Raman and HRTEM

measurements, exhibiting the direct optical bandgap (Eopt
MoS2)

value of �1.88 eV. The inset of Fig. 2 shows the optical

band edge emission for GaN (Eopt
GaN) at �3.43 eV. However,

these are not exact band to band transitions due to the in-

volvement of excitons. The electronic band gap is a mea-

sure of actual gap of a material which is the summation of

optical bandgap and exciton (electron-hole) binding energy

(Eg¼EoptþEb).28 Hence, these observed optical bandgap

values differ from reported electronic bandgap values of

Eg
SL-MoS2¼ 2.15 eV and Eg

GaN¼ 3.45 eV by their respective

exciton binding energy (Eb) values of �0.220 eV and

�0.023 eV in the literature.19,29,30

High-resolution XPS measurements are direct, most reli-

able, and extensively employed to determine the valence

band offset (VBO) of a heterojunction interface. In order to

evaluate VBO at GaN/SL-MoS2 heterointerface, the energy

difference between the Ga and Mo core levels from the GaN/

SL-MoS2 heterojunction sample and the energy of core lev-

els relative to the respective valence band maximum of the

GaN epilayer and SL-MoS2 samples need to be acquired.

Since the escape depth of photo emitted electrons in HRXPS

is remarkably low, over grown GaN layer of heterojunction

sample has to be thin enough in such a way that the electrons

knocked out from both thin overgrown GaN and underlying

SL-MoS2 layers can be easily probed.31 As the SL-MoS2 is

not formed continuously on the entire Sapphire substrate, the

region of interest on GaN/MoS2 and MoS2/Sapphire samples

was selectively chosen within the spatial resolution of

HRXPS measurements by comparing the intensity of Ga 2p,

Mo 3d, and Al 2p core-levels. This allowed us to collect the

photoemission signal from solely SL-MoS2/Sapphire and

GaN/SL-MoS2 heterostructures for samples A and B, respec-

tively. The valence band offset (VBO) for GaN/SL-MoS2

heterojunction can be calculated by the method provided by

Kraut et al.,32 expressed as

DEv ¼ DEMoS2

Mo3d5=2�VBM þ DE
GaN=MoS2

Ga2p3=2�Mo3d5=2
� DEGaN

Ga2p3=2�VBM;

(1)

where the first term on right side of Equation (1) is the core-

level energy of Mo3d5/2 determined with respect to the va-

lence band maximum for SL-MoS2. Fig. 3(a-i) shows the Mo

3d and S 2s core-level spectra collected from SL-MoS2

which can be deconvoluted using Voigt line shapes, with

Mo-S and S-Mo chemical states. Additionally, Mo 3d has

low intensity chemical state at 232.54 eV which corresponds

to Mo-O chemical state that results from MoO3 precursor or

excess Mo metal bonding with oxygen of c-Al2O3 at the in-

terface of MoS2/c-sapphire during high temperature CVD

growth. Fig. 3(a-ii) shows VB spectra where the valence

band maxima of the samples are obtained by extrapolating

linear leading edge to the base line of respective valence

band photoelectron spectrum. This VBM is measured to be

1.00 6 0.08 eV as depicted in Fig. 3(a-ii). Thereby, the sepa-

ration between the core-level energy of Mo3d5/2 and valence

band maximum (DEMoS2

Mo3d5=2�VBM¼EMoS2

Mo3d5=2
� EMoS2

VBM ) for SL-

MoS2 is determined to be 228.60 6 0.08 eV as described in

Fig. 3(a).

The subsequent term in Eq. (1) represents the core-level

difference that is measured from the photoelectron spectrum

of heterojunction sample GaN/SL-MoS2. Figs. 3(b-i) and

3(b-ii) show the Ga 2p and Mo 3d core-levels which result

from the GaN/SL-MoS2, respectively. Fig. 3(b-i) is the Ga

2p core-level spectrum which is fitted by solely Ga-N bond-

ing. Fig. 3(b-ii) shows that the deconvoluted Mo 3d core-

level spectrum establishes three Mo 3d5/2 chemical states at

229.31 6 0.08, �227.97 6 0.08, and 232.95 6 0.08 eV,

assigned to the Mo-S in 2H-MoS2 (trigonal prismatic), Mo-S

in 1T-MoS2 (octahedral), and Mo-O in MoO3, respectively.

The Mo 3d3/2 core-level has similar deconvolutions at higher

binding energy values differing with �3.16 eV for these

chemical states. The presence of octahedral phase could be

due to the unintentional N-plasma intercalation of MoS2 lay-

er during GaN growth which is as similar as the reported

Lithium intercalation.9 The peak at 226.59 6 0.08 eV corre-

sponds to the S 2s core-level which indicates S-Mo bonding.

The S 2s core levels in Figs. 3(a-ii) and 3(b-i) are fitted with

similar peaks having same fitting parameters. Extremely

high intensity of Mo-S peak infers the sustainability of SL-

MoS2 at GaN growth temperature under UHV oxygen free

conditions. The absence of any other chemical state associat-

ed with Mo or S in Ga 2p core-level spectrum is a clear evi-

dence of Van der Waal epitaxy. The energy difference

(DE
GaN=MoS2

Ga2p3=2�Mo3d5=2
¼E

GaN=MoS2

Ga2p3=2
� E

GaN=MoS2

Mo3d5=2
) between Mo

3d5/2 and Ga 2p3/2 core-levels is observed to be

888.50 6 0.08 eV.

The last term indicates the core-level energy (1115.23

6 0.08 eV) of Ga2p3/2 measured relative to the respective

VBM of 2.27 6 0.08 eV (DEGaN
Ga2p3=2�VBM ¼EGaN

Ga2p3=2
�EGaN

VBM)

as described in Fig. 3(c). In Fig. 3(c-i), Ga 2p5/2 and Ga 2p3/2

core-level is deconvoluted with Ga-N bonding state at

1117.50 6 0.08 and 1144.40 6 0.08 eV. The observed broad

FIG. 2. The micro-photoluminescence (right y-axis) and absorbance spectra

(left y-axis) of MoS2. The inset is micro-photoluminescence spectrum for

GaN epilayer.

032104-3 Tangi et al. Appl. Phys. Lett. 109, 032104 (2016)

 Reuse of AIP Publishing content is subject to the terms at: https://publishing.aip.org/authors/rights-and-permissions. Download to IP:  109.171.137.210 On: Thu, 28 Jul 2016

06:05:29



tails at �1135 eV in Figs. 3(b-i) and 3(c-i) are due to the

inelastic scattering loss of electrons (satellite peaks) in GaN.

The Fermi level position with respect to the VBM, as shown

in Figs. 3(a-ii) and 3(c-ii), infers that the GaN epilayer and

SL-MoS2 are nearly intrinsic materials. The Mo 3p, 4p, and

Ga 3d core-level peaks have not been considered in the anal-

ysis since these levels closely merge with N-like s levels at

the bottom of the valence band. In such a case, the s-like

contribution cannot be easily distinguished from the p- or d-

like contribution as the peak fitting cannot be accomplished

with the same symmetric Voigt functions, and thus these

core-levels are not useful in determining band offsets.

Thereby substitution of VBO (DEv) obtained from

HRXPS analysis (Fig. 3) and electronic bandgap (Eg) values

of SL-MoS2 and GaN epilayer in the following equation

allows to measure the conduction band offset (CBO) DEc for

GaN/SL-MoS2 heterostructure:

DEc ¼ EMoS2
g þ DEv � EGaN

g : (2)

Hence, measured CBO (DEc) is 0.56 6 0.1 eV which renders

a less potential barrier height and favors good electron trans-

port properties across the junction. This value for nearly

intrinsic epitaxial-GaN/SL-MoS2 junction in present study is

higher than recently reported CBO value (0.23 eV) for layer

transferred p-MoS2/n-GaN diode.33 Thus, the experimentally

determined offset parameters from this study are represented

as a schematic of band alignment diagram in Fig. 4 which

infers that this band alignment pertains to type-II

heterostructure.

In summary, GaN epitaxial layers were deposited on SL-

MoS2/c-sapphire substrates by molecular beam epitaxy to

study band alignment of the GaN/SL-MoS2 heterostructure.

We confirm that deposited MoS2 is a single-layer by measur-

ing the separation and position of micro-Raman modes, absor-

bance, and photoluminescence studies. This is further verified

by HRTEM cross-section analysis. The determination of band

offset parameters at GaN/SL-MoS2 heterostructure is carried

out by using high-resolution X-ray photoelectron and micro-

photoluminescence spectroscopies. We determine a valence

band offset value of 1.86 6 0.08 eV and conduction band off-

set of 0.56 6 0.1 eV with type II band alignment at GaN/SL-

MoS2 heterostructure. This determination of unprecedented

band offset parameters opens up a way to integrate 3D group

III nitride materials with 2D transition metal dichalcogenide

layers.
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