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Abstract: Nonradiating sources of energy have tradition-
ally been studied in quantum mechanics and astrophys-
ics but have received very little attention in the photonics 
community. This situation has changed recently due to a 
number of pioneering theoretical studies and remarkable 
experimental demonstrations of the exotic states of light in 
dielectric resonant photonic structures and metasurfaces, 
with the possibility to localize efficiently the electromag-
netic fields of high intensities within small volumes of 
matter. These recent advances underpin novel concepts in 
nanophotonics and provide a promising pathway to over-
come the problem of losses usually associated with metals 
and plasmonic materials for the efficient control of light-
matter interaction at the nanoscale. This review paper pro-
vides a general background and several snapshots of the 
recent results in this young yet prominent research field, 
focusing on two types of nonradiating states of light that 
both have been recently at the center of many studies in 
all-dielectric resonant meta-optics and metasurfaces: opti-
cal anapoles and photonic bound states in the  continuum. 
We discuss a brief history of these states in optics, as well 
as their underlying physics and manifestations, and also 
emphasize their differences and similarities. We also 
review some applications of such novel photonic states 
in both linear and nonlinear optics for the nanoscale field 
enhancement, a design of novel dielectric structures with 

high-Q resonances, nonlinear wave mixing, and enhanced 
harmonic generation, as well as advanced concepts for las-
ing and optical neural networks.

Keywords: radiationless states; anapoles; bound states in 
the continuum; dielectric meta-optics.

1   Introduction
Nonradiating sources are defined as particular 
 electromagnetic states that do not emit energy in the far-
field region. They originate from oscillating charge-cur-
rent configurations that do not generate electromagnetic 
fields outside a localized volume. Traditionally, nonra-
diating sources did not attract much attention in photon-
ics because it was believed that such states do not permit 
energy propagation away from the source. On the contrary, 
the exotic states of matter attracted a lot of attention in the 
field of quantum mechanics in the context of radiationless 
motion, extended electron models, and radiation reactions, 
also providing possible scenarios for observing a dynamic 
form of the well-known Aharonov-Bohm effect [1–6].

Recently, research on nonradiating electromagnetic 
states has become the subject of intense studies in clas-
sical electrodynamics and, in particular, at optical wave-
lengths. Such an interest has been boosted by many 
studies of light-matter interactions in all-dielectric reso-
nant nanoparticle systems supporting the electric and 
magnetic multipolar Mie-type resonances, in efforts to 
overcome the low-quality factors of their resonant modes 
(see e.g. Ref. [7] as an example and many references 
below). The results obtained in this field very recently 
revealed that this platform allows creating nonradiat-
ing states of light in high-index dielectric structures with 
subwavelength confinement properties similar to metallic 
and nanoplasmonic structures [8], but with much weaker 
or almost negligible losses [9].

In the context of nonradiating sources, the theory 
developed during the 1990s demonstrated that different 
types of nonradiating states could be generated by com-
bining classical electric and magnetic dipole modes with 
 electromagnetic toroidal multipoles, in configurations 
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where the angular distribution of the energy density has 
the same and opposite parities [10, 11]. The simplest of 
these configurations is created by a toroidal dipole mode 
oscillating out of phase with respect to a single electric 
dipole. It was noted that such a particular interfering state 
forms a simple but nontrivial nonradiating point source, 
later recognized as an elementary dynamic anapole state, 
or simply anapole [12].

Despite these results being available for some time in 
the literature, it took more than 30 years to demonstrate 
experimentally the existence of these exotic states, first at 
microwave frequencies [13] and later, in a single- particle 
geometry, at optical frequencies [14, 15], followed by 
extensive theoretical work generalizing these findings to 
different materials and settings [16–19], also opening a 
direct link to optical invisibility [20–23].

Anapoles are not the only radiationless states that can 
be observed in meta-optics and nanoscale photonics. Theo-
retical and experimental studies revealed that the complex 
interaction of multimode and multipolar resonances in 
Mie-resonant dielectric structures can also support a differ-
ent class of nonradiating electromagnetic states character-
ized by no energy leakage and spatially localized profiles. 
These states are characterized by the resonant frequen-
cies lying in the continuum spectrum of radiating modes 
of the structure, and they are known as bound states in the 
 continuum (BIC) from the earlier days of quantum mechan-
ics [24]. In spite that original BICs were never observed 
experimentally, their properties attracted wide attention in 
atomic physics [25], hydrodynamics, acoustics [26, 27], and, 
in recent years, photonics. Importantly, being substantially 
different from anapoles, BICs share similar properties in 
terms of electromagnetic energy trapping and effective 
localization of light in small volumes of matter.

In nanophotonics, BICs are associated with “dark 
optical states,” which can be supported by a special class 
of all-dielectric nanoscale structures. While the first BICs 
were discussed in optics only in 2008 [28, 29], they were 
followed by the experimental demonstration in coupled 
waveguides only in 2011 [30]. To date, the properties of 
optical BICs are being studied extensively for different 
designs and geometries, including filtering, lasing, and 
sensing applications [31–33]. Practical implementation of 
BICs for nonlinear optics, twisted light, and light-mater 
interaction is currently being studied [34–36].

We should notice here that a rigorously defined nonra-
diating state of light remains a pure mathematical concept 
unless such a localized state is coupled to an external radi-
ation being transformed into a leaky mode. Such quasi-
nonradiating states are based on the same physics of the 
radiation compensation and destructive interference, 

but they become practically very useful for enhancing 
the light-matter interaction. In experiments, both quasi-
anapoles and quasi-BIC are observed because of a lack of 
complete compensation due to material absorption, finite-
size samples, structural disorder, and surface scattering 
[14, 37, 38]. Thus, in practice, an anapole is recognized as 
a dynamic current distribution with the compensation or 
absence of the leading multipole orders, while a BIC trans-
forms into a quasi-BIC or supercavity mode [39] that pos-
sesses a high yet finite quality factor (Q factor) and large 
but limited field enhancement.

Accessing quasi-nonradiating photonic states in 
all-dielectric resonant nanostructures that support 
localization of light and large Q factors opened up many 
applications in photonics. Despite that this research is 
only a few years old, it already accounts for a large number 
of theoretical predictions and experimental demonstra-
tions in many different areas, ranging from advanced 
material engineering and functional metasurfaces to non-
linear effects sustained by complex multimode mixing at 
different frequencies. The aim of this review is to highlight 
some of the recent results in this new, recently emerged 
research area, providing an up-to-date overview of the 
recent applications and possible future perspectives.

2   Nonradiating states of light

2.1   Anapoles

The term anapole means “without poles,” and it was origi-
nally proposed in the late 1950s by Jacob Zeldovich [40] to 
model elementary particles that do not interact with the 
electromagnetic fields. Anapole states have been investi-
gated in astrophysics, as they could explain the origin and 
composition of dark matter in the universe within the clas-
sical physics [41].

The concept of anapoles was generalized to electrody-
namics in the theoretical studies of Dubovik, Afanasiev, 
and coworkers, who suggested that such states could be 
created by a suitable combination of toroidal dipoles mixed 
with electric and magnetic multipoles, leading to the for-
mation of different possible nonradiating states [42, 43].

The first structure that experimentally demonstrated 
an anapole mode in electrodynamics was reported for a 
metallic metamaterial made of thin plates characterized 
by specific perforations to generate toroidal modes inside 
the structure [13].

The first experimental demonstration of the anapole 
at optical wavelengths was reported in 2015 for a dielectric 
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silicon nanodisk [14]. In this work, the authors employed 
an analytical multipole expansion using spherical 
multipoles to describe the field outside of the nanodisk, 
as well as the Cartesian multipoles for describing the 
currents inside, and they confirmed the existence of the 
special condition for an anapole state in spherically sym-
metric structures made of materials with sufficiently high 
refractive index (typically n ≥ 3).

As this type of structure is not particularly suited for 
experimental observation under the plane wave illumina-
tion, the authors generalized these results to cylindrically 
shaped nanodisks possessing a particular aspect ratio. 
They demonstrated that by optimizing the height and 
radius of each nanodisk, it is indeed possible to suppress 
higher-order multipoles and observe the direct interfer-
ence of the toroidal and electric dipoles (see Figure 1A, B) 
at a specific (anapole) frequency, which can be tuned in 
the visible and near infrared.

Theoretical results were confirmed through scan-
ning near-field optical microscope (SNOM) experiments 

(see Figure 1C) with 50-nm-thick silicon nanodisks of 
diameters varying from 200 to 400 nm. These nanodisks 
manifested an invisible behavior in the far field at the 
frequency of the anapole revealed by a local minimum 
in their scattering cross-section. SNOM experiments 
showed that as the impinging wavelength tends to the 
reported anapole wavelength λ = 640  nm, a hot spot 
appeared in the center of the nanodisk in very good 
agreement with theory and numerical simulations, pro-
viding the first experimental observation of the anapole 
state (see Figure 1C).

After that experimental observation, anapole states 
were demonstrated in dielectric nanoscale spheres of 
radius 100 nm placed at the focal point of a tightly focused 
polarized beam, realizing a standing wave by superposi-
tion of two counter-propagating waves at a wavelength 
of λ = 464  nm [44] and in core-shell structures such as 
nanowires [17].

A large portion of the theoretical studies of the 
anapole states relies traditionally on complex multipole 
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Figure 1: Physics and observation of the anapole state.
(A) Conceptual representation of the anapole state as a superposition of electric dipole and toroidal dipole modes. A special feature of these 
two dipoles is that their far-field distribution is identical. For a particular set of parameters, these two dipoles can completely cancel each 
other by destructive interference in the far-field region when oscillating out of phase, hence creating a nonradiating anapole. (B) Numerical 
field structure of the two types of anapoles excited in a dielectric nanodisk. (C) Experimental SNOM measurements of the anapole state. The 
contour of the nanodisk is represented with a white dashed line. The middle and bottom images show the computed transverse electric and 
magnetic near-field, respectively, 10 nm above the nanodisk. Adapted with permission from Ref. [14].
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expansions of the Mie theory [12]. This makes the generali-
zation to geometries lacking cylindrical or spherical sym-
metries quite challenging. For this reason, several groups 
of authors started to employ some other approaches. In 
particular, Nemkov and coauthors [6] derived a formula-
tion of the anapole states based on the vector potential, 
which allows rewriting nonradiating sources as a distribu-
tion of elementary anapoles. This method also provides a 
very intuitive approach to understanding and analyzing 
nonradiating sources in general.

Another approach targeted to build anapoles from 
general geometries was proposed by Totero Gongora 
and coworkers [45]. The main point in that work was to 
provide a fast and general approach for the computa-
tion of electromagnetic modes in arbitrary-shaped open 
optical structures. This forms a challenging problem 
because electromagnetic modes defined from radiating 
boundary condition do not form a Hermitian eigenvalue 
problem with complete, orthogonal, and easy-to-calculate 
modes, such as the modes in quantum mechanics. Despite 
new approaches being developed recently allowing for 
analytic mode normalization for non-Hermitian photonic 
systems [46], their computation is still time consuming. 
Even in the context of the Mie modes, known algorithms 
tend to be unstable in the computation of high-order 
modes due to the inherent complexity of the special func-
tions describing these resonances.

Inspired by the methods used to model open quantum 
systems, Totero Gongora et  al. [45] proposed a method 
based on a Fano-Feshbach projection scheme. It consists 
of describing the dynamics of Maxwell equations in terms 
of orthogonal and complete eigenmodes of an internal 
domain, interacting with scattering waves of an external 
domain. The main advantage of this approach is to rely 
on an orthogonal basis of well-behaved eigenmodes of 
ideal cavities, describing the time dynamics of the system 
with a simple set of exact coupled-mode equations. Under 
such description, an anapole state can be generated from 
the destructive interference between internal and exter-
nal modes interacting on the surface separating internal 
and external domains. The authors applied this approach 
to anapoles in nanodisks, showing that this state can 
be interpreted from a complex interaction of two almost 
overlapping internal resonances. With this approach, the 
authors described theoretically the existence of higher-
order anapole modes (see Figure 1B), which could not be 
represented in terms of the fundamental anapole mode, 
but they originate from a complex superposition of several 
internal resonances of the structure.

As mentioned above, interference of the electric 
and toroidal dipole moments results in a very peculiar, 

low-radiating optical state associated with the concept of 
the nonradiating optical anapole. The physics of multi-
mode interferences and multipolar interplay in nanostruc-
tures is expanding rapidly, and the intriguing example of 
the optical anapole is only one example of such states. The 
recently emerging field of anapole electrodynamics has 
been reviewed recently in Ref. [47], together with its rel-
evance to multipolar nanophotonics and manifestations 
in nonlinear optics, active photonics, and metamaterials.

2.2   Bound states in the continuum

Another family of nonradiating states supported by all-
dielectric nanostructures is the so-called bound states in 
the continuum (BICs). BICs were originally introduced in 
the context of the Schrödinger equation in 1929 by von 
Neumann and Wigner [24]. These states correspond to 
peculiar resonances that are localized within the radia-
tion continuum spectrum, while having no energy decay. 
Due to the universal nature of the Schrödinger equation, 
BICs represent an ubiquitous phenomena pertaining to 
all domains of wave physics, ranging from microwave to 
optics, acoustics, and water waves [48], in which they 
were sometimes termed as “trapped modes,” “embedded 
eigenvalues,” or “dark states” [49, 50].

Figure 2A illustrates the conceptual origin of BICs 
in quantum mechanics. The spectrum of a conventional 
quantum well consists of two families of modes, which are 
clearly separated in energies: delocalized states existing 
within the continuum of propagating solutions and bound 
states, which form a discrete set of modes. Exotic bound in 
the continuum states, which are spatially localized despite 
the fact that their energies lie in the continuous part of 
spectrum, can be achieved by the specific modulation of 
the potential with unbound oscillations. The analogy can 
be drawn in photonics, where a BIC can be realized due 
to periodic patterning of a plain waveguide, as shown in 
Figure 2B. Figure 2C demonstrates the frequency bands 
and the spatial profiles for each category of states of an 
open photonic structure: regular bound states, extended 
states, leaky resonances, and BICs.

Being completely decoupled from the incoming radia-
tion, BICs can be excited only by local sources inside the 
structure. They possess an infinite quality factor (Q factor) 
representing dark optical states. Figure 2D shows sche-
matically two main approaches proposed to realize a BIC 
in nanophotonics, where the first is based on the sym-
metry induced suppression of radiation and the second is 
the accidental decoupling from the radiation continuum 
due to the continuous tuning of system parameters. Here, 
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we summarize the central points of the work by Hsu and 
others [48], which reviewed the properties of different 
classes of BICs in details.

The first approach relies on the presence of struc-
tural symmetries. A typical example of such symmetry-
protected BIC is the waveguide with a cavity tuned to the 
frequency for which all modes of one symmetry are eva-
nescent. Under this condition, the localized state of the 
cavity possessing that particular symmetry is prohibited 
to radiate into the waveguide. Then, if the mode  frequency 
lies within the continuum spectrum of radiating modes of 
another symmetry, the BIC condition is fulfilled. Another 
important example of symmetry-protected BICs was dem-
onstrated for periodic photonic structures, such as grat-
ings, photonic crystal slabs, metasurfaces, or chain arrays. 

In the case where the structure obeys the time-reversal 
and the in-plane inversion symmetry and the mode fre-
quency is below the diffraction limit, a symmetry-pro-
tected BIC can be realized in high-symmetry points of the 
first Brillouin zone, for example at the Γ point. Interest-
ingly, defects and perturbations breaking the structural 
symmetries allow coupling of BICs to the radiative modes, 
transforming them into leaky resonances with a finite Q 
factor, which depends on the coupling strength.

Another important category of BICs is accidental BICs 
originating through tuning of some system parameters. 
They can be divided in two major groups: Fabry-Pérot 
BICs based on two identical resonances of two interacting 
cavities coupled through a single radiation channel and 
 Friedrich-Wingten BICs representing the interference of 
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Figure 2: Concept of bound states in the continuum.
(A) Schematic illustration of origin of BICs in quantum mechanical systems. Modulation of the potential of a conventional quantum well 
(top panel) with spatially unbound oscillations (lower panel) allows for localization of a bound state within the continuous spectral range 
(BIC, shown in blue). (B) Schematic illustration of origin of BICs in photonic systems. Here, emergence of a BIC (shown in blue) within the 
continuous spectral range is due to modulation of the dielectric function of a regular waveguide (top panel) with a periodic perturbation 
(lower panel). (C) Different families of states sustained in an open photonic system, and their position in the spectrum: regular bound 
states, extended radiation continuum modes, leaky resonances and BICs. (D) Different mechanisms of BIC formation: due to symmetry 
protection (upper panel) and parameter tuning (lower panel). A symmetry-protected BIC transforms into a leaky resonance with a finite 
Q factor when the symmetry is broken. An accidental BIC emerges via continuous tuning of the system parameters, which preserve the 
structural symmetries. Part (C) is adapted with permission from [48].
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two different resonances in the same cavity [51]. Impor-
tantly, a Friedrich-Wingten BIC can be regarded as a limit-
ing case of the Fabry-Pérot BIC, in which the length of the 
radiation channel connecting the two cavities vanishes. 
For periodic photonic structures, accidental BICs of the 
Friedrich-Wingten type can be realized, if the mode fre-
quency is below the diffraction limit and the structure is 
invariant under the time-reversal, in-plane inversion, and 
up-down mirror symmetries. For this case, it is possible 
to achieve an accidental BIC not only at the edges of the 
Brillouin zone but also at an arbitrary point of the recip-
rocal space. Thus, a propagating BIC with a finite group 
velocity can be realized with the frequency lying in the 
continuous range of the free space.

The behavior of accidental BICs can be theoretically 
explained within the temporal coupled mode theory 
applied to a simple system of two resonances, where the 
amplitudes a = [a1(t), a2(t)]T of the modes evolve in time as 

=d
dt
a aH  with the following Hamiltonian:

 

1 1 1 2

2 1 2 2

= .
i

i

e
i

e

ψ

ψ

ω κ γ γ γ

κ ω γ γ γ

  
 − 
     

H

 

(1)

Here, ωi and γi are the resonant frequencies and the 
damping rates of the modes i = 1, 2, respectively; ψ is the 
phase shift between the modes; and κ is the coupling 
factor. One of the eigenvalues becomes purely real with no 
decay, turning into a BIC, when the following conditions 
are attained:

 1 2 1 2 1 2( ) = ( ),ie ψω ω κ γ γ γ γ− −
 

(2)

 = ,mψ π  (3)

where m is an integer number. These conditions can be ful-
filled through the tuning of the parameters of two coupled 
resonances in the case of a Friedrich-Wingten BIC, or in 
the case of a Fabry-Pérot BIC when the two resonances are 
the identical ω1 = ω2 and γ1 = γ2.

The first theoretical predictions of optical modes with 
infinite radiation lifetime in periodic photonic structures 
were done in the late 1900s to early 2000s [52–59]. At 
that time, the relation between the predicted nonradia-
tive states and BICs with their unique properties, as well 
as their formation mechanism, was not known. The first 
perceived analysis of optical BICs was presented in 2008 
for two arrays of identical dielectric waveguides [28] and 
for waveguide arrays with defects [29]. While disappear-
ance of radiation was reported in very early experimental 
works [60–62], the systematic experimental analysis of 

BICs was performed only after 2011, the first in a system of 
coupled waveguides [30], and later for dielectric photonic 
crystal slabs [63, 64]. Further progress on theoretical and 
experimental studies of BICs in photonic structures up to 
early 2016 was summarized in a review paper [48].

Here, we provide a brief overview of the advances in 
the field of photonic BICs in the last few years. As was 
mentioned in the introduction, nonradiating BICs exist 
only as a mathematical idealization for lossless structures 
of infinite size or made of materials with extreme (zero or 
infinite) dielectric function. In practice, they transform 
into leaky modes, or quasi-BICs, whose Q factor is limited 
by imperfections and losses of different kinds. The first 
methodical analysis of losses impact on BIC properties 
was done in Ref. [37], where the effects of surface rough-
ness and energy leakage into the substrate were discussed. 
Later, the destructive effects of the sample finiteness [38, 
65–68] and disorder losses [67, 69–71] were demonstrated.

In 2014, it was shown [72] that BICs supported by 
dielectric photonic crystal slabs demonstrate topological 
stability against perturbations, preserving structural sym-
metry. Moreover, BICs were shown to be vortex centers in 
the polarization directions of far-field radiation, which 
carry conserved and quantized topological charges. 
Recently, a similar analysis was done for periodic chains 
of dielectric rods [35] and spheres [73]. Later, polarization 
vortices of BICs were observed experimentally [74–76]. 
Based on these findings, topologically enabled ultra-high-
Q resonances were proposed [71] arising when multiple 
BICs merge in the momentum space, with a measured Q 
factor of 5 × 105. Also, topological effects were shown to 
allow for complete polarization conversion [77] at isolated 
wave vectors corresponding to BICs.

Recently, symmetry-protected BICs were linked to 
many interesting phenomena demonstrated for metasur-
faces composed of arrays of meta-atoms with broken in-
plane inversion symmetry, which all show the excitation 
of high-Q resonances for the normal incidence of light 
[78]. In particular, asymmetry of the unit cell was shown 
to distort a symmetry-protected BIC, transforming it into 
a quasi-BIC with the Q factor depending on the asym-
metry magnitude. The proposed approach paves the way 
for smart engineering of resonances in metasurfaces for 
many applications relying on strong nonlinear response, 
compact platforms for sensing, active media, and elec-
tromagnetically induced transparency. We analyze the 
applications of broken-symmetry metasurfaces in detail 
below.

A new twist of activity on photonic BICs is related to 
the recent discovery of a way to realize quasi-BICs in a 
single subwavelength high-index dielectric resonator. 
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Earlier, a subwavelength core-shell particle made of 
material with either infinite or zero permittivity was pro-
posed to realize a BIC at subwavelength scales [79, 80]; 
however, for optical frequencies, such materials are not 
yet common, which limits the scope of possible applica-
tions. Also, we note that the earlier studies of high-Q two-
dimensional (2D) microcavities in the regime of avoided 
resonance crossing [81] can also be linked to the BIC 
concept. In a very recent pioneering work [7], Rybin and 
coauthors proposed a novel class of high-Q nanoreso-
nators realized by tuning the structure parameters into 
the so-called supercavity regime [39, 82], which is based 
on the destructive interference of several leaky modes 
according to the Friedrich-Wintgen mechanism. Later, 
strong mode coupling regime at the quasi-BIC conditions 
was observed experimentally in microwaves [83]. The 
importance of quasi-BICs for meta-optics and nanopho-
tonics, especially for boost of nonlinear device perfor-
mance, was summarized in a recent paper [84], while we 
provide an overview of a broader scope of applications 
further.

Along with the studies of field enhancement, light 
trapping, and topological protection governed by BICs in 
photonic structures, some extended research was done 
in this field recently, including analysis of BICs enabled 
due to structural anisotropy [85, 86], self-modulation and 
bistability effects [87–89], light-matter interaction of BICs 
and excitons [36], tunability of BICs [90, 91], surface BICs 
[92, 93], dynamic BICs [94], BICs in zero-index materials 
[79, 80, 95–98] allowing for enhancement of the photonic 
spin hall effect [99], or BICs with high angular momentum 
in dielectric chains of rods [67].

3   Differences and similarities
In this section, we analyze the relationship between ana-
poles and BICs. For any photonic structure, BICs represent 
eigenmodes of the system, which is not the necessary 
condition for observation of anapoles [100]. The problem 
with the interpretation of anapoles arises because of their 
unambiguous definition in optics.

One way to treat anapoles is to define them as special 
localized distributions of electromagnetic field, which are 
manifested as the local minima of the scattered power 
spectrum. For lossless 2D and 3D structures, such as infi-
nite dielectric rods or isolated nanoparticles, the scattered 
power Psca can be rigorously written as the sum of Fano 
profiles describing the resonant response in the vicinity 
of eigenmodes (see Ref. [45] and Supplemental materials 
for Ref. [83]):
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where αn and Pbg are the nonresonant envelope and back-
ground contribution, respectively; Pn is the scattering Fano 
profile of the nth eigenmode; and the summation goes 
over the eigenmodes with resonant frequencies ωn and 
inverse radiation lifetimes γn, producing peaks in the scat-
tering spectrum with the Fano asymmetry parameter qn. At 
the same time, for lossless periodic photonic structures, 
we can define the total scattered power as

 
2 2

sca 0/ = | | |1 | = 2(1 | | cos ),tP P r t t φ+ − −
 

(6)

where r and t are the complex amplitudes of reflected and 
transmitted fields, respectively; φt is the phase of t; and P0 
is the incident power. Here, t and, consequently, Pscs can 
be also rigorously decomposed into a series of Fano pro-
files (see Supplemental materials for Ref. [78]).

The analysis of Eqs. (5) and (6) shows that the local 
minimum of Pscs can be achieved for both resonant and 
nonresonant conditions. In the first case, excitation of 
peculiar resonances with a pump of a special geometry 
can lead to dips in the scattering spectrum characterized 
by the asymmetry parameter qn = 0, which are treated as 
anapole states, representing the true eigenmodes of the 
structure. Such states were recently predicted for isolated 
high-index disks [7, 83]. In the nonresonant scenario, 
the interplay between several resonances with different 
 frequencies can also lead to the scattering minimum, 
describing the formation of an anapole being not an inher-
ent state of the resonant structure but a dynamic excita-
tion, which depends strongly on external parameters 
such as properties of the incident beam or the excitation 
geometry. Importantly, quasi-BICs supported by finite 
optical structures always produce symmetric Lorentzian 
peaks in the scattering spectrum of plane waves, which 
is characterized by pronounced maxima [83], differing 
substantially from spectral dips, originating from anapole 
behavior.

Moreover, Eq. (6) shows that the anapole conditions in 
periodic structures imply the light transmission through a 
resonant system without perturbation of both amplitude 
and phase |t| = 1, φt = 0, which could be referred to a lattice 
invisibility effect [101, 102], when electromagnetic energy 
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8      K. Koshelev et al.: Nonradiating photonics with dielectric nanostructures

is accumulated in scatterers but the total electromagnetic 
fields outside the scatterers mimic the incident fields 
without distortion. On the contrary, since BICs possess 
infinite Q factors, they cannot couple to radiation chan-
nels and accumulate energy when excited from the far 
field.

Another way to recognize anapoles in optical struc-
tures is to link them with destructive interference of toroi-
dal and dipolar modes or, more specifically, define them 
as dynamic current distributions characterized by the 
compensation or absence of the leading multipole order. 
Then, for specific cases, when the leading multipole term 
is of dipolar nature, its suppression can be explained as 
complete compensation of a dipole and toroidal contribu-
tions. In comparison to anapoles, for BICs, the radiation 
is completely prohibited, which can be achieved only by 
destructive interference of all multipoles at the same time.

4   Applications
Controlling localized electromagnetic fields of high inten-
sity is a desired goal in nanotechnology. Plasmonic mate-
rials opened up an impressive number of applications that 
take advantage from localized energy hot spots employed 
for bioimaging, ultrafast dynamics, energy harvesting, 
catalysis, and enhanced fs-chemistry reactions [8, 103–
105]. These results, however, come with a limitation origi-
nating from the high losses of metallic structures. This 
problem is currently at the center of extensive research 
that aims at creating new materials able to overcoming 
this issue [106].

As we discuss below, nonradiating states of light 
lead to the generation of strongly localized electromag-
netic fields, similar to their plasmonic counterparts, but 
in all-dielectric nanomaterials with negligible or very 
limited losses, and as such, they hold the promise of 
extending the results of plasmonics into new applications 
where minimal losses are required. In addition, due to 
the multipolar nature and interferences associated with 
such states, the all-dielectric platform brings many novel 
effects not even possible in plasmonics mainly driven by 
the physics of electric hot spots and electric dipole modes.

4.1   Field enhancement

A strong field enhancement up to several times localized 
in the center of the resonator was obtained due to excita-
tion of the anapole state in isolated nanoparticles [14]. This 

enhancement is governed by the interference between the 
electric and toroidal dipoles, which cancel each other far 
away from the structure but mutually enhance the fields 
inside the resonator.

Higher field enhancements, up to two orders of mag-
nitude of the electric field, were reported for individual 
slotted nanodisks [107]. The enhancement was improved 
by taking advantage of the high refractive index of the 
material supporting the anapole state and, in particular, 
by engineering a suitably designed air hole in the nano-
disk. Field enhancement in high-index dielectric metasur-
faces with gapped meta-atoms at the anapole conditions 
was analyzed in Ref. [108], where values of enhancements 
of up to several thousands were reported. All-dielectric 
nanostructure configurations with air gaps are of particu-
lar interest in spectroscopy and sensing applications, as 
they generate energy hot spots localized outside of the 
dielectric structure, and in the future are expected to stim-
ulate applications of anapole states for those important 
applications.

Another important aspect closely related to field 
enhancement is the quality factor (Q factor), which governs 
the performance of any resonating structure [109]. Impor-
tantly, since the Q factor is the resonant property of any 
cavity, it can be correctly defined only for anapoles repre-
senting eigenstates of the resonator. The idea of using an 
anapole state to increase the Q factor of a resonator struc-
ture was first exploited in metamaterials in the GHz fre-
quency range, with an array of double split-ring metallic 
meta-atoms [110]. Thanks to the generation of a nonradi-
ating anapole state, this approach reported an extremely 
high Q factor (about 106) and near-field enhancements 
(about 104). The range of operation of this metasurface, 
however, does not cover the optical range completely.

The first structure operating in the optical range and 
relying on dielectrics was reported with split nanodisk 
arrays [108], which represents a generalization of the 
structure introduced in [110]. Despite the low Q factor of 
each nanodisk composing the array, the collective exci-
tation of anapoles through near-field couplings reported 
a significant enhancement of the Q factor of the overall 
structure, which reached values of 106 with two orders 
of magnitude field enhancement in the near-field inside 
each nanodisk.

The field enhancement and increase in the Q factor for 
BICs were also analyzed in photonics. In these papers [111, 
112], giant field enhancement was reported for periodic 
gratings and photonic crystal slabs. For individual reso-
nators, dramatic enhancement of the Q factor was pro-
posed recently by Rybin and coworkers [7], who reported 
theoretically quasi-BICs in isolated subwavelength silicon 
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K. Koshelev et al.: Nonradiating photonics with dielectric nanostructures      9

nanodisks with Q factors of the order of 200 operat-
ing in the optical range. The demonstrated high-Q reso-
nances were shown to originate in accordance with the 
Friedrich-Wintgen mechanism, which predicts the strong 
mode coupling and almost complete destructive interfer-
ence of several leaky modes in the far field provided that 
the resonator parameters are tuned appropriately. More 
recently, the physics of strong mode coupling, origins of 
radiation suppression, and relation to the peculiarities 
of Fano resonances were analyzed for such quasi-BICs in 
subwavelength high-index structures [83], supported by 
experimental verification in microwaves of the character-
istic avoided resonance crossing behavior at the BIC con-
dition. Also, the formation of high-Q states was explained 
in terms of distinct changes in the multipole decomposi-
tion in the vicinity of quasi-BICs accompanied by a drastic 
change of the far-field radiation pattern [83, 113]. Later, 
the enhancement of the Purcell factor at the quasi-BIC 
regime was reported [114].

4.2   Nonlinear harmonic generation

High Q factors and strong field enhancement sustained by 
nonradiating optical states are of natural interest for non-
linear applications for enhancing the efficiency of non-
linear light-matter interaction. As remarked in Ref. [115], 
dielectric materials such as silicon have earned great 
interest in those applications due to their strong thermal 
stability and high-intensity threshold for optical damage.

A widely exploited nonlinear effect is higher harmon-
ics generation and multifrequency wave mixing, which 
include nonlinear wave generation at combined frequen-
cies (sum, multiple, or difference) of the frequencies of the 
incoming waves.

The first approach exploiting the anapole state to 
enhance nonlinear harmonic generation was proposed 
in germanium nanodisks (of 100  nm of thickness and 
radii ranging from 250 to 500  nm) by Grinblat et  al. in 
Ref. [116] (see Figure 3A). When excited in the vicinity of 
the anapole resonance, taking advantage of a high field 
confinement, this structure performed a third-harmonic 
conversion from incident infrared light (1650  nm) into 
green light (550  nm) with an efficiency that is orders of 
magnitude higher with respect to a flat structure.

In Ref. [117], the authors showed that higher-order 
anapoles supported by larger nanodisks resulted in nar-
rower scattering cross-section and higher localized field 
confinement. This generated a conversion efficiency one 
order of magnitude higher than that observed in [116] for 
third-harmonic generation (THG) at 500 nm.

The slit nanodisk array configuration introduced 
by Liu and coworkers in [108] and described above also 
offered enhanced THG conversion efficiency compara-
ble to that of Ref. [117], without resorting to high-order 
anapoles but by exploiting an optimized fundamental 
anapole.

Another path to boost even more the THG efficiency 
was reported by Shibanuma and coworkers in [118]. This 
work leveraged on the coupling of anapoles sustained in 
dielectric nanodisks with metallic nanostructures. A con-
version efficiency of 0.007% (seven times higher than in 
[117] and [108]) at a third-harmonic wavelength of 440 nm 
was obtained by adding a metallic annulus around a 
silicon nanodisk. The highest THG conversion efficiency 
of 0.01% was expectantly achieved by placing a silicon 
nanodisk on top of a gold reflector, benefiting from free-
charge oscillations at the interface [119].

Other than THG, enhanced second-harmonic genera-
tion (SHG) was also recently reported by using nonradi-
ating anapoles by Timofeeva and coworkers in Ref. [120]. 
This work proposed an interesting fabrication process 
relying on ion-beam billing to slice nanowires, resulting 

Figure 3: Anapole in a slotted nanodisk for enhanced light 
confinement.
(A) Structure composed of a slotted Si nanodisk. This system is able 
to sustain the anapole state, while benefiting from advantageous 
boundary conditions to generate a highly intense and concentrated 
hotspot at the center. (B–C) Near-field enhancement of the electric 
field in the nanodisk structure. Adapted with permission from [107].
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10      K. Koshelev et al.: Nonradiating photonics with dielectric nanostructures

in nanodisks in a vertical freestanding configuration. 
This approach can gain significant interest for a design of 
arrays and lattices of nanodisks.

Recently, a smart route to enhance the efficiency of 
nonlinear harmonic generation in metasurfaces was sug-
gested relying on quasi-BICs in periodic arrangements of 
asymmetric meta-atoms, which are analyzed in the next 
section. We also mention here the recent papers [121, 122] 
devoted to the investigation of the enhancement of SHG 
and THG by BICs in periodic structures coupled to a gra-
phene sheet and a transition metal dichalchogenide layer.

Complex wave mixing effects were also considered 
by using nonradiating states in [123], which reported 
four wave mixing in a similar structure of [116], and were 
composed of a germanium nanodisk (200  nm of thick-
ness and 625 nm of radius) in which two incident waves 
at different frequencies (ω1 and ω2) give rise to four waves 
(3ω1, 2ω1 + ω2, ω1 + 2ω2, and 3ω2) with enhanced efficiency. 
Moreover, the frequency comb generation in two coupled 
resonators supporting a BIC was shown to provide a 
way for all-optical generation of waves with ultralow 
 frequency [124].

The study of nonlinear effects with isolated nano-
particles has been initiated only very recently, with 
experimental demonstrations yet to come. Carletti et  al. 
[125] studied SHG from isolated subwavelength AlGaAs 
nanoparticles and predicted that nonlinear effects at the 
nanoscale can be boosted dramatically provided that 
the resonator parameters are tuned to the BIC regime. 
They predicted a record-high conversion efficiency for 
nanoscale resonators that exceeds by two orders of mag-
nitude the conversion efficiency observed at the mag-
netic dipole Mie resonance (see Figure 3B), thus opening 
the way for highly efficient nonlinear metasurfaces and 
metadevices. A brief summary of recent advances in this 
field was reported in Ref. [84].

In addition, we also mention that high Q factors at the 
nanoscale can boost other nonlinear processes, such as 
the spontaneous parametric downconversion. Recently, 
the quasi-BIC supported by the AlGaAs nanodisk was 
shown to produce a strong enhancement of generation of 
entangled photon pairs associated with electric and mag-
netic dipole modes [126].

4.3   Metamaterials and metasurfaces

To bring the unique properties of anapoles to the mac-
roscopic scale, the resonators supporting anapole states 
could be arranged into periodic arrays. The toroidal dipole 
moment in metasurfaces was analyzed theoretically and 

experimentally at different frequency ranges, from micro-
waves to the visible spectrum (see for example [127–131]). 
The majority of considered designs contain metallic 
parts, which do not give essential contribution to losses 
in microwave and THz regions because of extremely small 
skin depth at such frequencies. However, losses in metal-
lic parts play the dominant role in the visible and near-
infrared regions. Thus, the performance of plasmonic 
metamaterials with toroidal dipole moment at the visible 
frequencies is not so high as in the radiofrequency range 
[129, 132]. Dielectric metamaterials are free from this dis-
advantage. It was shown theoretically and experimentally 
in Ref. [133] that the dielectric metasurface consisting of 
trimer clusters of high-index dielectric particles demo-
nstrate strong toroidal response in GHz frequency range 
in the near- and far-field region. This design can be scaled 
for measurements in the visible range. Other designs of 
all-dielectric metasurfaces with strong toroidal response 
for the visible range were proposed in Refs. [134, 135].

Metasurface can support anapole excitations if the 
toroidal moment of the unit cell is compensated by the 
dipole moment. Such type of metasurfaces is under 
active study today. The anapole mode in metasurfaces 
being a high-Q resonance manifests itself in transmis-
sion spectrum as an ultranarrow dip, which was con-
firmed experimentally in the GHz frequency range [110]. 
The metasurface consists of metamolecules formed by 
two symmetrical split rings. The incident wave linearly 
polarized along the central wire induced the in-plane 
toroidal moment, which is compensated by the electrical 
dipole moment induced in the gaps of the metamolecule. 
The experimentally demonstrated Q factor is 8.5 × 104 at 
10 GHz. The design of the all-dielectric metasurface sup-
porting the high-Q anapole mode in the near-infrared 
range was proposed in Ref. [108]. The metasurface con-
sisting of silicon split nanodisk arrays demonstrates (in 
the numerical experiment) a Q factor approaching 106 
and enhancement of the electric field in the gap of about 
800. A similar metasurface but consisting of split Si nano-
cuboids allows achieving (in the numerical experiment) a 
Q factor of 4 × 106 and electric field enhancement of 1450 
in the near-infrared range [136].

The idea to exploit the high-Q anapole mode in all-
dielectric metasurfaces for sensing was developed in Ref. 
[137]. The authors analyzed numerically the shift of the 
anapole mode in high-refractive-index hollow cuboids 
arranged in a planar metasurface due to the analyte 
superstratum (Figure 4B). The metasurface with an opti-
mized design exhibits a Q factor of 1.7 × 106 and sensitiv-
ity of up to 180 nm/RIU. However, it is still lower than the 
sensitivity of the commercially available surface plasmon 
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resonance sensors based on Kretschmann configuration, 
which is about 103–104 nm/RIU [138].

The design of a metasurface supporting anapole 
modes in the visible range was proposed recently by 
Ospanova and coworkers [115], relying on a metasurface 
composed of a perforated 100-nm-thick Si layer and repre-
sented in Figure 5A. The unit cell of this structure is com-
posed of four holes of 45 nm radius and distant of 55 nm 
arranged in an array with a periodicity of 200  nm. This 
metamaterial structure features a full transmission peak 
for a given frequency (566.5 THz in this design) that is con-
trolled through the depth of the holes. The metamaterial 
is easily fabricated in one step through a focus ion beam.

The dynamic anapole states could be transferred 
through the chain of the coupled resonators. The chain of 
dielectric disks guiding the anapole excitation was pro-
posed by Mazzone and coworkers in [139]. It was shown 
that such waveguides are extremely robust against physi-
cal bending and splitting and that the anapole state is effi-
ciently transmitted through the S-shaped bend waveguide 
and Y-shaped splitter (Figure 5F). Thanks to the near-field 
confinement, this type of approach also allowed for the 
integration of all dielectric optical circuitry with a high 
density.

Gathering of single resonators into periodic arrays 
results in the appearance of collective interference phe-
nomena not inherent to single resonators. For instance, 
all multipole moments (except anapoles) in single reso-
nators radiate to far-field. In a periodic array due the 
interference between all metamolecules, the radiation 
occurs only to a finite number of allowed directions – the 
open diffraction channels. Therefore, in a periodic struc-
ture, any multipole can be nonradiating if the directions 

of open diffraction channels coincide with the nodes of 
far-field radiation pattern of the multipole. This simple 
physics explains the appearance of BICs in periodic 
photonic structures. Therefore, BICs can transfer energy 
without radiation losses in periodic structures (gratings, 
chains, and metasurfaces) even if there are open diffrac-
tion channels [140–144]. However, this is possible only at 
certain frequencies.

Figure 5C shows the dependence of the radiating 
Q factor of the leaky mode in the 1D array of dielectric spheres 
on the Bloch wavenumber analyzed in Ref. [145]. One can 
see that radiation losses disappear only at the certain value 
of the Bloch wavenumber, when the leaky mode turns into 
the accidental BIC with non-zero group velocity. The insets 
in Figure 5C show the field distribution of the leaky modes 
and BIC. Such type of chains was analyzed theoretically in 
detail in Refs. [35, 67, 73, 145–150]. In particular, Sadreev and 
coworkers proposed a novel type of waveguide consisting of 
a circular array of parallel dielectric wires providing optical 
signals above the light line of the surrounding space without 
radiation losses (Figure 5E) [140].

The first experimental observation of BIC in a chain 
of dielectric resonators was done in Ref. [38]. The authors 
considered an array of ceramics disks and observed 
symmetry-protected BIC in transmission spectra and by 
mapping of the near-field distribution. A true BIC exists 
only in the infinitely long chain when the radiation losses 
are completely canceled due to the destructive interfer-
ence. In a finite chain, radiation losses always exist, but 
they can be suppressed to a level much lower than other 
losses in the system. In Ref. [38], the authors analyzed the 
dependence of the Q factor of the symmetry-protected BIC 
on the number of disks (see Figure 5D) and showed that 
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the array consisting of several tens of disks behaves as an 
infinite one. Observation of accidental BIC and BIC with 
high orbital angular momentum in a chain of resonators 
is still an unsolved experimental challenge.

Recently, the resonant response of a wide class of 
asymmetric metasurfaces consisting of unit cells with 
broken in-plane inversion symmetry was shown to 
demonstrate narrow features with the Fano shape in the 

Figure 5: Anapole and BIC metasurfaces and metamaterials.
(A) Illustration of the metamaterial, composed of planar 100-nm-thick Si layer with cylindrical perforations, supporting anapole modes in 
the near-infrared range. (B) Transmittance spectra of high-refractive-index hollow cuboid metasurface supporting anapole mode dependent 
on the refractive index of the analyte superstratum. The inset shows the design of the unit cell. (C) The characteristic dependence of the 
radiating Q factor of the leaky mode with zero orbital momentum in a chain of dielectric spheres on the Bloch wavenumber. Panels A and C 
show the distribution of the azimuthal component of the electric field of the leaky modes. Panel B shows the distribution of the azimuthal 
component of the electric field of the accidental BIC. (D) Dependence of the radiating Q factor of the symmetry-protected BIC in the chain of 
the ceramics disks on the number of disks. (E) Novel type of the waveguide consisting of a circular array of parallel dielectric wires providing 
optical signals above the light line of the surrounding space without radiation losses. (F) Dielectric disks arranged to Y-shaped splitter and 
S-shaped bend waveguide providing efficient transfer of anapole excitation. Adapted with permission from [38, 115, 137, 139, 140, 145].
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normal incidence reflection and transmission spectra. 
Such sharp resonances were treated as high-Q states 
and used for various applications, including efficient 
imaging-based molecular barcoding [151] and enhanced 
nonlinear response [152]. In a very recent paper, it was 
proven than all observed high-Q resonances in such 
seemingly different metasurfaces with broken-symme-
try meta-atoms can be unified by the BIC concept [78]. 
In particular, it was demonstrated that such resonances 
originate from symmetry-protected BICs transformed 
into quasi-BICs due to breaking of the in-plane inver-
sion symmetry. More specifically, it was shown that 
the unit cell asymmetry induces an imbalance of the 
interference between contra-propagating leaky waves 
comprising the symmetry-protected BIC that leads to 
radiation leakage. Also, the universal inverse square 
law for Q factor dependence on the asymmetry para-
meter was analytically and numerically proven for arbi-
trary metasurfaces with small and moderate degrees of 
asymmetry. The reported universality paves the pathway 
for smart designing of efficient devices for meta-optics 
applications.

The findings of Ref. [78] are summarized in Figure 6. 
The schematic of a broken-symmetry metasurface scatter-
ing light is shown in Figure 6A. Figure 6B demonstrates 

examples of designs of the unit cells of asymmetric metas-
urfaces with a broken in-plane inversion symmetry, which 
were reported to produce sharp resonances in reflection or 
transmission [151–157]. A typical behavior of change of the 
reflectance spectrum from the metasurface with symmet-
ric geometry (α = 0) to a broken-symmetry metasurface 
(α = 0.25) is shown in Figure 6C, where α is the asymmetry 
parameter. Figure 6D demonstrates the universal inverse 
quadratic dependence of the Q factor on the asymmetry 
parameter α for all designs of symmetry-broken meta-
atoms shown in Figure 6B.

We believe that asymmetric metasurfaces based on 
the BIC concept can describe many other earlier phe-
nomena studies with different applications in mind, for 
example, electromagnetically induced transparency [158], 
sensing [159], and light emission control [160].

4.4   Novel concepts for lasing

The strong field confinement associated with ana-
poles and BICs stimulated the design of new types of 
 nanolasers. The anapole concept was used by Totero 
Gongora and coworkers in Ref. [100] to design a new 
type of nonradiating laser source, composed of a 

Figure 6: BICs in metasurfaces with a broken symmetry.
(A) Schematic of the scattering of light by a metasurface. (B) Designs of the unit cells of asymmetric metasurfaces with a broken in-plane 
inversion symmetry of constituting meta-atoms supporting sharp resonances, as considered in Refs. [151–157]. (C) Example of evolution of 
the reflectance spectrum of the metasurface from the symmetric geometry (α  =  0) to a broken-symmetry geometry (α  =  0.25). Here, α is the 
asymmetry parameter. (D) Dependence of the Q factor on the asymmetry parameter α for all designs of symmetry-broken meta-atoms shown 
in (B) (log-log scale). Adapted with permission from Refs. [78, 84].

Brought to you by | King Abdullah University of Science and Technology
Authenticated

Download Date | 4/10/19 1:41 PM



14      K. Koshelev et al.: Nonradiating photonics with dielectric nanostructures

semiconductor nanodisk hosting an anapole mode and 
optically pumped as a conventional multilevel laser. 
The semiconductor nanodisk suggested in this work 
was made of InxGa1−x and provided stimulated emission 
tunable from 873  nm to 3.6  nm by varying the relative 
concentration of In and Ga.

The proposed idea was to use stimulated emission 
to amplify an anapole state, which remained confined 
inside the nanodisk with an emission wavelength that 
matches that of InxGa1−xAs. This study [100] showed that 
such nonradiating source is coupled efficiently to nearby 
waveguide through near-field coupling, following the 
same approach as in the case of the anapole and BIC 
waveguides [73, 139].

Following this idea, the authors proposed two metade-
vices: an optical router and an ultrafast optical pulse 

generator, both implemented on-chip. The router setup 
consisted of four silicon nanowires with a 100 × 150  nm 
rectangular cross-section arranged in a cross-configura-
tion and with the InGaAs nanodisk at the center, as shown 
in Figure 7.

Taking advantage of the asymmetry of the near-field of 
the excited anapole mode, the device couples the imping-
ing light into the waveguide orthogonal to the polariza-
tion. The ultrafast pulse generator source, conversely, 
exploited the near-field synchronization mechanism of 
several anapoles close to each other. The structure offers 
an alternative to other technologies such as Q-switching 
components and saturable absorbers, which require mac-
roscopically large footprints.

This work showed that it is possible to generate a 
mode-locked signal in a nanowire by assembling a line 

Figure 7: Concept of an anapole nanolaser.
(A–C) Anapole router. (A) An InGaAs nanodisk is placed in the middle of an optical circuit composed of four silicon nanowire waveguides 
disposed in a cross-configuration around the nanodisk. (B) By pumping linearly polarized light onto the nanodisk, the anapole mode can be 
selectively excited within the nanodisk: only the anapole whose dipolar field is perpendicular to the pumped light polarization is excited. 
(C) Comparison by pumping a scattering mode of the InGaAs structure: no coupling occurs. (D–F) Ultrafast pulsed source on a photonic chip. 
(D) An anapole chain of weakly coupled nanodisks generates a mode-locked signal propagating in the nanowire channel as an ultrafast 
pulse train. (E–F) Pulse trains of different periods generated by acting on the chain geometry. Adapted with permission from [100].
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of several nanodisks next to a tapered structure, where 
each nanodisk is designed to sustain an anapole mode 
at different frequencies within the InGaAs emission band 
( different radii). The coupling between the anapole can 
also be manipulated by shifting the position of each nan-
odisk, which can result in the generation of ultrashort 
pulses with different characteristics (145 fs length with a 
1.65 ps period in the example provided by the authors). 
Numerical simulations performed in [100] showed that the 
anapole chain behaves very closely to an optical neural 
network, opening also future applications of anapoles for 
optical integrated neurocomputing and neuromorphic 
photonics circuits.

Concerning the exploitation of BIC for lasing action, 
the first proposal was based on a photonic crystal mem-
brane by Hirose and coworkers [161], although as noted 
above, the authors did not report the presence of BIC. 
The recent work of Kodigala and coworkers [32] proposed 
the first BIC laser designed for telecommunication wave-
length (λ = 1.55  m) and relying on semiconductors. The 
cavity in this system is represented in Figure 8. It is com-
posed of an array of connected semiconductor nanodisks 
(with thickness of 300 nm and radii varying from 500 to 
550 nm) interconnected by bridges and arranged in a thin 
membrane suspended in air. Through numerical simula-
tions, the authors found an optimal radius of 528.4 nm for 
the Q factor, which corresponds to the geometry for which 
two modes close to the excitation frequency create BIC 
states as they decouple from the radiation continuum. 

The lasing phenomenon was experimentally demon-
strated while pumped by a pulsed laser (λ = 1064 nm) on 
arrays of sizes ranging from 8 × 8 to 20 × 20 at room tem-
perature and show very good agreement with theoretical 
predictions.

The first BIC-based lasing cavity relying on an all- 
dielectric nanoparticle system and operating at visible 
light was proposed in [162], with a cavity composed of 
resonant GaAs vertical cylinders (with a height of 250 nm 
and radius 50  nm) arranged into a metasurface (see 
Figure 9). The metasurface is designed to be subdiffractive 
in one direction but diffractive in the other (with periods 
of 300 nm and 540 nm, respectively).

This configuration created a radiation channel that 
would not exist in a completely subdiffractive array, in 
which a perfect BIC with an infinite Q factor would be 
formed by the in-phase oscillation of vertical dipoles. 
Instead, a leaky resonance with finite but high Q factor 
was formed in this system, resulting in a leaky channel. 
Lasing occurs at the angle corresponding to the crossing 
point of the emission bands defined by this leaky channel.

Lasing wavelength and emission angle were dem-
onstrated to be tunable by varying the geometrical para-
meters of the lattice and the peak of the gain spectrum 
of GaAs (through temperature). The temperature range 
of operation is in this work limited to 77–200 K, although 
the authors expect to achieve room temperature operation 
with a higher gain material or by improving the emission 
efficiency of GaAs (Figure 9).

Figure 8: BIC laser.
(A) Schematic of the Q factor dependence for lasing cavities. In conventional optical cavities (in blue), the Q factor has a very weak 
dependence on geometrical parameters. BICs (in black) on another hand have a very strong dependence on geometrical parameters and 
can theoretically reach an infinite Q factor for an infinite structure with optimized set of parameters. Based on BICs, finite supercavities 
(red) can be engineered to reach finite yet extremely high values of the Q factor, with an important dependence on the geometrical 
parameters. (B) Photonic cavity for lasing based on BICs proposed in [32]. The cavity is composed of a lattice of N × N InGaAsP nanodisks 
linked by bridges and disposed into a membrane suspended in air. For an optimized set of parameters, lasing action can happen within the 
membrane at room temperature. Adapted with permission from [39].
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5   Summary and outlook
We have discussed two types of exotic localized states of 
light, anapoles and BICs, which have attracted special 
attention recently and provide different ways to achieve 
large enhancement of electromagnetic fields and con-
finement of light in high-index dielectric resonators 
with  significant advantages for integrated photonics 
applications. Further exploitation of the physics of these 
nonradiating states and the study of their properties 
would involve a design of different types of dielectric 
resonant structures with a higher field enhancement 
and stronger magnetic field confinement in specific “hot 
spots,” improving the values of the Q factor, which were 
achieved previously only with the help of plasmonic 
structures, and also the study of nonlinear and quantum 
effects.

Importantly, the use of high-index dielectric  materials 
that replace noble metals in plasmonics presents a par-
ticular advantage from both cost and scalability perspec-
tives, especially considering that anapoles and BIC are 
generally engineered in rather simple geometrical struc-
tures that can be integrated into an on-chip circuitry. The 
use of resonant structures may improve substantially both 
the performance and efficiency of subwavelength inte-
grated photonics actively discussed in the current litera-
ture [163, 164].

As many effects with high-index dielectric resona-
tors have now been understood and demonstrated, all 

the elements are now in place for the next step of assem-
bling all-dielectric technological applications in different 
domains of nanophotonics, including, but not limited to, 
biological sensing, Raman scattering, multifunctional 
on-chip lasers, as well as integrated neurophotonics 
architectures.

It is also worth noticing that these studies stimu-
lated the development of other approaches for achieving 
high efficiencies in all-dielectric resonant optical struc-
tures; as an example, we mention here a very recent work 
relying on the excitation of toroidal dipolar response (not 
exactly at the anapole frequency) and based on E-shaped 
all- dielectric metasurfaces operating in the infrared 
 frequency range [165].

Harnessing of these novel nonradiating states in 
photonics therefore has a great potential to open a new 
era for all-dielectric metadevices in nanophotonics and 
meta-optics.

Acknowledgments: The authors acknowledge productive 
discussions and useful collaboration with many of their 
colleagues, coauthors, and students. Especially, they are 
indebted to L. Carletti, S. Kruk, A. Kuznetsov, M. Limonov, 
B. Lukyanchuk, M. Rybin, D. Smirnova, J. Totero Gongora, 
and V. Tuz. They also acknowledge financial support from 
KAUST (OSR-2016-CRG5-2995), the Australian Research 
Council, the Strategic Fund of the Australian National 
University, the Russian Foundation for Basic Research 
(18-32-20205), the Ministry of Education and Science of the 

Figure 9: Unidirectional BIC laser.
(A) Resonances in GaAs nanoparticles. (B) Sketch of the nanoparticle lattice growth on a quartz substrate embedded in hydrogen 
silsesquioxane resist. (C) Scanning electron microscope (SEM) image of the metasurface. Adapted with permission from [162].

Brought to you by | King Abdullah University of Science and Technology
Authenticated

Download Date | 4/10/19 1:41 PM



K. Koshelev et al.: Nonradiating photonics with dielectric nanostructures      17

Russian Federation (No. 3.1365.2017/4.6), and the Grant of 
the President of the Russian Federation (MK-403.2018.2). 
K.K. and A.B. acknowledge support from the Founda-
tion for the Advancement of Theoretical Physics and 
 Mathematics “BASIS” (Russia).

References
[1] Bohm D, Weinstein M. The self-oscillations of a charged 

 particle. Phys Rev 1948;74:1789–98.
[2] Goedecke GH. Classically radiationless motions and  

possible implications for quantum theory. Phys Rev 
1964;135:B281–8.

[3] Pearle P. When can a classical electron accelerate without 
radiating? Found Phys 1978;8:879–91.

[4] Abbott TA, Griffiths DJ. Acceleration without radiation. Am J 
Phys 1985;53:1203–11.

[5] Davidson MP. Quantum wave equations and non-radiating 
electromagnetic sources. Ann Phys 2007;322:2195–210.

[6] Nemkov NA, Basharin AA, Fedotov VA. Nonradiating sources, 
dynamic anapole, and Aharonov-Bohm effect. Phys Rev B 
2017;95:165134.

[7] Rybin MV, Koshelev KL, Sadrieva ZF, et al. High-Q supercavity 
modes in subwavelength dielectric resonators. Phys Rev Lett 
2017;119:243901.

[8] Maier S. Plasmonics: fundamentals and applications. New 
York: Springer, 2007.

[9] Kivshar Y. All-dielectric meta-optics and non-linear nanopho-
tonics. Natl Sci Rev 2018;5:144–58.

[10] Costescu A, Radescu EE. Induced toroid structures and toroid 
polarizabilities. Phys Rev D 1987;35:3496–9.

[11] Afanasiev GN, Dubovik VM. Some remarkable charge-current 
configurations. Phys Part Nuclei 1998;29:366–91.

[12] Papasimakis N, Fedotov VA, Savinov V, Raybould TA, Zhe-
ludev NI. Electromagnetic toroidal excitations in matter and 
free space. Nat Mater 2016;15:263–71.

[13] Fedotov VA, Rogacheva A, Savinov V, Tsai D, Zheludev NI. Reso-
nant transparency and non-trivial non-radiating excitations in 
toroidal metamaterials. Sci Rep 2013;3:2967.

[14] Miroshnichenko AE, Evlyukhin AB, Yu YF, et al. Nonradiat-
ing anapole modes in dielectric nanoparticles. Nat Commun 
2015;6:8069.

[15] Kim S-H, Oh SS, Kim K-J, et al. Subwavelength localization and 
toroidal dipole moment of spoof surface plasmon polaritons. 
Phys Rev B 2015;91:035116.

[16] Basharin AA, Kafesaki M, Economou EN, et al. Dielectric 
metamaterials with toroidal dipolar response. Phys Rev X 
2015;5:011036.

[17] Liu W, Zhang J, Lei B, Hu H, Miroshnichenko AE. Invisible 
nanowires with interfering electric and toroidal dipoles. Opt 
Lett 2015;40:2293–6.

[18] Tasolamprou AC, Tsilipakos O, Kafesaki M, Soukoulis CM, 
Economou EN. Toroidal eigenmodes in all-dielectric metamol-
ecules. Phys Rev B 2016;94:205433.

[19] Evlyukhin AB, Fischer T, Reinhardt C, Chichkov BN. Optical 
theorem and multipole scattering of light by arbitrarily shaped 
nanoparticles. Phys Rev B 2016;94:205434.

[20] Feng S, Halterman K, Overfelt PL, Elson JM, Lindsay GA,  
Roberts MJ. Resonant-induced transparency and coupled 
modes in layered metamaterials. Appl Phys A 2007;87:235–44.

[21] Chen P-Y, Soric J, Alù A. Invisibility and cloaking based on scat-
tering cancellation. Adv Mater 2012;24:OP281–304.

[22] Wang KX, Yu Z, Sandhu S, Liu V, Fan S. Condition for perfect 
antireflection by optical resonance at material interface. Optica 
2014;1:388–95.

[23] Rybin MV, Filonov DS, Belov PA, Kivshar YS, Limonov MF. 
Switching from visibility to invisibility via Fano resonances: 
theory and experiment. Scientific Reports 2015;5:8774.  Article.

[24] von Neumann J, Wigner E. On some peculiar discrete 
 eigenvalues. Phys Z 1929;30:465–7.

[25] Fonda L. Bound states embedded in the continuum and the 
formal theory of scattering. Ann Phys 1963;22:123–32.

[26] Ursell F. Trapping modes in the theory of surface waves. In: 
 Mathematical proceedings of the Cambridge Philosophical 
 Society, vol. 47. Cambridge, Cambridge University Press, 1951, 
pp. 347–58.

[27] Cumpsty NA, Whitehead D. The excitation of acoustic reso-
nances by vortex shedding. J Sound Vib 1971;18:353–69.

[28] Marinica DC, Borisov AG, Shabanov SV. Bound states in the 
continuum in photonics. Phys Rev Lett 2008;100:183902.

[29] Bulgakov EN, Sadreev AF. Bound states in the continuum 
in photonic waveguides inspired by defects. Phys Rev B 
2008;78:075105.

[30] Plotnik Y, Peleg O, Dreisow F, et al. Experimental observa-
tion of optical bound states in the continuum. Phys Rev Lett 
2011;107:183901.

[31] Foley JM, Young SM, Phillips JD. Symmetry-protected mode 
coupling near normal incidence for narrow-band transmission 
filtering in a dielectric grating. Phys Rev B 2014;89:165111.

[32] Kodigala A, Lepetit T, Gu Q, Bahari B, Fainman Y, Kanté B. 
 Lasing action from photonic bound states in continuum. Nature 
2017;541:196.

[33] Liu Y, Zhou W, Sun Y. Optical refractive index sensing based on 
high-Q bound states in the continuum in free-space coupled 
photonic crystal slabs. Sensors 2017;17:1861.

[34] Bulgakov EN, Sadreev AF. Robust bound state in the continuum 
in a nonlinear microcavity embedded in a photonic crystal 
waveguide. Opt Lett 2014;39:5212–5.

[35] Bulgakov EN, Sadreev AF. Bound states in the continuum with 
high orbital angular momentum in a dielectric rod with periodi-
cally modulated permittivity. Phys Rev A 2017;96:013841.

[36] Koshelev K, Sychev S, Sadrieva Z, Bogdanov A, Iorsh I. Strong 
coupling between excitons in transition metal dichalcoge-
nides and optical bound states in the continuum. Phys Rev B 
2018;98:161113.

[37] Sadrieva ZF, Sinev IS, Koshelev KL, et al. Transition from optical 
bound states in the continuum to leaky resonances: role of 
substrate and roughness. ACS Photonics 2017;4:723–7.

[38] Belyakov MA, Balezin MA, Sadrieva ZF, et al.  Experimental 
observation of symmetry protected bound state in the 
continuum in a chain of dielectric disks. arXiv preprint 
arXiv:1806.01932 (2018).

[39] Rybin M, Kivshar Y. Supercavity lasing. Nature 2017;541:164.
[40] Zel’Dovich IB. Electromagnetic interaction with parity violation. 

Soviet J Exp Theor Phys 1958;6:1184.
[41] Ho CM, Scherrer RJ. Anapole dark matter. Phys Lett B 

2013;722:341–6.

Brought to you by | King Abdullah University of Science and Technology
Authenticated

Download Date | 4/10/19 1:41 PM



18      K. Koshelev et al.: Nonradiating photonics with dielectric nanostructures

[42] Dubovik V, Tugushev V. Toroid moments in electrodynamics and 
solid-state physics. Phys Rep 1990;187:145–202.

[43] Afanasiev GN, Stepanovsky YP. The electromagnetic field of 
elementary time-dependent toroidal sources. J Phys A: Math 
Gen 1995;28:4565.

[44] Wei L, Xi Z, Bhattacharya N, Urbach HP. Excitation of the radia-
tionless anapole mode. Optica 2016;3:799–802.

[45] Totero Gongora JS, Favraud G, Fratalocchi A. Fundamental and 
high-order anapoles in all-dielectric metamaterials via Fano-
Feshbach modes competition. Nanotechnology 2017;28:104001.

[46] Lalanne P, Yan W, Vynck K, Sauvan C, Hugonin J-P. Light interac-
tion with photonic and plasmonic resonances. Laser Photonics 
Rev 2018;12:1700113.

[47] Baryshnikova K, Smirnova D, Lukyanchuk B, Kivshar Y. Optical 
anapoles: concepts and applications. Adv Opt Mater 2019; 
1801350-(13). doi.org/10.1002/adom.201801350.

[48] Hsu CW, Zhen B, Stone AD, Joannopoulos JD, Soljačić, M. 
Bound states in the continuum. Nat Rev Mater 2016;1:16048.

[49] Gentry CM, Popović MA. Dark state lasers. Opt Lett 
2014;39:4136–9.

[50] Hodaei H, Hassan AU, Hayenga WE, et al. Dark-state lasers: 
mode management using exceptional points. Opt Lett 
2016;41:3049–52.

[51] Friedrich H, Wintgen D. Interfering resonances and bound 
states in the continuum. Phys Rev A 1985;32:3231–42.

[52] Bonnet-Bendhia A-S, Starling F. Guided waves by electromag-
netic gratings and non-uniqueness examples for the diffraction 
problem. Math Method Appl Sci 1994;17:305–38.

[53] Paddon P, Young JF. Two-dimensional vector-coupled-
mode  theory for textured planar waveguides. Phys Rev B 
2000;61:2090.

[54] Pacradouni V, Mandeville WJ, Cowan AR, Paddon P, Young 
JF, Johnson SR. Photonic band structure of dielectric mem-
branes periodically textured in two dimensions. Phys Rev B 
2000;62:4204.

[55] Ochiai T, Sakoda K. Dispersion relation and optical trans-
mittance of a hexagonal photonic crystal slab. Phys Rev B 
2001;63:125107.

[56] Yablonskii A, Muljarov E, Gippius N, Tikhodeev S, Ishihara T. 
Optical properties of polaritonic crystal slab. Physica Status 
Solidi (a) 2002;190:413–9.

[57] Tikhodeev SG, Yablonskii A, Muljarov E, Gippius NA, Ishihara T. 
Quasiguided modes and optical properties of photonic crystal 
slabs. Phys Rev B 2002;66:045102.

[58] Fan S, Joannopoulos JD. Analysis of guided resonances in pho-
tonic crystal slabs. Phys Rev B 2002;65:235112.

[59] Shipman SP, Venakides S. Resonant transmission near nonro-
bust periodic slab modes. Phys Rev E 2005;71:026611.

[60] Fox J. Symposium on optical and acoustical micro-electronics, 
New York, NY, April 16–18, 1974, proceedings. In Symposium 
on Optical and Acoustical Micro-Electronics (1975).

[61] Yablonskii AL, Muljarov EA, Gippius NA, Tikhodeev SG, Fujita T, 
Ishihara T. Polariton effect in distributed feedback microcavi-
ties. J Phys Soc Japan 2001;70:1137–44.

[62] Christ A, Tikhodeev S, Gippius N, Kuhl J, Giessen H. Waveguide-
plasmon polaritons: strong coupling of photonic and electronic 
resonances in a metallic photonic crystal slab. Phys Rev Lett 
2003;91:183901.

[63] Lee J, Zhen B, Chua S-L, et al. Observation and differentia-
tion of unique high-Q optical resonances near zero wave 

vector in macroscopic photonic crystal slabs. Phys Rev Lett 
2012;109:067401.

[64] Hsu CW, Zhen B, Lee J, et al. Observation of trapped light within 
the radiation continuum. Nature 2013;499:188.

[65] Bulgakov EN, Sadreev AF. Transfer of spin angular momentum 
of an incident wave into orbital angular momentum of the 
bound states in the continuum in an array of dielectric spheres. 
Phys Rev A 2016;94:033856.

[66] Bulgakov EN, Maksimov DN. Light enhancement by quasi-
bound states in the continuum in dielectric arrays. Opt Exp 
2017;25:14134–47.

[67] Bulgakov E, Sadreev A. Trapping of light with angular orbital 
momentum above the light cone. Adv EM 2017;6:1–10.

[68] Bulgakov EN, Sadreev AF. Nearly bound states in the radiation 
continuum in a circular array of dielectric rods. Phys Rev A 
2018;97:033834.

[69] Ni L, Jin J, Peng C, Li Z. Analytical and statistical investigation 
on structural fluctuations induced radiation in photonic crystal 
slabs. Opt Express 2017;25:5580–93.

[70] Chen HL, Wang G, Lee RK. Nearly complete survival of an 
entangled biphoton through bound states in continuum in 
disordered photonic lattices. Opt Express 2018;26:33205–14.

[71] Jin J, Yin X, Ni L, Soljačić M, Zhen B, Peng C. Topologically 
enabled ultra-high-Q guided resonances robust to out-of-plane 
scattering. 2018. arXiv preprint arXiv:1812.00892.

[72] Zhen B, Hsu CW, Lu L, Stone AD, Soljačić M. Topological 
nature of optical bound states in the continuum. Phys Rev Lett 
2014;113:257401.

[73] Bulgakov EN, Maksimov DN. Topological bound states in 
the continuum in arrays of dielectric spheres. Phys Rev Lett 
2017;118:267401.

[74] Bahari B, Vallini F, Lepetit T, et al. Integrated and steerable 
vortex lasers. arXiv preprint arXiv:1707.00181. 2017.

[75] Doeleman HM, Monticone F, den Hollander W, Alù A, Koen-
derink AF. Experimental observation of a polarization vortex 
at an optical bound state in the continuum. Nat Photonics 
2018;12:397–401.

[76] Zhang Y, Chen A, Liu W, et al. Observation of polarization vorti-
ces in momentum space. Phys Rev Lett 2018;120:186103.

[77] Guo Y, Xiao M, Fan S. Topologically protected complete polari-
zation conversion. Phys Rev Lett 2017;119:167401.

[78] Koshelev K, Lepeshov S, Liu M, Bogdanov A, Kivshar Y. Asym-
metric metasurfaces with high-Q resonances governed by 
bound states in the continuum. Phys Rev Lett 2018;121:193903.

[79] Silveirinha MG. Trapping light in open plasmonic nanostruc-
tures. Phys Rev A 2014;89:023813.

[80] Monticone F, Alu A. Embedded photonic eigenvalues in 3D 
nanostructures. Phys Rev Lett 2014;112:213903.

[81] Wiersig J. Formation of long-lived, scarlike modes near avoided 
resonance crossings in optical microcavities. Phys Rev Lett 
2006;97:253901.

[82] Taghizadeh A, Chung I.-S. Quasi bound states in the continuum 
with few unit cells of photonic crystal slab. Appl Phys Lett 
2017;111:031114.

[83] Bogdanov AA, Koshelev KL, Kapitanova PV, et al. Bound states 
in the continuum and Fano resonances in the strong mode 
coupling regime. Adv Photonics 2019;1:016001.

[84] Koshelev K, Bogdanov A, Kivshar Y. Meta-optics and bound 
states in the continuum. Sci Bull 2018. doi: doi.org/10.1016/j.
scib.2018.12.003.

Brought to you by | King Abdullah University of Science and Technology
Authenticated

Download Date | 4/10/19 1:41 PM

http://doi.org/10.1002/adom.201801350


K. Koshelev et al.: Nonradiating photonics with dielectric nanostructures      19

[85] Gomis-Bresco J, Artigas D, Torner L. Anisotropy-induced 
photonic bound states in the continuum. Nat Photonics 
2017;11:232.

[86] Mukherjee S, Gomis-Bresco J, Pujol-Closa P, Artigas D, Torner 
L. Topological properties of bound states in the continuum 
in geometries with broken anisotropy symmetry. Phys Rev A 
2018;98:063826.

[87] Pichugin K, Sadreev A. Self-induced light trapping in nonlin-
ear Fabry-Perot resonators. Phys Lett A 2016;380:3570–74.

[88] Yuan L, Lu YY. Strong resonances on periodic arrays of cylin-
ders and optical bistability with weak incident waves. Phys 
Rev A 2017;95:023834.

[89] Krasikov SD, Bogdanov AA, Iorsh IV. Nonlinear bound states 
in the continuum of a one-dimensional photonic crystal slab. 
Phys Rev B 2018;97:224309.

[90] Ni L, Wang Z, Peng C, Li Z. Tunable optical bound states in the 
continuum beyond in-plane symmetry protection. Phys Rev B 
2016;94:245148.

[91] Timofeev IV, Maksimov DN, Sadreev AF. Optical defect mode 
with tunable Q factor in a one-dimensional anisotropic pho-
tonic crystal. Phys Rev B 2018;97:024306.

[92] Hsu CW, Zhen B, Chua S-L, Johnson SG, Joannopoulos JD, 
Soljačić M. Bloch surface eigenstates within the radiation 
continuum. Light Sci Appl 2013;2:e84.

[93] Tasolamprou AC, Koschny T, Kafesaki M, Soukoulis CM. Near-
infrared and optical beam steering and frequency splitting in 
air-holes-in-silicon inverse photonic crystals. ACS Photonics 
2017;4:2782–8.

[94] Fan K, Shadrivov IV, Padilla WJ. Dynamic bound states in the 
continuum. Optica 2019;6:169–73.

[95] Lannebère S, Silveirinha MG. Optical meta-atom for 
localization of light with quantized energy. Nat Commun 
2015;6:8766.

[96] Liberal I, Engheta N. Nonradiating and radiating modes 
excited by quantum emitters in open epsilon-near-zero cavi-
ties. Sci Adv 2016;2:e1600987.

[97] Li L, Zhang J, Wang C, Zheng N, Yin H. Optical bound states in 
the continuum in a single slab with zero refractive index. Phys 
Rev A 2017;96:013801.

[98] Minkov M, Williamson IA, Xiao M, Fan S. Zero-index bound 
states in the continuum. Phys Rev Lett 2018;121:263901.

[99] Jiang X, Tang J, Li Z, et al. Enhancement of photonic spin hall 
effect via bound states in the continuum. J Phys D: Appl Phys 
2018;52:045401.

[100] Totero Gongora JS, Miroshnichenko AE, Kivshar YS,  
 Fratalocchi A. Anapole nanolasers for mode-locking and ultra-
fast pulse generation. Nat Commun 2017;8:15535.

[101] Terekhov PD, Babicheva VE, Baryshnikova KV, Shalin AS, 
Karabchevsky A, Evlyukhin AB. Multipole analysis of dielectric 
metasurfaces composed of nonspherical nanoparticles and 
lattice invisibility effect. Phys Rev B 2019;99:045424.

[102] Sayanskiy A, Kupriianov AS, Xu S, et al. Controlling high-Q 
trapped modes in polarization-insensitive all-dielectric meta-
surfaces. arXiv preprint arXiv:1811.11396. 2018.

[103] Mubeen S, Lee J, Singh N, Krämer S, Stucky GD,  Moskovits M. 
An autonomous photosynthetic device in which all charge 
carriers derive from surface plasmons. Nat Nanotech 
2013;8:247–51.

[104] Tian Y, Pelayo García de Arquer F, Dinh C-T, et al. 
Enhanced solar-to-hydrogen generation with broadband 

 epsilon-near-zero nanostructured photocatalysts. Adv Mat 
2017;29:1701165.

[105] Wang P, Krasavin AV, Nasir ME, Dickson W, Zayats AV. Reactive 
tunnel junctions in electrically driven plasmonic nanorod 
metamaterials. Nat Nanotechnol 2018;13:159–64.

[106] Hess O, Pendry JB, Maier SA, Oulton RF, Hamm JM,  
Tsakmakidis KL. Active nanoplasmonic metamaterials. Nat 
Mater 2012;11:573–84.

[107] Yang Y, Zenin VA, Bozhevolnyi SI. Anapole-assisted strong 
field enhancement in individual all-dielectric nanostructures. 
ACS Photonics 2018;5:1960–6.

[108] Liu S.-D, Wang Z.-X, Wang W.-J, Chen J.-D, Chen Z.-H. High 
Q-factor with the excitation of anapole modes in dielectric 
split nanodisk arrays. Opt Express 2017;25:22375–87.

[109] Haus HA. Waves and fields in optoelectronics. Englewood 
Cliffs, NJ: Prentice-Hall, 1984.

[110] Basharin AA, Chuguevsky V, Volsky N, Kafesaki M, Economou 
EN. Extremely high Q-factor metamaterials due to anapole 
excitation. Phys Rev B 2017;95:035104.

[111] Mocella V, Romano S. Giant field enhancement in photonic 
resonant lattices. Phys Rev B 2015;92:155117.

[112] Yoon JW, Song SH, Magnusson R. Critical field enhancement of 
asymptotic optical bound states in the continuum. Scientific 
Rep 2015;5:18301.

[113] Chen W, Chen Y, Liu W. Subwavelength high-Q kerker 
supermodes with unidirectional radiations. arXiv preprint 
arXiv:1808.05539. 2018.

[114] Wei E, Liu AY, Chew WC. Dissipative quantum electro-
magnetics. IEEE J Multiscale Multiphys Comput Tech 
2018;3:198–213.

[115] Ospanova AK, Stenishchev IV, Basharin AA. Anapole mode 
sustaining silicon metamaterials in visible spectral range. 
Laser Photonics Rev 2018;12:1800005.

[116] Grinblat G, Li Y, Nielsen MP, Oulton RF, Maier SA.  
Enhanced third harmonic generation in single germa-
nium nanodisks excited at the anapole mode. Nano Lett 
2016;16:4635–40.

[117] Grinblat G, Li Y, Nielsen MP, Oulton RF, Maier SA. Efficient 
third harmonic generation and nonlinear subwavelength 
imaging at a higher-order anapole mode in a single germa-
nium nanodisk. ACS Nano 2017;11:953–60.

[118] Shibanuma T, Grinblat G, Albella P, Maier SA. Efficient 
third harmonic generation from metal–dielectric hybrid 
 nanoantennas. Nano Lett 2017;17:2647–51.

[119] Xu L, Rahmani M, Kamali KZ, et al. Boosting third-harmonic 
generation by a mirror-enhanced anapole resonator. Light Sci 
Appl 2018;7:44.

[120] Timofeeva M, Lang L, Timpu F, et al. Anapoles in free-standing 
iii–v nanodisks enhancing second-harmonic generation. Nano 
Lett 2018;18:3695–702.

[121] Wang T, Zhang X. Improved third-order nonlinear effect in 
graphene based on bound states in the continuum. Photonics 
Res 2017;5:629–39.

[122] Wang T, Zhang S. Large enhancement of second harmonic 
generation from transition-metal dichalcogenide monolayer 
on grating near bound states in the continuum. Opt Express 
2018;26:322–37.

[123] Grinblat G, Li Y, Nielsen MP, Oulton RF, Maier SA. Degenerate 
four-wave mixing in a multiresonant germanium nanodisk. 
ACS Photonics 2017;4:2144–9.

Brought to you by | King Abdullah University of Science and Technology
Authenticated

Download Date | 4/10/19 1:41 PM



20      K. Koshelev et al.: Nonradiating photonics with dielectric nanostructures

[124] Pichugin KN, Sadreev AF. Frequency comb generation by 
symmetry-protected bound state in the continuum. JOSA B 
2015;32:1630–6.

[125] Carletti L, Koshelev K, De Angeslis C, Kivshar Y. Giant 
 nonlinear response at the nanoscale driven by bound states in 
the continuum. Phys Rev Lett 2018;121:033903.

[126] Poddubny AN, Smirnova DA. Nonlinear generation of 
quantum-entangled photons from high-Q states in dielectric 
nanoparticles. arXiv preprint arXiv:1808.04811. 2018.

[127] Kaelberer T, Fedotov V, Papasimakis N, Tsai D, Zheludev N. 
Toroidal dipolar response in a metamaterial. Science 
2010;330:1510–2.

[128] Gupta M, Savinov V, Xu N, et al. Sharp toroidal resonances in 
planar terahertz metasurfaces. Adv Mater 2016;28:8206–11.

[129] Dong Z-G, Zhu J, Rho J, et al. Optical toroidal dipolar response 
by an asymmetric double-bar metamaterial. Appl Phys Lett 
2012;101:144105.

[130] Liu Z, Du S, Cui A, et al. High-quality-factor mid-infrared 
toroidal excitation in folded 3D metamaterials. Adv Mater 
2017;29:1606298.

[131] Huang Y-W, Chen WT, Wu PC, et al. Design of plasmonic 
toroidal metamaterials at optical frequencies. Opt Express 
2012;20:1760–8.

[132] Li J, Zhang Y, Jin R, Wang Q, Chen Q, Dong Z. Excitation of plas-
mon toroidal mode at optical frequencies by angle-resolved 
reflection. Opt Lett 2014;39:6683–6.

[133] Xu S, Sayanskiy A, Kupriianov AS, et al. Experimental observa-
tion of toroidal dipole modes in all-dielectric metasurfaces. 
Adv Opt Mater 2018:1801166.

[134] Sayanskiy A, Danaeifar M, Kapitanova P, Miroshnichenko AE. 
All-dielectric metalattice with enhanced toroidal dipole 
response. Adv Opt Mater 2018;6:1800302.

[135] Tuz VR, Khardikov VV, Kivshar YS. All-dielectric resonant 
metasurfaces with a strong toroidal response. ACS Photonics 
2018;5:1871–6.

[136] Sun G, Zhang X, Zhu Y. Strong field enhancement with the 
anapole mode in split dielectric nanocuboid metasurfaces. In: 
2018 Cross Strait Quad-Regional Radio Science and Wireless 
Technology Conference (CSQRWC), 1–2. Xuzhou, China, IEEE, 
2018.

[137] Algorri J, Zografopoulos D, Ferraro A, et al. Anapole modes in 
hollow nanocuboid dielectric metasurfaces for refractometric 
sensing. Nanomaterials 2019;9:30.

[138] Homola J, Yee SS, Gauglitz G. Surface plasmon resonance sen-
sors. Sensors Actuators B Chem 1999;54:3–15.

[139] Mazzone V, Totero Gongora JS, Fratalocchi A. Near-field 
coupling and mode competition in multiple anapole systems. 
Appl Sci 2017;7:542–51.

[140] Bulgakov EN, Sadreev AF. Fibers based on propagating bound 
states in the continuum. arXiv preprint arXiv:1804.06626. 2018.

[141] Bulgakov E, Maksimov D, Semina P, Skorobogatov S. Propa-
gating bound states in the continuum in dielectric gratings. 
JOSA B 2018;35:1218–22.

[142] Hu Z, Lu YY. Propagating bound states in the continuum at the 
surface of a photonic crystal. J Opt Soc Am B 2017;34:1878–83.

[143] Yuan L, Lu YY. Propagating Bloch modes above the lightline 
on a periodic array of cylinders. J Phys B At Mol Opt Phys 
2017;50:05LT01.

[144] Bulgakov EN, Sadreev AF. Propagating bloch bound states 
with orbital angular momentum above the light line in the 
array of dielectric spheres. JOSA A 2017;34:949–52.

[145] Bulgakov EN, Sadreev AF, Maksimov DN. Light trapping above 
the light cone in one-dimensional arrays of dielectric spheres. 
Appl Sci 2017;7:147.

[146] Bulgakov EN, Maksimov DN. Bound states in the continuum 
and polarization singularities in periodic arrays of dielectric 
rods. Phys Rev A 2017;96:063833.

[147] Polishchuk IY, Gozman MI, Anastasiev AA, Polishchuk 
YI, Solov’ov SV, Tsyvkunova EA, et al. Guided modes 
in the plane array of optical waveguides. Phys Rev A 
2017;95:053847.

[148] Bulgakov EN, Sadreev AF. Light trapping above the light cone 
in a one-dimensional array of dielectric spheres. Phys Rev A 
2015;92:023816.

[149] Bulgakov EN, Maksimov DN. Optical response induced by 
bound states in the continuum in arrays of dielectric spheres. 
J Opt Soc Am B 2018;35:2443–52.

[150] Han H-L, Li H, Lü H-B, Liu X. Trapped modes with extremely 
high quality factor in a circular array of dielectric nanorods. 
Opt Lett 2018;43:5403–6.

[151] Tittl A, Leitis A, Liu M, et al. Imaging-based molecular 
barcoding with pixelated dielectric metasurfaces. Science 
2018;360:1105–9.

[152] Vabishchevich PP, Liu S, Sinclair MB, Keeler GA, Peake GM, 
Brener I. Enhanced second-harmonic generation using broken 
symmetry iii–v semiconductor Fano metasurfaces. ACS Pho-
tonics 2018;5:1685–90.

[153] Tuz VR, Khardikov VV, Kupriianov AS, et al. High-quality 
trapped modes in all-dielectric metamaterials. Opt Express 
2018;26:2905–16.

[154] Fedotov V, Rose M, Prosvirnin S, Papasimakis N, Zheludev 
N. Sharp trapped-mode resonances in planar metama-
terials with a broken structural symmetry. Phys Rev Lett 
2007;99:147401.

[155] Forouzmand A, Mosallaei H. All-dielectric c-shaped nano-
antennas for light manipulation: tailoring both magnetic 
and electric resonances to the desire. Adv Opt Mater 
2017;5:1700147.

[156] Lim WX, Singh R. Universal behaviour of high-Q Fano reso-
nances in metamaterials: terahertz to near-infrared regime. 
Nano Convergence 2018;5:5.

[157] Singh R, Al-Naib IAI, Yang Y, et al. Observing 
metamaterial induced transparency in individual Fano 
resonators with broken symmetry. Appl Phys Lett 
2011;99:201107.

[158] Hu J, Lang T, Hong Z, Shen C, Shi G. Comparison of electro-
magnetically induced transparency performance in metal-
lic and all-dielectric metamaterials. J Lightwave Technol 
2018;36:2083–93.

[159] He X, Wang L, Wang J-M, Tian X-H, Jiang J-X, Geng Z-X. Electro-
magnetically induced transparency in planar complementary 
metamaterial for refractive index sensing applications. J Phys 
D Appl Phys 2013;46:365302.

[160] Liu S, Vaskin A, Addamane S, et al. Light-emitting metasur-
faces: simultaneous control of spontaneous emission and 
far-field radiation. Nano Lett 2018;18:6906–14.

[161] Hirose K, Liang Y, Kurosaka Y, Watanabe A, Sugiyama T, 
Noda S. Watt-class high-power, high-beam-quality photonic-
crystal lasers. Nat Photonics 2014;8:406.

[162] Ha ST, Fu YH, Emani NK, et al. Directional lasing in reso-
nant semiconductor nanoantenna arrays. Nat Nanotechnol 
2018;13:1042–7.

Brought to you by | King Abdullah University of Science and Technology
Authenticated

Download Date | 4/10/19 1:41 PM



K. Koshelev et al.: Nonradiating photonics with dielectric nanostructures      21

[163] Cheben P, Schmidt JH, Atwater HA, Smith DR. Subwavelength 
integrated photonics. Nature 2018;560:565–72.

[164] Kita DM, Michon J, Johnson SG, Hu J. Are slot and subwave-
length grating waveguides better than strip waveguides for 
sensing? Optica 2018;5:1046–54.

[165] Han B, Li X, Sui C, Diao J, Jing X, Hong Z. Analog of electromag-
netically induced transparency in an e-shaped all- dielectric 
metasurface based on toroidal dipolar response. Opt Mater 
Express 2018;8:2197–207.

Brought to you by | King Abdullah University of Science and Technology
Authenticated

Download Date | 4/10/19 1:41 PM


