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Abstract: The new revolution in materials science is being driven by our ability to
manipulate matter at the molecular level to create structures with novel functions and
properties. The aim of this paper is to explore new strategies to obtain plasmonic metal
nanostructures through the combination of a top down method, that is electron beam
lithography, and a bottom up technique, that is the chemical electroless deposition. This
technique allows a tight control over the shape and size of bi- and three-dimensional metal
patterns at the nano scale. The resulting nanostructures can be used as constituents of
Surface Enhanced Raman Spectroscopy (SERS) substrates, where the electromagnetic field
is strongly amplified. Our results indicate that, in electroless growth, high quality metal
nanostructures with sizes below 50 nm may be easily obtained. These findings were
explained within the framework of a diffusion limited aggregation (DLA) model, that is a
simulation model that makes it possible to decipher, at an atomic level, the rules governing
the evolution of the growth front; moreover, we give a description of the physical
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mechanisms of growth at a basic level. In the discussion, we show how these findings can
be utilized to fabricate dimers of silver nanospheres where the size and shape of those
spheres is controlled with extreme precision and can be used for very large area SERS
substrates and nano-optics, for single molecule detection.
Keywords: metal nanoparticles; superclusters; electroless deposition; DLA; nanoscale
systems; nano-optics and photonics; SERS

1. Introduction
The discovery and understanding of fundamental principles on how nano scale systems of building
blocks assemble, enables the engineering of nanomaterials with new properties in a variety of fields
ranging from mechanics and photonics, to biology and medicine [1–8]. The behavior of similar systems
is very often governed by scale dependent equations, where the discrete nature of these is connected
to the geometrical and multi-scale character of the domain in which the energy exchanges occur [9].
Pure geometry and competition between surfaces and volumes are responsible for non-conventional,
sometimes surprising, properties of nanodevices compared to their macroscopic counterparts [3,10].
In this view, metal nanomaterials promise a changing the way in which biosensing and molecular
diagnosis are practiced, in that they feature certain clear advantages over conventional, continuous,
macro scale materials [2,11].
Some of the attributes shared by metal nanomaterials are the ability of interacting with light [12],
small sizes, at which much of biology occurs [13], a high degree of bio-compatibility [14,15], not
complicated procedures for bio-functionalization [16,17] and elevated surface to volume ratios [18,19].
The small sizes in play and, more importantly than size, the shape, surface finish and internal structure
of these nanosystems are responsible for the cited properties [20–24].
A wide variety of metal nanostructures is reported in literature, with shapes ranging from simple
spheres, to more complex and sometimes exotic architectures, which include metal nanospheres [25,26],
metallic films, [27,28] nanovoids, nanoshells, nanorods, nanorings and nanocubes [29–31]. The majority
of these systems are assembled using the Langmuir Blodgett (LB) technique, where 2D super-lattices
of colloidal structures are formed by pressure-induced organization at an air/water interface [32]. Like
in the general case of colloidal synthesis, the nucleation process is critical for obtaining shaped metal
nanoparticles, where shape control of metal nanocrystals can be carried out via either homogeneous [33]
or heterogeneous [34] nucleation. In few cases, the self-assembly of supra-molecular structures is
directed by either changing the energy or entropy landscapes, using templates or applying external
fields [29].
As an alternative to the above described methods, here we propose a scheme for the formation of
metal structures at the nanoscale. In the method, silver nanoparticles aggregates are self-deposited
within nanowell patterns created by Electron Beam Lithography on a silicon substrate (Figure 1). This
technique combines: (i) top-down (patterning via EBL) and (ii) bottom-up (the self-deposition of silver
nanoclusters) approaches to afford accurate control over the shape and size of bi- and three- dimensional
metal patterns at the nano scale.
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Figure 1. Scheme of the Electroless deposition process of silver nanoparticles aggregates.
High resolution Electron Beam Lithography was used to create patterns on a silicon substrate
(A). Those patterns were therefore exposed to a solution of AgNO3 and HF (B).
Super-clusters of silver nanoparticles are obtained, where the form and size of those clusters
is a function of the deposition time (C). In (D) we report the chemical reaction: Ag+ ions in
the close proximity of the silicon surface capture electrons from the valence band of Si, a
redox reaction between Ag+ and Si is initiated (D.1); Ag+ ions are reduced and deposited as
metals while the silicon surface is oxidized into SiO2 (D.2); the redox reaction involves
hydrofluoric acid, which induces the etching of SiO2 and the dissolution of SiF2− (D.3). The
Ag nuclei ttract electrons from bulk silicon, become charged negatively and, in a cascade
effect, function as a catalytic surface for the reduction of further Ag+ ions (D.4). The table in
(E) recapitulates the concentration of silver ions in solution, the size of lithographed patterns,
the temperature and time of deposition, used in the electroless process. SEM (F) and AFM
(G) images of a typical electroless grown silver nano-grains pattern.

The combination of top down and bottom up fabrication techniques has been, and is currently
being, pursued by different research groups for a variety of applications, including the fabrication of
highly efficient SERS substrates. While the general approach of the presented paper is not completely
new, the combination of EBL patterning with a specific deposition technique, that is electroless
growth, is an original scheme. To cite a few examples, in [35], Gopinath and colleagues demonstrated
the use of a combined top down and bottom up fabrication process to obtain multi-scale systems with
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improved Raman sensing capabilities, where the top-down part of the process is represented by EBL
patterning, like in our work. Nevertheless, in the cited paper, the authors utilized electron-beam
evaporation for depositing the final nanoparticles. Differently from the described method, electroless
growth allows realization of full three-dimensional structures, that is nanospheres, in opposition to
disc-like, 2 + 1 dimensional structures, like those that may be obtained using a planar evaporation
process. In [36], Pinna and colleagues obtained nanocomposite thin films formed by mesoporous
titania layers loaded with ceria nanoparticles exposing the titania matrix with hard X-rays, where the
exposition to hard X-rays triggers the formation of crystalline cerium oxides within the pores inducing
the in situ growth of nanoparticles. Differently from this, our method does not require hard-X ray
lithography and related instrumentation, including costly synchrotron radiation. Instead, the growth is
site selective, and takes place in a solution of silver nitrate and hydrofluoric acid, that are compounds
easily found in a chemical lab. Moreover, in our paper, rather than focusing on specific applications
of the technique, we attempt to provide an explanation of the fundamental mechanisms of electroless
particle formation at the nanoscale, using a joint experimental, numerical and theoretical approach.
Also, none of cited the papers have the resolution and the geometrical/structural control found in
our case.
Electroless deposition is a technique in which metal ions in solution can be reduced and deposited
as metals using appropriate reducing agents, in presence of a catalyst that can accelerate the electroless
reaction allowing for the oxidation of the reducing agent. In order to boost the transfer of electrons,
both the metal ions and the reducing agent should be adsorbed onto the catalytic surface. While
electroless deposition is a general process, we used here silicon as a plating substrate because it
delivers the interesting ability to behave like a catalyst and reducing agent, simultaneously. This means
that metal ions can be reduced as atoms on specific patterned sites of a silicon surface without the need
of an external reducing agent. This property is determined by the presence of dangling bonds, which
are deep-centre defects on the silicon surface, with a bound state that lies well below the conduction
band as explained in [37]. On these basis, in the following we shall treat and describe the particular
case of electroless deposition on a silicon surface.
In the described case, metal deposition takes place on the patterned substrate, where silver ions and
silver dangling bonds react through a direct redox reaction to form the desired nanoparticles [31,38].
The scheme of the electroless chemical reaction is briefly summarized in Figure 1D. This is a
particular case in which the reducing agent is the substrate itself, silicon, that through its dangling
bonding, oxidizes and reduces silver ions to the metallic forms, as described by the following chemical
reaction: [23,39–41]:
4 Ag+ + Si(s) +6 HF → 4Ag0 + H2SiF6 + 4H+

(1)

which can be separated into two half-cell reactions, that are, the Si oxidation, as the anode:
Si + 2H2O → SiO2 + 4H+ + 4e−

(2)

and the Ag reduction, at the cathode:
Ag+ + e− → Ag0

(3)
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In a first stage, the nanoparticle formation is dominated by the direct reaction of some silver ions
with the silicon substrate, forming metallic nuclei. These Ag nuclei are strongly electronegative, and
on account of this they attract other electrons from the silicon bulk becoming negatively charged; then
new silver ions react with disposable electrons on silver grains, reducing to Ag0 and thus inducing
the growth of the original Ag nuclei [22]. An autocatalytic mechanism is therefore induced, which
continues also when all the silicon surface has been covered by silver, until electrons can be attracted
from bulk silicon. In electroless deposition, the rate of the reactions is regulated by a balance between
diffusion and kinetics, and these mechanisms are closely correlated [31]. Using this technique, a wide
range of systems were realized, ranging from thin films, to sub-micrometric metallic structures
and metal nanoparticles [38,42–45]. In [46], this concept was utilized for the realization of silver
nanolenses, with single molecule detection capabilities, where the shape and size of those lenses was
controlled at the nanometer level. In all the cited examples, the morphology of the aggregates depends
on a variety of factors, including the pH of the solution, the temperature T of the system, the total time
t of the process, the silver concentration c in solution and, more importantly, on the geometry of
lithographed pattern. The effective area of silicon exposed to ions reaction affects the growth
mechanism as a function of the availability of electrons. Despite this understanding, the mathematical
comprehension of electroless deposition is still incomplete, and the process lacks predictive models,
especially when combined with controlled geometries generated by nanolithography.
Preliminary studies on silver self-aggregation in nanodevices indicated that the morphology of metal
nanoclusters depends on the pattern size. The authors of the present work demonstrated in [20] that, in
nanosized structures, smaller patterns are preferable in forming continuous and compact ensembles of
silver nanoparticles. Here, this concept was developed further. The dynamics of aggregation of metal
nanoparticles was systematically examined as a function of the size and spacing of the lithographed
pattern. Moreover, the concentration of silver ions in solution, the temperature of the system and the
time of reaction, were also independently regulated.
Using different growth conditions reported in Figure 1E, silver nanoparticles aggregates were grown
within well-defined patterns created by Electron Beam Lithography on silicon substrates (Figure 1A–C).
Those nanoaggregates were therefore verified using direct SEM inspection (Figure 1F,G). The
combined effects of the geometry and the growth conditions on size and distribution of the silver NPs,
were analyzed. In doing so, we demonstrated a very high sensitivity of the roughness of the clusters of
NPs to the variables of the process, and in particular to the pattern size and pattern spacing. Most
importantly, we found a critical or limit diameter, below which the regime of deposition is linear, and
isolated smooth spheres are obtained, to a region where instead the structures are fractured in a subset
of minor blocks or particles. This critical diameter, for the particular subset of parameters used here, is
about 50 nm, therefore, 50 nm is the preferred size for metal nanodevices for applications in photonics
or fields where a precise and tight control of the quality of the grown structures is required.
These findings were explained within the framework of a numerical diffusion limited aggregation
(DLA) model. DLA simulations, on linking bottom-up and top-down approaches, allowed us to
address and resolve the multi-scale problem of electroless particle formation as a function of pattern
size. Moreover, starting from basic principles, we tried to give a description of the physical mechanisms
of growth at a fundamental level. In the discussion, we show how this concept can be utilized to
fabricate dimers of metal nanoparticles which, conveniently positioned one respect to the other, can
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generate a controlled local electromagnetic (EM) field, crucial in enhanced spectroscopy and for few
or single molecule detection.
DLA is a simulation method where particles stick together under a purely diffusive regime to form
the intended structures. The resulting numerical structures may resemble or reproduce the real growths
to a certain extent, but there will be always aspects regards to which the simulations will differ from
the real structures, unless a molecular dynamics method is utilized, where the trajectories of atoms are
determined by solving the Newton’s equations of motion for a system of interacting particles, where
forces between the particles and potential energy are defined by molecular mechanics force fields [47].
In that case, a perfect match between experiments and simulations is expected, at the cost though of
massive computational times and resources, that prevents its utilization as a versatile simulation
(predictive) tool. The convenience of using here a DLA model resides in its flexibility, ease of
implementation, adeptness to represent real systems, and reduced simulation times. In the paper
we elected the fractal dimension Df as a key parameter for describing the numerical aggregates because
it is a non-dimensional parameter, it may be derived on the basis on a solid and well assessed
mathematical framework and, more importantly, starting from Df, the remaining parameters of the
aggregates can be readily derived for direct comparison with the experiments. This is the case of the
average grain size S, defined in the following of the article.
The paper is organized as follows: in the Experimental section we describe the methods utilized to
fabricate the silver nanoclusters (Sections 2.1 and 2.2) and characterize the electroless growth (Section 2.3),
and to conduct the spectroscopy measurement of the biological sample (Section 2.4). Next we describe
in details the diffusion limited aggregation model we utilized to simulate the process and reproduce the
results (Section 2.5) and the finite-difference time-domain (FDTD) methods we used to simulate the
electromagnetic field around the grown structures (Section 2.6). In the Results, using experiments and
computer simulations we show how to which extent the morphology of the nanograin aggregates is
affected by the time and temperature of electroless deposition (Section 3.1) and, more importantly, by
the pattern size (Section 3.2), moreover, using the classical nucleation theory, we try to explain the
findings and the laws of growth at a fundamental level (Section 3.3). In the Discussion (Section 4),
using computer simulations, we calculate the electromagnetic field enhancement in a dimer of silver
nanoparticles with arbitrary size and spacing, and we demonstrate and discuss the ability of an ordered
array of similar dimers to reveal molecules in a diluted solution. In the Conclusions (Section 5), we
briefly review the results and propose possible directions for future work.
2. Experimental Section
The fabrication of aggregates of silver NPs occurred in two steps: (i) realization of micro- and
nano- patterns by Electron Beam Lithography; (ii) electroless deposition of silver nano particles within
the patterns. During e-beam lithography (Figure 1) the diameter d of nanostructures was varied between
10 and 1,000 nm. In depositing silver nanoparticles, the concentration c of the solution of AgNO3,
the deposition time t, and the bath temperature T, were also varied in these intervals: c = (0.05, 1) mM,
t = 5–6,000 s, T = (20, 50) °C; and different growth conditions were obtained. The combined effects of
the geometry and the growth conditions, on size and distribution of the silver NPs, were therefore
verified through direct SEM imaging. While the majority of conventional Scanning Electron
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Microscopes does not possess the necessary resolution to resolve details at the smaller scales that, in
this case, are in the low nanometer range, here we used an SEM-FEI Nova 600 NanoLab system that
permits the utilization of a particular configuration, namely the mode 2 configuration, whereby images
can be magnified over 2,500,000 times and ultra-high resolution may be achieved (Figures S3 and S4).
De-ionized (D.I.) water (Milli-Q Direct 3, Millipore) was used for all experiments. Silver nitrate
(AgNO3), hydrofluoric acid (HF) and benzenethiol (BT) were purchased from Sigma. All chemicals,
unless mentioned otherwise, were of analytical grade and were used as received. p-Type (100) silicon
wafers were thoroughly cleaned with acetone and ethanol to remove possible organic contaminants and
then etched with a 20% wt HF solution (hydrofluoric acid 50% RPE ACS-ISO, Carlo Erba Reagents)
to eliminate the superficial native oxide and obtain a passive hydrogenated surface (dangling bonding
creation) [39]. Both the pretreatments were performed in a hot (40 °C) ultrasound bath.
2.1. Lithographic Process
Standard, p-type, 5–10 Ω/cm resistivity silicon wafers were used as substrates. An electronic
sensitive resist, that is, ZEP for microstructures, and PMMA-A2 for nanostructures, was spin-coated
for 60 s at 4,000 rpm (ZEP) and 5,000 rpm (PMMA) to obtain 70 (ZEP) and 50 (PMMA) nm thick
layers. Prior the EBL exposure, the sample was pre-baked at 170 °C for 2 min to remove the solvent.
The patterns of micro or nano-holes were exposed using a Crestec CABL-9000Ce-beam lithography
system (Crestec Corporation, Tokyo, Japan), operating at 50 keV acceleration voltage. The samples
were developed for 60 s in the ZED-N5 developer for the micro-structures realized in ZEP, and in
isopropyl alchol at 4 °C for the nano-structures realized in PMMA.
2.2. Electroless Silver NPs Growth
The metal electroless deposition, in the patterned substrate, was realized by means of a redox
reaction as described above. The driving force of the process is the potential difference ∆E between the
two half-reactions. Nernst equation provides the relation between ∆E and the constant of equilibrium
Ke of the global redox reaction:
(4)
where R = 8.3143 J/mol·K is the universal gas constant, T is the absolute temperature of the system,
F is the Faraday constant, n, is the number of electrons transferred in the reaction. Two different
subsets of process parameters were used for depositing the metal ions into the nanolithographic
trenches, that are recapitulated in Figure 1E and in the Supplementary Table S1, and which correspond
to two different processes:
(i) a first process, where ∆E is higher, for clusters formation in microholes,
(ii) a second process, where ∆E is lower, for the realization of compact structures in nanoholes.
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2.3. Sample SEM Characterization
SEM images of the samples were captured using a Dual Beam (SEM-FIB)—FEI Nova 600 NanoLab
system (FEI, Hillsboro, OR, USA). During the acquisitions, the beam energy was set at 15 keV, and
the corresponding electron current at 0.14 nA.
2.4. Raman Characterization of Benzenethiol Deposits
Microprobed Raman spectra were obtained using Renishaw inVia Raman microscope (Renishaw,
Torino, Italy) at room temperature through a 100× objective of a Leica microscope (Leica Micro
Systems, Wetzlar, Germany). The Raman spectra were excited by the 514.0 nm line of an Ar+ laser in
backscattering geometry. The laser power was 0.18 mW with an integration time of 20 s. Mapping
Raman measurements were carried out with the step size 0.5 μm in the x- and y-axis directions. For the
measurements, we used the band centered at 1,580 cm−1 as a reference that corresponds to the C-C
stretching mode in the molecule of benzenethiol.
2.5. Mathematical Description of Electroless Deposition
The mechanism of metal growth was here reproduced under the assumption of a DLA process,
where randomly displaced particles stick together to form the intended structures. This assumption
holds is true when diffusion dominates over chemical reaction or, equivalently, when the kinetics of
metal reduction is extremely fast (tD >> tK), where tD and tK are the characteristic time scales of
diffusion and chemical reaction. The model allows the understanding, at an atomic level, of the rules
governing the evolution of the growth front, and to explore ways to tailor the morphology of the
aggregates and their general characteristics [48,49]. In the model, the displacement of a metal ion, at
any time, is arbitrary (Figure 2A), and thus the trajectory of the particles can be correctly described by
a random walk, as in a Brownian motion.
At very short time scales, the motion of a particle is dominated by its inertia and its displacement
will be linearly dependent on time, Δx = vτ, and this can be reproduced in a regular grid (Figure 2B)
where particles are dislodged by the finite distance Δx in the time interval τ, that is the mean time
between collisions. The instantaneous velocity of the particles, v, is maintained constant during τ, and
it would depend solely upon the energy of the system. The distribution of probabilities of displacement
of the Brownian particle itself is correctly best described by using a Gaussian density function,
centered at on the origin of the walk: this is equivalent to say that the most probable position of a
particle after a sufficiently large number of steps, is its original position (Figure 2C).
The root mean square (rms) distance of the walk is linearly proportional to time: It gives a measure
of the extent of spread of the particle ensemble as described in [50]:
(5)
where x, y, and r are the Cartesian coordinates in the plane, while the celebrated Stokes-Einstein
equation may be used to derive the diffusion coefficient D [3]:
(6)
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In Equation (6), kb is the Boltzmann constant, T the absolute temperature of the system, μ the
viscosity of the medium, and a is the diameter of a particle with mass m. D can alternatively be
expressed in terms of Δx and τ as:
(7)
where the kinetic theory of gases has been used for obtaining the right hand term of Equation (7) [50].
The variables utilized for the present configuration are recapitulated in Supplementary Table S2,
where, in addition, we justify the application of the kinetic theory of gases to the diffusion of silver
ions in a solution, as in the present model. Consider, for ease of visualization, the scheme in Figure 2D,
where the diffusion and aggregation of metal ions, and their aggregation towards complex aggregates, is
reproduced.
At a distance l from the well, n particles are released simultaneously in the system, where n at t = 0
should be chosen with care to reproduce the initial concentration of silver ions. At any iteration the
particles move within a regular square pattern of cells (the lattice) by one lattice unit (l.u.), and thus the
mean path length Δx = 1 (l.u.). The lattice unit is the smallest block of the lattice and represents the
shortest displacement that we can reproduce on the lattice. Equivalently, it is the spatial resolution of
the simulation (that is, a pixel). At the left and right boundaries, that are, the walls of the well, periodic
boundary conditions (PBC) are imposed, and when an individual particle crosses one of it,
instantaneously reappears on the opposite face with the same velocity and y position. At the upper
boundary, a bouncing condition is imposed, whereby the particles which collide with the wall would
rebound downward. At the lower border of the system, the seed Λ represents the fresh silicon substrate
exposed to growth: its length w may be adjusted according to the problem at study. Λ is thus a line of
nucleation sites. The structure of the aggregate β(t), would depend upon this initial seed, also notice
that, at the initial time of diffusion, β coincides with Λ, being β(0) = Λ. When a particle migrates to
touch Λ, it stops and it is incorporated by Λ, then the size of the aggregate is augmented by one unit.
Simultaneously, a new particle is instantaneously created and randomly positioned in the upper region
of the domain, therefore the total number of particles n is kept constant during the process. After a
certain number of repetitions, an aggregate is formed as in Figure 2E, where the multi branched
arrangement of particles recalls the dendrite, fractal nature that electroless growth reveals under
certain conditions.
As regarding the simulation stop conditions, in the paper we investigated two different
configurations, that are: (i) a varying pattern size, where the deposition time is maintained constant;
and (ii) a constant patterns size, where instead the deposition time is varied. In case (i), the simulations
were halted after a number of iterations Ni = O (2.5 × 1011), that according to the rules of conversion in
the Supplementary Table S2, corresponds to an hypothetic true time of t = 20 s. In case (ii), the number
of iterations was also linearly varied between the limits Ni-initial = 6.25 × 1010 and Ni-finale = 7.5 × 1013.
The effects of the variation of temperature (from T1 = 293 K to T2 = 323 K) were instead included in
the model simply reducing the number of iterations of a factor ι = v2/v1 = (T1/T2)1/2 = 0.95, according
to the formula v = (Kb × T/m)1/2 reported in the Supplementary Section S2.
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Figure 2. We used a Diffusion Limited Aggregation (DLA) model to simulate the electroless
deposition of silver ions into supra-molecular structures. In the model, the trajectory of the
particles can be described by a random walk, as to resemble a Brownian motion (A). The
motion of a particle can be simulated in a regular lattice, where the smallest block of the
lattice is called the lattice unit, that represents the spatial resolution of the simulation (that
is, a pixel) (B). The distribution of displacements of a particle may be described using a
Gaussian density function (C). This concept was used to simulate the deposition of metal
ions in a patterned silicon substrate, (D), where a sufficiently large number n of particles is
released in the system and let free to evolve. Using this scheme, an aggregate can be
formed as in (E), where the multi branched arrangement of particles recalls the dendrite,
fractal nature that electroless grown systems reveal under certain growth conditions. In (F),
we report the pair correlation function of a similar numerical aggregate. A pair correlation
function describes the change of information content of an aggregate as a function of
change in scale and it is typically reported in a log log plot. In the diagram, the y axis
represents the correlation function, while the x axis is the distance from the geometrical
center of the aggregate expressed in lattice units (pixels). The pair correlation function is
therefore related to the probability of finding the center of a particle a given distance from
the center of another particle. For short distances, this is related to how the particles are
packed together. On calculating the slope of this diagram, the fractal dimension of an
aggregate can be derived.

The structure of clusters of occupied lattice sites exhibit geometric scaling relationships which are
characteristic of fractals and can be used to estimate an effective fractal dimensionality Df which has a
value of about Df = 5/31.667. The fractal dimension is a parameter that can be used to describe
intimately the topography of a variety of systems, especially at the nano-scales [8]. A fractal dimension
is an index for characterizing patterns by quantifying their complexity as a ratio of the change in detail
to the change in scale [51]. When describing objects over multiple scales, it gives a measure of the
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complexity of those objects. Unlike topological dimensions, the fractal index can take non integer
values, indicating that a set fills its space qualitatively and quantitatively differently from an ordinary
geometrical set. In this case, a value of Df = 1.667 indicates that those aggregates are far more complex
than a line, being distributed in the plane as they resemble a 1 to a 2 dimensional manifold. In
comparison, the Sierpinski triangle has a fractal dimension of 1.585 [52]. The concept of fractal
dimension, and the techniques needed to derive it, are recapitulated in [8,52,53], and are recalled in the
Supplementary Section S3.
The importance of Df resides in the fact that it is used in the definition of certain properties which
describe the deposit. As for instance, the mean cluster size S scales with the total number of deposited
particles N in the aggregate as [54,55]:
(8)
thus, given N, that can be easily calculated, the mean cluster size would be readily derived. In the
following, S is determined for either numerical DLA simulated aggregates, and experimentally grown
electroless particles assemblies, as a function of the pattern size. These results were therefore
compared and considered for deducing certain novel physical laws that would rule out the formation of
metal particle clusters at the nano-scales.
A comprehensive list of parameters used for the simulations are recapitulated in Supplementary
Section S2. In the paper, we used a classical DLA model to recover the experimental data. The model
speculates that, if a diffusing atom sticks to the aggregate where it hits the aggregate, then fractal
geometries will be formed. It neglects mechanisms such as (i) Adatom Diffusion on Terraces and
Nucleation of Islands or (ii) Diffusion Along Island Edges, a detailed description of which is instead
included in [49]. Therefore, the introduced model is a simplified hit and stick DLA (that is sometimes
called, after Zhang et al. [49] regime I of fractal like growth, with zero local relaxation), where it is
assumed that surface diffusion is much slower that the diffusion of silver ions in the bulk solution (or,
alternatively, that surface diffusion is hindered by the large barrier between the sites).
DLA may be improved to include the effect of diffusion on the surface, simply decreasing the
probability of sticking upon contact, that in the present configuration is fixed as p = 1 (that is, a
deterministic process). In doing so, we would obtain and extended fractal growth (or regime II of
DLA), where (differently from the regime I) the thickness b of the branches in a fractal set would be
well larger than one atom (and thus, b > 1). In our model, p is an explicit, accessible variable, that was
voluntarily set as p = 1 for computational convenience. Nevertheless, it may be arbitrarily changed to
assume any real value between 0 and 1, to relax the constraint of a zero local relaxation (in this new
regime II, an atom arriving at the edge of an island would have additional time to relax to a more
favorable site before it is pinned in the position by the arrival of another atom). This more
sophisticated version of DLA model would lead to more compact aggregates of atoms, compared to
the fractal, strongly anisotropic numerical clusters that are shown in the present paper.
Despite this, the basic DLA model we used here revealed itself effective in capturing the basic
mechanism of particle growth as a function of pattern size, as largely demonstrated in the results
presented in the paper. Any further evaluation of the model can possibly lead to a more accurate
description of the evolution of the growth front over time. Nevertheless, this understanding goes
beyond the purpose of the present paper, and is left for future work.
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Also notice how, while the electroless growth in the real world takes place in a three dimensional
space, the DLA model implemented here would instead reproduce bi-dimensional systems. This
strategy allows one to reduce dramatically the time needed for the simulations, still maintaining the
capability to gain physical insight into the mechanisms of metal deposition at the smaller scale. While
the use of a two-dimensional model is motivated by its simplicity and relative computational
tractability, the electroless growth at the nanoscale is nearly a two-dimensional process, in that we are
considering axial-symmetric channels where the transversal length is comparable to the dimension of
the diffusing molecule. The transport can be therefore described in terms of the sole longitudinal (that
is, perpendicular to the silicon substrate) and lateral (that is, parallel to the silicon substrate)
coordinates, and this is a typical axial symmetric configuration. A combination of particle-wall
hydrodynamic interactions and steric restrictions is responsible for this simplified representation of the
problem thus disregarding any extra dimension [56].
Assuming the axial symmetry hypothesis as true, the average grain size in a similar 2-dimensional
system, that is, the mean diameter of a cluster, would be the same found in the corresponding
3-dimensional system. In consideration of all this, we retain that the DLA 2D model, implemented in
the present paper, is a reliable description of generic electroless growth phenomena.
Notice that, using a similar approach, we may use the fractal dimension of a simulated bidimensional
set without further corrections, and this number is correctly comprised between 1 and 2 (that is, strictly
smaller than the Euclidean dimension of a surface). If the axial symmetry hypothesis would break
down, one may still use a bidimensional model, where the simulated 2D fractal set can be regarded as
the projection of a compact fractal set in a 3D space into a lower dimension. In this case, with [57,58],
one may asses the fractal dimension of the 3-dimensional aggregate simply as Df3D = Df2D + 1.
Deviations between the experiments and the simulations could arise because of the differences in
the extent of particle spread with time, that in a three dimensional frame is proportional to (6 ×D)1/2 [50],
while in a bidimensional space is proportional to (4 × D)1/2. Therefore, the correction factor (3/2)1/2
was considered in comparing the experimental results with the theory.
2.6. Simulating the EM Field of Silver Dimers NPs
The resonant response of dimers of silver NPs was modeled using LumericalTM, a commercially
available finite difference time-domain (FDTD) simulation software. The system at study is composed
of two silver [59] hemispheres with a diameter of 55 nm, placed at a distance of 5 nm. Perfectly
Matched Layers (PML) Boundary Conditions (BC) were designed to absorb incident light with
minimal reflections at the boundaries of the simulated region. The system of two dimers was
reproduced at the center of the simulated region (Supplementary Section S4, Figure S1). The entire
system is supported by bulk silicon [60]. An adaptive mesh refinement technique was used whereby a
fine 1 nm mesh grid is used for discretizing the spheres, where more resolution is required, and a
coarser 100 nm mesh grid, instead, for the remaining domain.
A broadband plane wave, with wavelengths ranging between 30 nm and 600 nm, is generated in the
vertical, z-axis direction, with polarization along the x-axis of the dimer (Supplementary Section S4,
Figure S1); even if in spectroscopy a single frequency (monochromatic) incident beam is utilized,
using here a broadband wave is convenient to determine the wavelength for which the EM field is
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maximized for a specific material. The data were acquired over specific regions of the domain, or
monitors, conveniently positioned in the region of interest. Two monitors were used for the analysis:
(i) 2D monitor placed in the section xz plane; and (ii), 3D monitor conveniently positioned in the gap
between the two hemispheres. In (i), we determined the optimal wavelength (λ = 320 nm) and the
z position (z = 8 nm, for x = 0, i.e., in the middle of the gap) that would induce the highest field
intensity. On using (ii), for a fixed z = 8 nm and n = 320 nm, we determined the field intensity, which
is reported in Figure 5, where it is projected in the xy and yz planes. Notice that the intensity of the
electric field is enhanced about 103 times. In Supplementary Section S4, the intensity of the electric
field is reported for a different direction of polarization, the y direction (Figure S2). In this case, the
enhancement of the electric field is vanishingly small because is polarization sensitive due to the mode
coupling of dimers.
3. Results
3.1. The Effect of Temperature and Time of Deposition
Several experiments were carried out to understand the effect of temperature and deposition time on
the overall growth. The diameter of the lithographed pattern was chosen equal to 1 m, that is
sufficiently large to have a statistically significant number of nanometric grains during the growth. The
electroless deposition time t was varied, being: t = 5, 20, 50, 120, 6,000 s, while two different
temperatures, T1 = 20 °C and T2 = 50 °C, were imposed for the analysis.
At each time step, SEM micrographs (Figure 3A) reveal the characteristics of the nano-grains
assemblies and the differences between these for the (T1) and (T2) process temperatures. It can be
observed that nano-grains are randomly distributed over the lithographed silicon surface, with a size
that increases with time and that, on average, is smaller at T1 compared to the T2 temperature. Standard
image analysis algorithms (Supplementary Section S5, in Figure S5a we show a representative SEM
image of a cluster of nanoparticles, in Figure S5b, we show the size distribution derived from that image)
were therefore utilized to gain quantitative details from the SEM images.
The grain size distribution was deduced per each image and reported for t = 5 s and t = 50 s, as in
Figure 3B. The distributions of frequencies are skewed (that is, non-symmetric), whereby the tails on
the right side are considerably longer relative to the left side, that is equivalent to say that, at the early
stage of the process, smaller particles outnumber smaller ones. Considering that skewed data often
occur due to lower or upper bounds on the data, two factors would explain the unbalance between
small and large particles. The first is self-evident, that is, the dimension of the particles must be
non-negative, and accordingly they would have a left/low bound of zero nm. The second origin of
asymmetry is due to the critical nucleation size, that is the minimum size below which the particles are
unstable and the probability of particle formation is almost equal to that of dissolution, in these
conditions, the growth rate is much lower [61].
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Figure 3. The effect of temperature and time of deposition on the characteristics of the
aggregates of nano-particles. In (A), the SEM micrographs of the nano-particles aggregate,
taken at low T1 = 20 °C and high T2 = 50 °C temperature, reveal the evolution of the
growth front of silver with time (A). The cited SEM images can be conveniently processed
and used to extract quantitative information of the clusters morphology. The average grain
size distribution is reported in (B) for the limiting cases T1 = 20 °C, T2 = 50 °C, and for the
time steps t = (5, 50) s. Complementary to this, the diagram in (C) reports the average grain
size as a function of the square root of time, where a linear dependence between those
variables is revealed, and this is consistent with the growth of particles in a diffusive
regime. In (D), a scatter plot shows the number of particles as a function of particles size,
for the time of the process of deposition varying between 5 and 6,000 s, for the fixed
temperatures T = (20 °C, 50 °C). Incidentally notice how, at high temperature, the system
is more sensitive to time, than at low temperature.

The nucleation size depends upon a variety of conditions including the temperature and concentration
of metals ions: it plays a major role in the formation of nanoparticles aggregates especially in relation
to the pattern size, as explained in the following of the paper. Interestingly, as the time of deposition
increases or, equivalently, the grain size increases, the asymmetry is reduced, and the grains size
events are arranged as to resemble a normal distribution. Notice that at the late stages of the process,
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the clusters of nanoparticles would have a characteristic length scale comparable with the dimension of
the lithographic well, meaning that the border effects become important.
The diagram in Figure 3C reports the average grain size as a function of the square root of time for
T = T1 and T = T2. Both the traces are linear with t1/2 and this is consistent with the growth of particles
in a diffusive regime [61]. As expected, at each deposition time interval, the nanoparticles grown at
room temperature (T1), are smaller on average than those grown at higher temperature (T2). This
difference, nevertheless, decreases with time, and can be ascribed to a saturation effect. After 10 minutes
of process, the grains fill the well and the structures are overgrown, especially at the interface of the
resist. Under these conditions, the hypothesis of diffusion limited aggregation breaks down, and the
dimension of the aggregates becomes unpredictable. We notice that this regime is not interesting in
this paper because we aim at obtaining the control of the growth on the nanoscale.
The number and size of particles aggregates can be visualized in a scatter plot as in Figure 3D, and here
the differences between the two temperatures become visible. In the growth at lower temperature (T1),
after a peak at the initial deposition time (that is, 20 s), the number of grains abruptly falls down and
remain almost constant over time. Differently from this, at high temperature (T2), the number of
particles aggregates decreases steadily with time, while their size increases as reported in Figure 3C.
Thus, at the initial time of aggregation the more probable pattern configuration is composed by a large
number of small particles. This configuration changes with time. As particle size increases, those
particles would interact and merge together to form a few larger clusters. This can be easily explained
considering that at low temperature the energy of the system is also low, and thus the particles are less
prone to blend. More importantly, the differences between the diagrams would suggest different
strategies for the design of metal nanoparticles clusters, and a lower temperature process would be
preferable if one wants to work at a quasi-constant number of clusters, independently on the cluster size.
3.2. The Effect of Pattern Size
As indicated above, the shape of the distribution of cluster size varies depending on the ratio
between the average cluster size and the diameter of the lithographed pattern. This suggests that the
size of the active area of deposition would rule the formation of the aggregates, especially at the
nanoscale. Further experiments were therefore performed to verify this hypothesis. Circular patterns
were produced with a diameter ranging from few to some hundreds of nm (Figure 4A), silver
nanoparticles were therefore deposited within those patterns for 20 s at lower (T1 = 20 °C) and higher
(T2 = 50 °C) temperature. The resulting structures were therefore analyzed using direct SEM imaging
and, from those images, the average cluster size was derived as a function of pattern diameter (in a
separate Supplementary Section S6, in Figures S3 and S4, we report a selection of SEM images of the
silver nano-particles aggregates at the smaller nano-metric scales). In Figure 4B the ratio of the cluster
size S to the nominal pattern diameter δ = S/d is reported for d varying from 10 to 1,000 nm, in this case
the temperature of the system is set at T = T2 (that is, higher temperature). Notice that δ gives a measure
of the packing degree.
Specifically, if  is smaller than one, the systems would be poorly compact or discontinuous, with a
number of clusters n~1/u2 greater than one. On the contrary, when h ˃ 1, one single aggregate would
uniformly fill the circular pattern with no, or minor, defects in its structure. In the particular case of δ ˃ 1,
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the cluster size is larger than the pattern diameter, as indicated by specific images (Figures S6 and S7)
reported in a separate Supplementary Section S7. In this case, the packing factor may be readily
derived on measuring separately (a) the pattern size, that is the diameter of the exposed features in the
EBL sensitive resist prior electroless growth, and (b) the nano-grains size obtained upon exposition to
the electroless solution, and calculating the ratio between the two.
In the diagram of Figure 4B the three different regimes may be observed:
In the linear regime, for low values of d, δ increases linearly with d, and it reaches a
maximum when d~50 nm, this the optimal value for our task where the shape of
aggregates is almost spherical; we call this value d0;
(ii). In the intermediate regime, for moderate values of d, that is, from d0 to approximately
2d0, δ is still larger than one, but it decreases with a certain power of d;
(iii). In the purely diffusive regime, for larger values of d, δ is smaller than one, meaning
that the growth is discontinuous, and when the pattern size is sufficiently large (d > 3d0),
δ reaches a constant state value: here the number of clusters per unit area would be
almost constant. The reasons why the average grain size exhibits this behavior are
not obvious, and are explained in a separated Results section, reported below. The
cluster size, actually, is a function of the temperature of the system. At different on
changing T, there is one should observe a change in the position of the maximum. This
was verified at different temperatures as explained in the following. Figure 4C reports
the plot of δ as a function of d at T = T1 (that is, lower temperature). On comparing
Figure 4B,C, please one can notice how the increase of the packing factor δ at high
temperature (T = T2) is augmented with respect to the increase of δ at low temperature
(T = T1), and this may be explained by the increased kinetics of the electroless
reaction. Nevertheless, the three growth size regimes can still be observed at T = T1,
where, most importantly, a maximum occurs again when d becomes equal to the
critical nucleation diameter that, for the present configuration, is dc ~ 80 nm, and, by
comparing Figure 4B with Figure 4C, a shift is distinctly observable.
(i).

Nevertheless, the three regimes of growth are still clearly distinguishable also for T = T1. Here, as
expected, the maximum occurs where d becomes equal to the critical nucleation diameter dc that, for
the present configuration, is found as dc ~ 80 nm.
The critical nucleation diameter is the minimal diameter that a nucleus should have for a nucleation
process to proceed. The information contained in Figure 4B,C can be organize differently as in
Figure 4D,E, where the effective cluster size is reported as a function of d, that is, the nominal size of
the nanoparticle. For a reproducible fabrication, a preferable working region is where the deviations
from the straight line with +1 slope is minimized. Close to the straight line, the fabricated value is
close to the nominal d value. Figure 4D,E would suggest that working at T1 = 20 °C is preferable for
nominal pattern size ranging from 10 to about 100 nm.
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Figure 4. For analyzing the effect of pattern size on the characteristic of the nano-particles
aggregates, we realized different lithographies, in which the size d of the patterns was
varied from d = 10 nm, to d = 5,000 nm (A). The measured packing factor is reported in (B)
as a function of pattern size d for fixed temperature (T = 50 °C) and time of deposition
(t = 20 s). You may notice in the diagram three distinct regions, which correspond to
different regimes of deposition. In (C), the packing factor is reported for T = 20 °C, the
transition of the maximum towards larger values of d, can be explained making use of the
classical nucleation theory (CNT). The information contained in (B,C) is organized
differently as in (D,E), where the effective particle size obtained upon growth is reported
as a function of the pattern size, that is, the nominal size of the nanoparticle. The diagram
shows the effective particle diameter for a fixed pattern size, and has particular relevance
for the nano-fabrication community.

Incidentally, in realizing the lithography, we utilized two different resists, for low (PMMA) and
high resolution (ZEP) patterns. Although there have been observations regarding an important role of
UV photoresists in determining the final morphology of the Ag dendrites, observing accumulation of
dendrites at the photoresist edge, where a difference in stress is responsible for this [62], in analyzing
the SEM micrographs of the Ag dendrites with attention to determine whether or not the UV photoresist
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affects the morphology of the dendrites at the edge, we did not observe the occurrence of this effect in
our systems.
3.3. The Three Regimes of Particle Growth
Here, we propose a plausible explanation of the multiphase nature of particle growth observed in
Figure 4B:
(i) Linear regime. The increase of cluster density with d is indeed counterintuitive. The classical
nucleation theory (CNT) [61,63] predicts that, in a diffusive regime, the dimension S of a particle
varies with the square root of time t:
(9)
In ordinary circumstances and at a fixed time, one would expect d to decrease with the diameter of
the well. The diagram in Figure 4B suggests instead that certain geometric constrains limit the process
of transport, deposition and aggregation of the ions to the clusters. These constrains depend on the
lateral width of the well, and are progressively relaxed when d increases. Here, we argue that the
growth mechanism of the nanoparticles is hindered for basically two reasons:
The first, explains the reduced growth by the hindrance of molecular diffusivity in small nano
channels. In pores, where the characteristic length scale is comparable to the dimension of the diffusing
molecule, the transport of those molecules is reduced. A combination of particle-wall hydrodynamic
interactions and steric restrictions are responsible for this reduction. A number of works were devoted
to finding an analytical solution for this not purely diffusive phenomena, for applications ranging from
drug delivery through nano-channels [64–66], to the study of static and dynamic properties of DNA in
nano-pores, and DNA extension in nanotubes [67–69]. The diffusion hindrance factor H in confined
geometries can be expressed as a power law of the particle to pore (pattern) diameter ratio, λ = a/d, and
in the limit of vanishingly small λ, takes the form: [56,70]:
(10)
Thus, larger pore geometries would induce a more pronounced diffusion, in accordance with the
result of Figure 4B.
The second mechanism that induces linear size dependent growth is, again, a lower bound in the
nucleation formation of (nano) particles. The classical nucleation theory started from very basic
physical principles some decades ago [61,63] and, despite a number of subtle, non-resolved questions,
still appears to provide useful estimates in materials science. As for an example, it predicts the critical
nucleation diameter dc in homogeneous nucleation, that occurs when, as in this case, the concentration
of a solute in a solvent exceeds its equilibrium solubility:
(11)
In Equation (11) 1 =1.5 J/m2 is the surface energy per unit area of metallic silver [71], ΔGv the
change of Gibbs free energy per unit volume of the solid phase, Ω = 1.16  10−29 m3 is the volume of a
silver atom [72], C/C0 = 10 is the super saturation of the actual to the equilibrium concentration of the
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system, Kb is the Boltzmann constant and T = 323 K is the temperature of the system expressed in
Kelvin degrees. Equation (11) is the result of a simple balance between surface energy and Gibbs free
energy per unit volume, and it indicates the diameter below which the formation of a stable particle
would be implausible. Notice that the critical diameter of nucleation dc coincides with the upper limit
of our experimental linear regime of particle growth, d0, with excellent precision. The probability p0 of
a thermodynamic fluctuation associated to dc is:
(12)
that, using Equation (11), can be written as:
(13)
In the present configuration, the size of the well d is smaller than the dc for a wide range of d.
Assuming that, for any confined geometry with cross section d smaller than dc, the probability density
function of nucleus formation is:
(14)
the probability that a particle smaller than d would be generated can be therefore derived as the integral
of (d)δd over the considered range of diameters, that is:
(15)
Equation (15) states that the formation of a stable particle depends upon the size d of the growth
area. In consideration of these mechanisms, Equation (9) can be revised to include the contributions of
(a) the molecular diffusion hindrance and (b) the size dependent particle nucleation probability:
(16)
the response of S/d in the restricted range of d < d0 (between 10 nm and 50 nm) is linear, well in
agreement with the experimental evidence and the DLA results.
(ii) intermediate regime. When the diameter d of the well becomes larger than dc, the nucleation of
a new particle is no more restricted by geometric constrains. Moreover, the aspect ratio of the
structure drops off and thus the diffusion coefficient is recovered to its original value. Under
these conditions the average cluster size is constant at a given time (Equation (9)) and δ = S/d
would decrease with d.
(iii) purely diffusive regime. When d is sufficiently large, S is small compared to d, and thus h is
nearly zero. Notice that in this region of the diagram the number of clusters will always be larger
than one, and the overall structure will be constituted by a number of different clusters or patches
rather by one continuous block. To demonstrate this, we clothe the problem in a probabilistic
form. At the initial deposition time, the nucleus size is dc. In the well there will be, therefore,
n = (d/dc)2 particle seeds, with n 1. We posit now the simplifying assumption that, as in a
competition process, each nucleus has the same probability g = 1/n to conquer the region around
prevailing on the remaining nuclei. Accordingly, the probability that a nucleus does not prevail
on the others, after a finite time, is q = 1 − g. Therefore, the probability that none of the nuclei
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will prevail on the others, is u = q × n = (1 − 1/n)n. By definition, u is also the probability of
finding a uniform clusters size distribution. If n or, equivalently, d, is large, then g→0 and
u→e−1, that means that n aggregates would be uniformly incorporated by the system.
4. Discussion
The control of the process of deposition and formation of metal nanoparticles aggregates can be
important in optical devices, where the geometry plays an important role in determining the local
electromagnetic field.
In particular, Surface Enhanced Raman Scattering (SERS) is an effect where the electromagnetic
field is locally enhanced by the resonant interaction of light with the surface plasmons polaritons in the
metal [73,74]. Surface plasmons polaritons (SPP) are collective oscillations of conduction electrons
excited by an electromagnetic field. Through scattering, SPP, in turn, can generate an inverse process
where light is radiated by the metal, both, in near and far field components. A molecule, adsorbed on
the metal nano-cluster, would thus feel an increased field intensity, and the Raman spectroscopy signal
would be accordingly amplified. And thus the ingredients for SERS are basically two:
(i) the features have to be fabricated on a length scale comparable with the λ/10 (λ is the
electromagnetic wavelength),
(ii) the distance between the elementary nano structures has to be controlled on a length scale of
about λ/100.
This two length scales are the reason why nanoplasmonics and nanofabrication are tightly connected.
While randomly rough surfaces still induce a sensible enhancement in the signal of the electric (E)
field [11,75], regular geometries are the best building blocks for advanced optical devices, where a
good theoretical control can be achieved for a desired optical response. For certain architectures, this
response can be extremely strong, with |E|4 enhancement up to five orders of magnitude [21,76–82]. In
the following, we will treat the case of a dimer. Notably, on the experimental side, the behavior of real
dimers has been described by a limited number of works solely, the majority of which deals with
colloidal particles, randomly dispersed in a plane [83]. The fabrication of nanowells and reproducible
geometrical systems at the nanoscale, and the precise positioning of those systems in the space, has
remained an elusive goal for a long time.
In the presented results, we demonstrated that for a 50 °C temperature and for dimensions smaller
than about 50 nm, nearly spherical structure can be obtained, with a continuous smooth surface, and
with a linear dependence of the growth on the diameter. This linear regime may be extended to
about 80 nm on decreasing the temperature of the process to 20 °C. Nevertheless, for this configuration,
the formation of the particle aggregates would be less sensitive on the variation of the diameter and the
overall growth would be restricted. We gave an explanation to these observations.
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Figure 5. The laws of electroless particle deposition at the nano-scales, revealed in Figure 4,
were utilized to fabricate dimers of silvers nano-particles. The low magnification SEM
image in (A) show the ability of the method of realizing silver dimers of nano-particles on
a large scale, where the size and spacing of those spheres is controlled with extreme precision,
as revealed by the high magnification SEM image in (B). In (C), a 3d representation of the
field intensity of the electromagnetic field in the plane of the substrate is reproduced, while
in (D,E) the projection of such a field is reported in the xz and yz planes, where major
details are shown, and where it can be noticed how the enhancement in the electrical filed
intensity is as large as 103. The detection capabilities of a system of similar dimers were
therefore verified using, as a probe, benzenethiol (BT). A 3d Raman intensity map of the
sample acquired over a region of interest large 5 × 6 microns is shown in (G). (F) shows
two individual SERS spectra, acquired on the SERS (silver-dimers) substrate and simple
silicon, respectively, where the difference in intensity between the two demonstrate the
increased efficiency of the array of silver dimers as a SERS substrate.

Therefore, we verified the electroless capability of producing regular nanostructures even further.
Specifically, we used this original comprehension of the nanoparticle formation mechanisms to
fabricate arrays of dimers on the basis of a criterion of rational design. In finite domain time difference
(FDTD) calculations for silver nanoparticles and dimers of silver nanoparticles in which the size of the
nanoparticle size and spacing of the nanoparticles were varied over a significant range, we found that
the dimers give maximum E-fields that are a factor of 10 larger than any compact monomer structure.
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Moreover, we observed a low sensitivity to local radius of curvature, but an elevated dependence on
particle spacing, thereby doublets (or dimers) of nano particles with a diameter of 50 nm and a gap of
5 nm, would favor the formation of the most intense electric field. Notably, 50 nm is also the optimal
diameter for an electroless deposition conducted at T1 = 50 °C temperature. Considering these results,
we fabricated a certain number of dimers as to reproduce this particular geometry (Figure 5).
Several SEM investigations of the dimers were done over different samples to assess uniformity
and reproducibility. In Figure 5A, those silver nanoparticles are arrayed over large square areas of few
micrometers per side. On a smaller scale (Figure 5B), the nano-structures exhibit a round, continuous
profile with slight deviations from a perfect sphere. The positioning of these structures in the plane is
controlled with e-beam nanolithography, with the particle-particle distance (gap) practically equal to
the nominal value of 5 nm. The SEM images in Figure 5 reveal the ability of the electroless growth
process to realize nano-particles aggregates, nano spheres or particulates with desired precision.
In Figure 5C, a 3D representation of the field intensity in the plane of the substrate is reproduced,
while in Figure 5D,E the projection of such a field is reported in the xz and yz planes, where major
details are shown, and where the electrical enhancement field reaches 103.
The detection capabilities of a system of similar dimers were therefore verified using, as a probe,
benzenthiol (BT); solutions were prepared containing BT molecules with a concentration as low as
10−16 M. We deposited 2 μL of this solution on the devices and let it evaporate. In doing so, few
molecules were positioned partially on the ordered array of silver dimers and partially on simple
silicon. Micro-Raman mapping measurements were therefore performed. Figure 5F shows a 3D
Raman intensity map of the sample acquired over a region of interest large 5 × 6 microns. Figure 5G
shows two individual SERS spectra, acquired on the SERS (silver-dimers) substrate and simple
silicon, respectively, where the difference in intensity between the two demonstrate the increased
efficiency of the array of silver dimers as a SERS substrate. Moreover, in a separate Supplementary
Section S8 we report (i) the reference spectrum of benzenethiol (Figure S8A); (ii) the spectrum of
benzenethiol measured using a monomer particles array compared to the Raman signal of the same
solution acquired using a system of dimers (Figure S8B) and (iii) the Raman signal of the solvent of
benzenethiol alone, that is, ethanol (Figure S9): these are the controls necessary to demonstrate that the
signal observed in Figure 5F,G may be correctly attributed to BT and are not generated by the solvent or
other contaminants.
Aside from this specific example, the electroless growth at the nanoscale, may furnish new basic
tools for application to nanooptics and photonics, overcoming the stringent geometrical requirements
of plasmonics nanostructures.
5. Conclusions
In this work, we demonstrated that a combination of top down nanolithography and a bottom up
electroless deposition growth can bring about the fabrication of well controlled metallic nanostructures
of deep interest in nanoplasmonics. Using e-beam lithography a local metal electroless deposition
method was developed. SEM investigation showed that the growth depends upon a variety of
parameters, including the growth time, the temperature of the system and the initial concentration of
silver ions. Further, it was demonstrated that the characteristics of the structures is a function of the
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pattern size. In particular, the transition from small to large geometries is found to occur for a
characteristic or critical diameter that, for a process temperature of 50 °C, is about 50 nm. This critical
diameter depends, in turn, on the temperature of the system, and would augment for decreasing T.
Finally we gave a physical explanation of this behavior. Moreover, founded upon the DLA paradigm
that, in the limit of very fast chemical reactions, diffusion is the sole driving force that regulates the
dynamics of aggregation of NPs, we derived a model to substantiate these findings. The model
reproduces the fundamental operating mechanism of silver electroless deposition in good agreement
with the experimental observables, and can thus be used as a criterion for the rational design of
metal structures at the nanoscale when regular shapes and sizes are necessary, as in nanophotonics.
These results suggest working at small pattern sizes for obtaining isolated, uniform and reproducible
metal nanospheres.
Acknowledgments
This work has been partially funded from the EU Commission, the European Social Fund and the
Calabria Region (POR Calabria FSE 2007–2013), and from the Italian Minister of Health (Project n.
GR-2010-2320665).
Author Contributions
M.L.C. designed the experimental plan, realized the EBL patterns, performed the electroless
growth, realized the Raman measurements of the biological sample, supervised the experimental part
of the work and wrote the manuscript. F.G. designed the experimental plan, helped in realizing the
EBL patterns, realized the theoretical DLA model, performed the numerical calculations and statistical
analysis, interpreted the results in the framework of the CNT theory, supervised the theoretical part of
the work and wrote the manuscript. M.F. realized the finite difference time-domain simulations of the
EM field around the dimers. G.P. helped in preparing the solutions and supervised the micro-fluidic
part of the work. N.M. helped in preparing the biological sample and in realizing the Raman
measurements. P.C. helped in realizing the EBL patterns and interpreted the Raman data. E.D.F.
designed the experimental plan, supervised the work and wrote the manuscript. All the authors
discussed the results and commented on the manuscript.
Conflicts of Interest
The authors declare no conflict of interest.
References
1.
2.

Damasceno, P.F.; Engel, M.; Glotzer, S.C. Predictive Self-Assembly of Polyhedra into Complex
Structures. Science 2012, 337, 453–457.
De Angelis, F.; Gentile, F.; Mecarini, F.; Das, G.; Moretti, M.; Candeloro, P.; Coluccio, M.L.;
Cojoc, G.; Accardo, A.; Liberale, C.; et al. Breaking the diffusion limit with super hydrophobic
delivery of few molecules to plasmonic nanofocusing structures. Nat. Photonics 2011, 5,
682–687.

Sensors 2014, 14
3.
4.
5.
6.
7.
8.
9.
10.

11.

12.
13.
14.

15.
16.

17.
18.
19.

20.

21.
22.

6079

Gentile, F.; Ferrari, M.; Decuzzi, P. The Transport of Nanoparticles in Blood Vessels: The Effect
of Vessel Permeability and Blood Rheology. Ann. Biomed. Eng. 2008, 2, 254–261.
Glotzer, S.C. Nanotechnology: Shape Matters. Nature 2012, 481, 450–452.
Glotzer, S.C.; Anderson, J.A. Nanoparticle Assembly: Made to Order. Nat. Mater. 2010, 9,
885–887.
Glotzer, S.C.; Engel, M. Materials Science: Complex order in soft matter. Nature 2011, 471, 309–310.
Joachim, C. To be nano or not to be nano? Nat. Mater. 2005, 4, 107–109.
Gentile, F.; Tirinato, L.; Battista, E.; Causa, F.; Liberale, C.; Di Fabrizio, E.; Decuzzi, P.
Cells Preferentially Grow on Moderately Rough Substrates. BioMaterials 2010, 31, 7205–7212.
Carpentieri, A.; Pugno, N. Are scaling laws on strength of solids related to mechanics or to
geometry? Nat. Mater. 2005, 4, 421–423.
Astier, Y.; Data, L.; Carney, R.P.; Stellacci, F.; Gentile, F.; Di Fabrizio, E. Artificial Surface-Modified
Si3N4 Nanopores for Single Surface-Modified Gold Nanoparticle Scanning. Small 2010, 7,
455–459.
Gentile, F.; Coluccio, M.; Coppedè, N.; Mecarini, F.; Das, G.; Liberale, C.; Tirinato, L.; Leoncini, M.;
Perozziello, G.; Candeloro, P.; et al. Superhydrophobic Surfaces as Smart Platforms for the
Analysis of Diluted Biological Solutions. ACS Appl. Mater. Interfaces 2012, 4, 3213–3224.
Kelly, K.L.; Coronado, E.; Zhao, L.L.; Schatz, G.C. The Optical Properties of Metal Nanoparticles:
The Influence of Size, Shape, and Dielectric Environment. J. Phys. Chem. B 2003, 107, 668–677.
Whitesides, G. The ―right‖ size in nanotechnology. Nat. Biotechnol. 2003, 21, 1161–1165.
Lee, K.; Nallathamby, P.; Browning, L.; Osgood, C.; Xu, X.-H.N. In Vivo Imaging of Transport
and Biocompatibility of Single Silver Nanoparticles in Early Development of Zebrafish Embryos.
ACS Nano 2007, 1, 133–143.
Bhattacharya, R.; Mukherjee, P. Biological properties of ―naked‖ metalnanoparticles. Adv. Drug
Deliv. Rev. 2008, 60, 1289–1306.
Ravindrana, A.; Singha, A.; Raichurb, A.M.; Chandrasekarana, N.; Mukherjeea, A. Studies on
interaction of colloidal Ag nanoparticles with Bovine Serum Albumin (BSA). Colloids Surf. B
Biointerfaces 2010, 76, 32–37.
Niemeyer, C.M. Nanoparticles, Proteins, and Nucleic Acids: Biotechnology Meets Materials
Science. Small 2001, 40, 4128–4158.
Roduner, E. Size matters: Why nanomaterials are different. Chem. Soc. Rev. 2006, 35, 583–592.
Cuenot, S.; Frétigny, C.; Demoustier-Champagne, S.; Nysten, B. Surface tension effect on the
mechanical properties of nanomaterials measured by atomic force microscopy. Phys. Rev. B 2005,
69, 165410–165415.
Babiaczyk, W.; Bonella, S.; Ciccotti, G.; Coluccio, M.; Gentile, F.; Di Fabrizio, E. Silver self
aggregation in a nanodevice for enhanced Raman spectroscopy: Experiments vs. simplified
modeling via molecular dynamics. Nanoscale 2012, 4, 2362–2371.
Hao, E.; Schatz, G. Electromagnetic fields around silver nanoparticles and dimmers. J. Chem.
Phys. 2004, 120, 357–367.
Luk’yanchuk, B.; Zheludev, N.; Maier, S.; Halas, N.; Nordlander, P.; Giessen, H.; Chong, C.
The Fano resonance in plasmonic nanostructures and metamaterials. Nat. Mater. 2010, 9, 707–715.

Sensors 2014, 14

6080

23. Ye, W.; Shen, C.; Tian, J.; Wang, C.; Bao, L.; Gao, H. Self-assembled synthesis of SERS-active
silver dendrites and photoluminescence properties of a thin porous silicon layer. Electrochem.
Commun. 2008, 10, 625–629.
24. Haynes, C.L.; McFarland, A.D.; Duyne, R.P.V. Surface-Enhanced Raman Spectroscopy. Anal.
Chem. 2005, 77, 338–346.
25. Creighton, J.A.; Blatchford, C.G.; Albrecht, M.G. Plasma Resonance Enhancement of
Raman-Scattering by Pyridine Adsorbed on Silver or Gold Sol Particles of Size Comparable to
the Excitation Wavelength. J. Chem. Soc. Faraday Trans. II 1979, 75, 790–798.
26. Otto, A. Electronic scattering, spin effects, SERS and morphic effects. In Light Scattering in Solids IV;
Cardona, M., Guntherodt, G., Eds.; Springer-Verlag: Berlin, Germany, 1984; pp. 289–418.
27. Constantino, C.; Lemma, T.; Antunes, P.; Aroca, R. Single molecular detection of a perylene dye
dispersed in a Langmuir-Blodgett fatty acid monolayer using surface-enhanced resonance Raman
scattering. Spectrochim. Acta Part A 2002, 58, 403–409.
28. Garoff, S.; Weitz, D.; Alvarez, M.; Chung, J. Electromagnetically Induced Changes in Intensities,
Spectra and Temporal Behavior of Light Scattering from Molecules on Silver Island Films.
J. Phys. Colloq. 1983, 44, 345–348.
29. Grzelczak, M.; Vermant, J.; Furst, E.M.; Liz-Marzán, L.M. Directed Self-Assembly of Nanoparticles.
ACS Nano 2010, 4, 3591–3605.
30. Le Ru, E.; Etchegoin, P.; Grand, J.; Félidj, N.; Aubard, J.; Lévi, G.; Hohenau, A.; Krenn, J.
Surface enhanced Raman spectroscopy on nanolithography-prepared substrates. Curr. Appl. Phys.
2008, 8, 467–470.
31. Tao, A.R.; Habas, S.; Yang, P. Shape Control of Colloidal Metal Nanocrystals. Small 2008, 4,
310–325.
32. Tao, A.R.; Sinsermsuksakul, P.; Yang, P. Tunable plasmonic superlattices of silver nanocrystals.
Nat. Nanotechnol. 2007, 2, 435–440.
33. Tao, A.; Sinsermsuksakul, P.; Yang, P. Polyhedral Silver Nanocrystals with Distinct Scattering
Signatures. Angew. Chem. Int. Ed. 2006, 45, 4597–4601.
34. Murphy, C.J.; Jana, N.R. Controlling the Aspect Ratio of Inorganic Nanorods and Nanowires.
Adv. Mater. 2002, 14, 80–82.
35. Gopinath, A.; Boriskina, S.V.; Premasiri, W.R.; Ziegle, L.; Reinhard, B.M.; Dal Negro, L.
Plasmonic nanogalaxies: Multiscale aperiodic arrays for surface-enhanced Raman sensing. Nano
Lett. 2009, 9, 3922–3929.
36. Pinna, A.; Lasio, B.; Piccinini, M.; Marmiroli, B.; Amenitsch, H.; Falcaro, P.; Tokudome, Y.;
Malfatti, L.; Innocenzi, P. Combining Top-Down and Bottom-Up Routes for Fabrication of
Mesoporous Titania Films Containing Ceria Nanoparticles for Free Radical Scavenging. ACS
Appl. Mater. Interfaces 2013, 5, 3168–3175.
37. Schofield, S.R.; Studer, P.; Hirjibehedin, C.F.; Curson, N.J.; Aeppli, G.; Bowler, D.R. Quantum
engineering at the silicon surface using dangling bonds. Nat. Commun. 2013, 4, 1–7.
38. Qiu, T.; Chu, P.K. Self-selective electroless plating: An approach for fabrication of functional 1D
Nanomaterials. Mater. Sci. Eng. R 2008, 61, 59–77.
39. Palermo, V.; Jones, D. Morphological changes of the Si [100] surface after treatment with
concentrated and diluted HF. Mater. Sci. Semicond. Process. 2001, 4, 437–441.

Sensors 2014, 14

6081

40. Yae, S.; Nasu, N.; Matsumoto, K.; Hagihara, T.; Fukumuro, N.; Matsuda, H. Nucleation behavior
in electroless displacement deposition of metals on silicon from hydrofluoric acid solutions.
Electrochimica Acta 2007, 53, 35–41.
41. Ye, W.; Chang, Y.; Ma, C.; Jia, B.; Cao, G.; Wang, C. Electrochemical investigation of the
surface energy: Effect of the HF concentration on electroless silver deposition onto p-Si (111).
Appl. Surf. Sci. 2007, 253, 3419–3424.
42. Gao, J.; Tang, F.; Ren, J. Electroless nickel deposition on amino-functionalized silica spheres.
Surf. Coat. Technol. 2005, 200, 2249–2252.
43. Goia, D.; Matijevic, E. Preparation of monodispersed metal particles. New J. Chem. 1998, 22,
1203–1215.
44. Peng, K.; Zhu, J. Morphological selection of electroless metal deposits on silicon in aqueous
fluoride solution. Electrochimica Acta 2004, 49, 2563–2568.
45. Yang, Y.; Shi, J.; Kawamura, G.; Nogami, M. Preparation of Au-Ag, Ag-Au core-shell bimetallic
nanoparticles for surface-enhanced Raman scattering. Scr. Mater. 2008, 58, 862–865.
46. Coluccio, M.L.; Das, G.; Mecarini, F.; Gentile, F.; Pujia, A.; Bava, L.; Tallerico, R.; Candeloro, P.;
Liberale, C.; De Angelis, F.; et al. Silver-based surface enhanced Raman scattering (SERS)
substrate fabrication using nanolithography and site selective electroless deposition. Microelectron.
Eng. 2009, 86, 1085–1088.
47. Gentile, F.; Monteferrante, M.; Chiodo, L.; Toma, A.; Coluccio, M.L.; Ciccotti, G.; Di Fabrizio,
E. Electroless Formation of Silver Nanoaggregates: An Experimental and Molecular Dynamics
Approach. Mol. Phys. 2014, in press.
48. Witten, T.; Sander, L. Diffusion limited aggregation, a kinetic critical phenomenon. Phys. Rev. Lett.
1981, 47, 1400–1403.
49. Zhang, Z.; Lagally, M. Atomistic process in the early stages of thin-film growth. Science 1997,
276, 377–383.
50. Saltzmann, M. Drug Delivery; Oxford University Press: London, UK, 2001.
51. Gentile, F.; Battista, E.; Accardo, A.; Coluccio, M.; Asande, M.; Perozziello, G.; Das, G.;
Liberale, C.; De Angelis, F.; Candeloro, P.; et al. Fractal Structure Can Explain the Increased
Hydrophobicity of NanoPorous Silicon Films. Microelectron. Eng. 2011, 88, 2537–2540.
52. Feder, J. Fractals; Plenum Press: New York, NY, USA, 1988.
53. Gentile, F.; Coluccio, M.; Toma, A.; Rondanina, E.; Leoncini, M.; De Angelis, F.; Das, G.;
Dorigoni, C.; Candeloro, P.; Di Fabrizio, E. Electroless Deposition Dynamics of Silver
Nanoparticles Clusters: A Diffusion Limited Aggregation (DLA) Approach. Microelectron. Eng.
2012, 98, 359–362.
54. Racz, Z.; Vicsek, T. Diffusion controlled deposition: Cluster statistics and scaling. Phys. Rev. Lett.
1983, 51, 2382–2385.
55. Meakin, P. Diffusion controlled deposition on surfaces: Cluster size distribution, interface
exponents, and other properties. Phys. Rev. B 1984, 30, 4207–4214.
56. Dechadilok, P.; Deen, W. Hindrance Factors for Diffusion and Convection in Pores. Ind. Eng.
Chem. Res. 2006, 45, 6953–6959.
57. Falconer, K. Projections of Fractals. In Fractal Geometry: Mathematical Foundations and
Applications; Ltd, J.W.S., Ed.; Wiley: London, UK, 2003.

Sensors 2014, 14

6082

58. Sanchez, N.; Alfaro, E.J.; Perez, E. The fractal dimension of projected clouds. Astrophys. J. 2005,
625, 849–856.
59. Johnson, P.; Christy, R. Optical Constants of the Noble Metals. Phys. Rev. B 1972, 6, 4370–4379.
60. Palik, E. Handbook of Optical Constants of Solids; Academic Press: London, UK, 1998.
61. Cao, G. Nanostructures and Nanomaterials—Synthesis, Properties, and Applications; Imperial
College Press: London, UK, 2004.
62. Chiappini, C.; Liu, X.; Fakhoury, J.R.; Ferrari, M. Nanostructures: Biodegradable Porous Silicon
Barcode Nanowires with Defined Geometry. Adv. Funct. Mater. 2010, 20, 2195–2363.
63. Zhang, R.; Khalizov, A.; Wang, L.; Hu, M.; Xu, W. Nucleation and Growth of Nanoparticles in
the Atmosphere. Chem. Rev. 2012, 112, 1957–2011.
64. Bonthuis, J.; Christine, M.; Stein, D.; Dekker, C. Conformation and Dynamics of DNA Confined
in Slitlike Nanofluidic Channels. Phys. Rev. Lett. 2008, 101.
65. Hsieh, C.; Balducci, A.; Doyle, P. An experimental study of DNA rotational relaxation time in
nanoslits. Macromolecules 2007, 40, 5196–5205.
66. Tang, J.; Levy, S.; Trahan, D.; Jones, J.; Craighead, H.; Doyle, P. Revisiting the conformation and
dynamics of DNA in slit-like confinement. Macromolecules 2010, 43, 7368–7377.
67. Persson, F.; Utko, P.; Reisner, W.; Larsen, N.; Kristensen, A. Confinement Spectroscopy: Probing
Single DNA Molecules with Tapered Nanochannels. Nano Lett. 2009, 9, 1382–1385.
68. Reisner, W.; Beech, J.; Larsen, N.; Flyvbjerg, H.; Kristensen, A.; Tegenfeldt, J. NanoconfinementEnhanced Conformational Response of Single DNA Molecules to Changes in Ionic Environment.
Phys. Rev. Lett. 2007, 99, 058302–058304.
69. Reisner, W.; Mortan, K.; Riehn, R.; Wang, Y.; Yu, Z.; Rosen, M.; Sturm, J.; Chou, S.; Frey, E.;
Austin, R. Statics and dynamics of single DNA molecules confined in nanochannels. Phys. Rev. Lett.
2005, 94, 196101–196104.
70. Hoang, H.; Segers-Nolten, I.; Tas, N.; van Honschoten, J.; Subramaniam, V.; Elwenspoek, M.
Analysis of single quantum-dot mobility inside 1D nanochannel devices. Nanotechnology 2011,
22, 27520–27529.
71. Medasani, B.; Park, Y.H.; Vasiliev, I. Theoretical study of the surface energy, stress, and lattice
contraction of silver nanoparticles. Phys. Rev. B 2007, 75, 235436–235436.
72. Haynes, W.M. CRC Handbook of Chemistry and Physics; CRC Press: Boulder, CO, USA, 1998.
73. Das, G.; Mecarini, F.; Gentile, F.; Candeloro, P.; Liberale, C.; De Angelis, F.; Kumar, H.; Cuda, G.;
Di Fabrizio, E. Nano-patterned SERS substrate: Application for protein analysis vs. temperature.
BioSens. BioElectron. 2009, 24, 1693–1699.
74. Kneipp, K. Surface-Enhanced Raman Scattering. Phys. Today 2007, 60, 40–47.
75. Garcia-Vidal, F.; Pendry, J. Collective Theory of Surface Enhanced Raman Scattering. Phys. Rev. Lett.
1996, 77, 1163–1166.
76. Aravind, P.; Rendell, R.; Metiu, H. A New Geometry for Field Enhancement in Surface-Enhanced
Spectroscopy. Chem. Phys. Lett. 1982, 85, 396–403.
77. Inoue, M.; Ohtaka, K. Surface Enhanced Raman Scattering by Metal Spheres. I. Cluster Effect.
J. Phys. Soc. Jpn. 1983, 52, 3853–3864.
78. Metiu, H. Surface enhanced spectroscopy. Prog. Surf. Sci. 1984, 17, 153–320.

Sensors 2014, 14

6083

79. Quinten, M. Local Fields Close to the Surface of Nanoparticles and Aggregates of Nanoparticles.
Appl. Phys. B Lasers Opt. 2001, 73, 245–255.
80. Xu, H.; Aizpurua, J.; Kall, M.; Apell, P. Electromagnetic contributions to single-molecule
sensitivity in surface-enhanced Raman scattering. Phys. Rev. E 2000, 62, 4318–4324.
81. Xu, H.; Bjerneld, E.; Käll, M.; Borjesson, L. Spectroscopy of Single Hemoglobin Molecules by
Surface Enhanced Raman Scattering. Phys. Rev. Lett. 1999, 83, 4357–4360.
82. Xu, H.; Kall, M. Surface- Plasmon- Enhanced Optical Forces in Silver Nanoaggregates. Phys. Rev.
Lett. 2002, 89, 246802.
83. Xu, H.; Kall, M. Polarization-Dependent Surface-Enhanced Raman Spectroscopy of Isolated
Silver Nanoaggregates. ChemPhyschem 2003, 4, 1001–1005.
© 2014 by the authors; licensee MDPI, Basel, Switzerland. This article is an open access article
distributed under the terms and conditions of the Creative Commons Attribution license
(http://creativecommons.org/licenses/by/3.0/).

