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ABSTRACT: Donor−acceptor organic solar cells often
show high quantum yields for charge collection, but
relatively low open-circuit voltages (VOC) limit power
conversion eﬃciencies to around 12%. We report here the
behavior of a system, PIPCP:PC61BM, that exhibits very low
electronic disorder (Urbach energy less than 27 meV), very
high carrier mobilities in the blend (ﬁeld-eﬀect mobility for
holes >10−2 cm2 V−1 s−1), and a very low driving energy for
initial charge separation (50 meV). These characteristics should give excellent performance, and indeed, the VOC is high
relative to the donor energy gap. However, we ﬁnd the overall performance is limited by recombination, with formation of
lower-lying triplet excitons on the donor accounting for 90% of the recombination. We ﬁnd this is a bimolecular process
that happens on time scales as short as 100 ps. Thus, although the absence of disorder and the associated high carrier
mobility speeds up charge diﬀusion and extraction at the electrodes, which we measure as early as 1 ns, this also speeds up
the recombination channel, giving overall a modest quantum yield of around 60%. We discuss strategies to remove the
triplet exciton recombination channel.
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recombination. Conversely, if ECT is closer to eVOC, most of the
energy loss occurs during the formation of CT states. In order
to increase VOC, one should seek to simultaneously increase the
value of ECT while limiting the pathways for recombination.
Previous reports of OSCs with small energy loss exhibit a
promising trend.7−9 Li et al. have demonstrated OSCs with low
energy loss (Eloss < 0.6 eV) for a series of diketopyrrolopyrrole
(DPP) copolymers yet report a systematic reduction in
maximum external quantum eﬃciency (ηEQE) from ηEQE =
52% for Eloss = 0.58 eV to ηEQE = 5% for Eloss = 0.48 eV.4
Kawashima et al. have reported ηPCE > 8% from a blend of a
quaterthiophene copolymer and PC71BM.10 These devices
exhibit ηEQE ∼ 60% and Eloss = 0.56 eV. In both of these works,
a small energy diﬀerence exists between donor polymer and
fullerene acceptor electron aﬃnities, likely indicating a high ECT
relative to Eopt.

or organic solar cells (OSCs), dissociation of molecular
excitons occurs at the interface between an electrondonating species and an electron-accepting species.1,2 As
a consequence of this design, signiﬁcant energetic losses are
generally incurred when the resulting intermolecular charge
transfer (CT) states relax toward their energetic minima and
undergo nonradiative decay processes.3 These losses are
evident in the large diﬀerence between the optical energy gap
(Eopt) and the open-circuit voltage (VOC), with most OSCs
showing an energy loss (Eloss = Eopt − eVOC) of >1 eV.4
Strategies to reduce energy loss are imperative to move toward
the radiative limit for energy loss of approximately 0.3 eV
established by Shockley and Queisser and achieve power
conversion eﬃciencies (ηPCE) greater than 12%.5
Energy loss in OSCs can be separated into two categories
that which is incurred during the formation of charges or CT
states and that which is incurred due to the recombination of
charges or CT states.6 The energy of the charge transfer state
(ECT) in relation to Eopt and eVOC signals through which
channel the majority of energy loss is occurring (Figure 1a). If
ECT is closer to Eopt, most of the energy loss is due to
© 2016 American Chemical Society
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Figure 1. Energy loss in a low electronic disorder organic heterojunction. (a) Energy loss is deﬁned as the energy diﬀerence between the
optical energy gap (Eopt) and the energy of the open-circuit voltage (eVOC). Loss incurred during charge generation is captured by the
diﬀerence between Eopt and the energy of the charge transfer state (ECT), whereas loss incurred due to charge recombination is captured as the
diﬀerence between ECT and eVOC. (b) Charge generation and recombination pathways in an organic heterojunction: (1) photon absorption to
form singlet excitons, (2) charge transfer to form singlet, geminate CT states and free charges (FC), (3,4) bimolecular recombination of FC to
form nongeminate singlet and triplet CT states, (5) charge decay via energy transfer to triplet excitons, and (6) charge decay via direction
recombination to the ground state. (c) Molecular structure of PIPCP and (d) PC61BM. (e) Steady-state absorption spectra for PIPCP and a
blend of PIPCP and PC61BM measured by photothermal deﬂection spectroscopy.

0.8.16−18 High mobilities can be achieved for fullerene acceptor
phases in most state-of-the-art OSCs, but the mobility for
polymeric donor phases has routinely lagged. While high charge
mobilities improve charge extraction, they may, by the same
token, increase encounters between opposite charges and thus
increase the opportunity for charge recombination. Establishing
a clear picture for charge recombination and decay for a high
mobility, low energy loss OSC heterojunction becomes of
tantamount importance.
In this work, we investigate the dynamics of charge
generation and recombination in PIPCP:PC61BM blends.19,20
OSCs based on the donor−acceptor pairing of PIPCP and
PC61BM (Figure 1c−e) have demonstrated one of the lowest
energy losses reported (Eloss = 0.52 eV) while maintaining a
high external quantum eﬃciency (ηEQE > 60%)yielding a
ηPCE of ∼6%.19,20 Examination of the blend nanostructure with
high-resolution transmission electron microscopy reveals highly
ordered domains. Sensitive measurements of blend absorption
by photothermal deﬂection spectroscopy (PDS) ﬁt Urbach
energies (EU) of 27 meV; this suggests a low degree of
electronic disorder, a feature which we conﬁrm by molecular
dynamics simulations which point to minimal variations in the
dihedral angles between adjancent rings, even in an amorphous

As the ECT is increased, charge recombination becomes the
dominant energy loss channel. While charge recombination
energy loss is routinely measured and reported in the ﬁeld, it
has remained unclear which mechanisms are ultimately
responsible.11,12 When electrons and holes recombine with
their spins uncorrelated, CT states with singlet (1CT) and
triplet (3CT) character are formed (Figure 1b). Consequently,
the nonradiative decay mechanisms for 1CT and 3CT states will
determine the degree of charge-recombination-induced energy
loss. For 3CT states, energy transfer to lower-lying triplet
excitons (T1), usually on the donor material, has been shown to
be an important decay mechanism.13 Recent studies on systems
with low T1 energies have shown that this process happens on
nanosecond to microsecond time scales at the expected 3:1
ratio derived from spin statistics.14 For 1CT states, the picture is
less clear. However, as no change in spin is required to decay to
the ground state (S0), direct conversion from 1CT to S0 is the
most likely decay mechanism, with smaller 1CT energies
increasing the rate of nonradiative recombination.15
Beyond energy loss, future OSCs will require increases in ﬁll
factor (FF) in order to achieve ηPCE > 15%. Several groups have
performed device simulations which show that balanced charge
mobilities >10−2 cm2 V−1 s−1 are required to achieve FF ∼
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signatures can be used to quantify dissociation time scales.
From pristine PIPCP ﬁlm measurements, a signature
corresponding to the singlet comprises a photoinduced
absorption (PIA) peak near 1500 nm (Figure 2a). The decay

phase of the polymer. Additionally, complementary photoluminescence and electroluminescence spectroscopy show that
the energy diﬀerence between photogenerated singlet excitons
(Eopt) and ECT is ∼50 meV. Consequently, the low energy loss
is attributed to a low degree of electronic disorder and a high
ECT.
This material system thus presents itself as a model system as
it exhibits minimal energy loss during the formation of charges
and a high charge mobility aided by the low degree of electronic
disorder. We use transient absorption (TA) spectroscopy to
observe the evolution of the spectral signatures for excited
states between 10−13 and 10−3 sthis is a direct probe of their
population over these time scales. We ﬁnd that charge
generation proceeds on an ultrafast time scale, likely the result
of rapid hole delocalization along the polymer backbone. This
is supported by temperature-dependent measurements for the
ﬁeld-eﬀect hole mobility (μFET) that exhibits disorder-free
transport. The high local mobility, however, exacerbates
nongeminate, bimolecular charge recombination that competes
with charge extraction on the 1−10 ns time scale and results in
the formation of nonradiative triplet excitons. Combining these
results, we are able to individually assess the decay yields for
singlet and triplet CT states, providing a high level of detail into
the spin-dependent recombination channels that control
charge-recombination-induced energy loss.

RESULTS
PIPCP:PC61BM (1:2) blends were prepared according to the
procedure presented in the literature for optimal device
performance.19,20 Figure 1e shows the steady-state absorption
spectra of neat PIPCP ﬁlms and PIPCP:PC61BM blend ﬁlms
measured by photothermal deﬂection spectroscopy.20 The
absorption spectra are similar for both ﬁlms, with the blend
showing a 60 meV red-shifted absorption with respect to the
neat ﬁlm. Ran et al. have reported the photoluminescence and
electroluminescence spectra for PIPCP ﬁlms and
PIPCP:PC61BM blend ﬁlms.20 These complementary techniques suggest that the ECT is nearly resonant with the singlet
exciton (S1), in contrast to numerous other reports for OSC
systems where ECT is generally found to be hundreds of meV
lower.21,22 To conﬁrm this relationship, we have performed
time-dependent density functional theory (TD-DFT) calculations of the S1 and ECT excitation energies; the TD-DFT
calculations were carried out with the long-range corrected
ωB97X-D functional, a methodology that has been demonstrated to provide reliable results for both local (Frenkelexciton-type) and charge transfer excitations in extended πconjugated systems.23 We examined a large number of
polymer−fullerene conﬁgurations, which were generated
randomly by having the fullerene molecule located at many
diﬀerent positions around the polymer backbone (see
Supporting Information). The calculations predict that ECT is
ca. 0.1 eV below Eopt. Such a high ECT is consistent with the
high VOC observed in this system and suggests that T1 in the
donor polymer is lower in energy than ECT.24 Importantly, for
most of the polymer−fullerene conﬁgurations, the lowest
excitation is found to have mixed Frenkel−CT character, with
the electron wave function delocalized over both the polymer
backbone and fullerene; this feature is consistent with the red
shift of the lowest optical absorption observed upon going from
the pure polymer to the blend.
Time-resolved TA is used to observe the evolution of exciton
and charge populations after photoexcitation. Singlet exciton

Figure 2. Eﬃcient charge generation in the absence of excess
energy. (a) Transient absorption spectra in the infrared for a
PIPCP:PC61BM blend ﬁlm for various times ranges between 0.4
and 20 ps measured at an excitation wavelength of λex = 600 nm
and excitation ﬂuence of 0.4 μJ cm−2. (b) Kinetics for photogenerated excitons and charge carriers extracted from (a) as a
function of excitation ﬂuence.

of this feature in the blend ﬁlm is attributed to exciton
dissociation to form photoinduced charges (negative PIA
feature at 1250 nm). These two features are deconvoluted to
extract their corresponding kinetics using a spectral deconvolution method based on a genetic algorithm described
elsewhere.25 As shown in Figure 2b, most dissociation events
are sub-picosecond, and all of them are completed within 10 ps.
This process is independent of ﬂuence between 0.4 and 7 μJ
cm−2.
Figure 3 shows the TA for the blend ﬁlm between 50 ps and
1 ns. A clear isosbestic point is observed at 1220 nm, indicating
a population transfer from one state to another. This is
explained by comparing the dynamics at 1100 and 1350 nm:
the former decreases while the latter increases accordingly. This
suggests that the 1100−1200 nm region is attributed mainly to
charge PIA, whereas the 1250−1450 nm region is attributed
mainly to triplet exciton PIA. Such would be the case if 3CT
states transfer energy to lower-lying T1 states located on the
PIPCP polymer chain.13
If these signatures are indeed due to the bimolecular
recombination of charges, there should be a clear excitation
ﬂuence dependence where higher charge densities result in
more collisions and faster triplet formation. Since the raw
kinetics include contributions from multiple excited states
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10−11−10−10 s.13,14 While fast triplet formation dynamics have
been reported for a few other polymer−fullerene heterojunctions, the ones shown here for PIPCP:PC61BM blends
demonstrate a sub-nanosecond formation time which is nearly
1 order of magnitude faster than other reports at equivalent
excitation densities.13,14,27,28 For example, triplets are formed
between 10−8 and 10−7 s for poly[2,6-(4,4-bis(2-ethylhexyl)4H-cyclopenta[2,1-b;3,4-b9]-dithiophene)-alt-4,7-(2,1,3-benzothiadiazole)] (PCPDTBT) when processed without 1,8octanedithiol.14,27 When processed with the additive, the time
scale for triplet formation shortens to 10−9−10−8 s, resulting
from the increased mobility in this instance.14,29 In contrast to
heterojunctions fabricated from PCPDTBT, however, the
PIPCP:PC61BM blends studied do not exhibit geminate
recombination. Kinetics describing the ground-state bleaching
(GSB) do not decay over the time scales before the onset of
bimolecular recombination, indicating that nongeminate,
bimolecular recombination is the dominant recombination
mechanism for PIPCP:PC61BM blends (Figure 4a).

Figure 3. Fast bimolecular recombination of charges leads to the
formation of nonradiative triplet excitons. (a) Transient absorption
spectra for a PIPCP:PC61BM blend for various times ranging
between 50 ps and 1 ns measured at an excitation wavelength of λex
= 600 nm and excitation ﬂuence of 3 μJ cm−2. (b) Extracted kinetics
for charges and (c) triplet excitons for a PIPCP:PC61BM blend as a
function of ﬂuence between 50 ps and 1 ns.

overlapping at these wavelengths, an accurate description of the
triplet dynamics requires proper extraction of the contribution
from each species to the signal. We take advantage of the large
amount of available data to numerically extract the underlying
signatures and population for each species.26 The very clean
data set and the presence of a well-deﬁned isosbestic point
makes this analysis unambiguous. By constraining the data
extraction to solutions which are physically possible, optical
signatures are rapidly obtained which are consistent across data
sets of all ﬂuences (0.4−7 μJ cm−2) and time scales (10−11−
10−6 s) upon spectral deconvolution. The extracted spectral
signatures are shown in Figure 3a. Figure 3b,c shows the
extracted charge and triplet kinetics between 10−11 and 10−9 s.
Charge and triplet kinetics from 10−9 s onward can be found in
the Supporting Information (Figure S4). Conﬁrmation of the
triplet exciton PIA spectral signature is also found in the
Supporting Information (Figure S5).
The population dynamics presented in Figure 3 show that
triplet formation can happen on extremely fast time scales,

Figure 4. Competition between charge recombination and
extraction. (a) Excitation intensity scaled charge kinetics for a
PIPCP:PC61BM blend as a function of ﬂuence between 50 ps and 1
ns. Also shown are the kinetics of the ground-state bleach (GSB)
oﬀset by a factor of 10 and 20 for two ﬂuences. (b) Polaron
photoinduced absorption kinetics on a working PIPCP:PC61BM
device at various operating conditions.

The fast charge recombination and triplet formation suggests
that charges are very mobile at early times and quickly collide
nongeminately with others even at solar ﬂuences. Moreover,
the fast growth of the triplet population suggests that the
coupling from the 3CT state into the molecular triplet is fairly
eﬃcient despite the oﬀset between the CT and triplet
manifolds.30 To quantify the initial rate of charge recombina10739
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continuous-wave laser operating at λ = 635 nm and 28 mW
cm−2 was used to provide a background carrier density similar
to that experienced at 1 sun illumination. Figure 4b shows the
kinetics of the charge population at VOC, short-circuit (JSC), and
−2 V reverse bias. We observe that the population of charges in
the device is dependent on the applied bias at times out to
∼100 ns, with a strong suppression of the charge population as
the bias condition is reduced from VOC to short-circuit
condition and ﬁnally to −2 V, due to rapid extraction of
charges through the external circuit. However, there is residual
charge population that is much longer lived, indicating that a
fraction of the charge population, as much as 30%, is much less
mobile and much less suspectible to rapid extraction from the
device. The largest diﬀerence in charge population occurs
between 1 and 10 ns, showing that the carriers that contribute
to photocurrent are indeed those extracted at the earliest time
scalesestablishing that charge extraction competes with
bimolecular recombination even in OSC heterojunctions with
high mobility.
It should be noted that the 30% of residual trapped carriers
cannot be directly compared with the approximate 40% missing
from the ηEQE of the device. Under steady-state conditions, this
longer lived population will stabilize and the probability that a
charge becomes trapped will reduce. As bimolecular charge
recombination and decay still compete with charge extraction
on shorter time scales, the reduction in ηEQE can still be well
rationalized.
As presented hereto, the degree of energetic and electronic
order seen in PIPCP has been invoked to explain the presence
of picosecond charge generation and sub-nanosecond charge
decay and triplet formation. As will be shown, both of these
mechanisms can be understood as the result of a high local
mobility of hole polarons along the polymer backbone. We
measured the hole μFET for PIPCP and PIPCP:PC61BM blend
ﬁlms between 300 and 200 K (Figure 5). Temperature-

tion, the charge kinetics in Figure 3b are ﬁt with a Langevin
recombination model (Figure 4a):31
dNc
= −klanNc 2
dt

(1)

where Nc is the density of charges and klan is the Langevin
recombination rate constant deﬁned as31
klan =

q(μ h + μe )
ε0εr

(2)

where q is the charge of an electron, μh and μe are the hole and
electron mobilities, ε0 is the permittivity of vacuum, and εr is
the relative dielectric constant. For εr = 2, the resulting mobility
extracted from the kinetics in Figure 4a are μh + μe = (5 ± 0.3)
× 10−3 cm2 V−1 s−1.
In order to establish a quantitative description for the triplet
dynamics, we ﬁt the entire set of triplet kinetics in Figure 3c
according to the following equation used previously to describe
the dynamics of charge and triplet populations in systems
exhibiting triplet formation:13,14
dN
dNT
= −α c − βNTNc
dt
dt

(3)

where NT is the density of triplet excitons, α is the fraction of
recombination events that leads to triplet formation, and β is
the triplet-charge annihilation rate constant. Importantly, the
extracted charge kinetics are used as a direct input parameter
for the ﬁtting of the triplet kinetics, allowing for the speciﬁcs of
charge recombination to be treated empirically. Good ﬁts to the
experimental data are achieved for α = (0.9 ± 0.02) and β = (7
± 0.2) × 10−11 cm3 s−1.
Of note, the fraction of decay events that lead to triplet
formation is >0.75, the value predicted according to the spin
statistics for the recombination of two uncorrelated polarons. A
system that exhibits α > 0.75 is still physically possible since CT
states likely form and separate many times before decay
ultimately occurs.6 This situation is supported by the concept of
a reduced Langevin recombination factor (γ)a coeﬃcient of
the order 0.01−0.1 needed to accurately describe charge
recombination that occurs more slowly than what would be
predicted solely from Langevin recombination.31 This point will
be developed further in the discussion. The ﬁt value for β is on
par with other reported values of β in OSC blends.14
With these values determined, it is possible to estimate the
contribution of this energy loss mechanism under short-circuit
conditions. As the peak ηEQE for the PIPCP:PC61BM OSCs is
∼60%, a conservative estimate for the internal quantum
eﬃciency (ηIQE) is also ∼60% where the remaining 40% of
charges are lost to premature recombination. As geminate
recombination is negligible, we estimate that 36% of the
uncollected charges under short-circuit conditions will be lost
due to triplet formation. In contrast, only 4% are lost via direct
recombination of 1CT states. Note that the fast time scale for
bimolecular recombination and triplet formation implies that
these processes would compete with charge extraction when
the device is operating at short-circuit and that, consequently,
charges must also be collected on a similar time scale.
In order to conﬁrm that charges are able to be extracted and
contribute to photocurrent on the sub-10 ns time scale, charge
extraction TA measurements were carried out by monitoring
the polaron PIA signal in the infrared spectral region (1100−
1150 nm) on a working PIPCP:PC61BM device. Importantly, a

Figure 5. High, disorder-free local mobility for hole charge carriers.
Field-eﬀect mobility as a function of gate voltage at various
temperatures between 200 and 300 K for a PIPCP:PC61BM blend
ﬁlm.

dependent measurements of μFET for pure PIPCP ﬁlms can be
found in the Supporting Information. Of note, the hole
mobility in the blend ﬁlm shows a plateau in mobility upon
increasing gate voltage. This behavior is similar to another
indacenodithiophene (IDT)-based copolymer, IDT-BT, which
also shows a large hole mobility of ∼2 cm2 V−1 s−1 and small
EU.32 This behavior has been attributed to nearly trap-free
transport for holes aided by the rigidity of the IDT-based
polymer backbone. In contrast to IDT-BT, however, the
10740
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maximum μFET measured for PIPCP:PC61BM blends is μFET =
(0.05 ± 0.01) cm2 V−1 s−1. This lower value may reﬂect a
smaller interchain coupling caused by a larger interchain
separation due to the twisted phenyl side groups and signals the
likelihood of dispersive transport. This is further evidenced by
the voltage-independent tail in Figure 4b, which signals that
some carriers may be trapped within the heterojunction with no
accessible pathways for extraction, even under a reverse bias of
−2 V. Nevertheless, this is the highest ﬁeld-eﬀect mobility yet
reported for a donor−acceptor blend system, and it is higher
than the threshold estimated for eﬃcient PV device
operation.16−18

probability that any given 3CT will decay to T1, ϕs is the
probability that any given 1CT will decay to S0, and γ is the
reduced Langevin recombination factor described earlier,
providing the weighted probability of decay from both
pathways. To be explicit, γ is determined as the ratio between
the Langevin rate constant experimentally extracted from ﬁtting
the charge decay kinetics in Figure 4a with eq 1 (klan,exp) and
that which can be predicted combining the measured μFET and
eq 2 (klan,pred). The equations deﬁning α, γ, ϕs, and ϕt are
∞

α=

DISCUSSION
In the context of charge generation, a high local mobility for
holes explains how charge generation can proceed so quickly.
Unlike most high-eﬃciency OSC blends, where ultrafast charge
generation is realized via rapid delocalization of an electron
within a fullerene aggregate,26 PIPCP:PC61BM blends may
instead rely on rapid delocalization of holes along the polymer
backbone, underscoring the importance of polymer morphology in the generation of charges.33 This one-dimensional
geometry of charge separation may also explain why the
transient absorption of PIPCP:PC61BM blend ﬁlms does not
appear to exhibit electroabsorption as has been observed in
other high ηPCE OSC heterojunctions (see Supporting
Information).26
In the context of charge recombination, a high local mobility
can also explain why the onset of bimolecular recombination is
so fast. To further understand the interplay between the
available recombination pathways in the blend, we can use the
extracted information from the charge decay and triplet
formation kinetics. Figure 6 shows a simple schematic

γ=

ϕs =

3
ϕ ∑ (1 − γ )i
4 t i=0

(4)

klan,exp
3
1
ϕt + ϕs =
4
4
klan,pred

(5)

kdec,s
kdec,s + ksplit,s

, ϕt =

kdec,t
kdec,t + ksplit,t

(6)

It is worth noting that, in contrast to previous reports
determining γ, we have selected the ﬁeld-eﬀect mobility to
tabulate klan,pred instead of the mobility extracted from other
techniques such as measurement of the space-charge-limited
current (SCLC).35 For reference, PIPCP has a reported SCLC
mobility of 1.4 × 10−4 cm2 V−1 s−1.19 Based on our observations
of (1) sub-nanosecond formation of triplet excitons and (2)
sub-10 ns extraction of charges that contribute to photocurrent,
we assert that the charges relevant for determining the
bimolecular recombination rate are indeed those which can
move with a high mobility as prepared and measured within a
ﬁeld-eﬀect transistor. Other techniques, which may prepare
carriers predominantly in trapped states, would consequently
not reﬂect the charge mobility that contributes to bimolecular
recombination in a working device. Rather, these measurements
might reﬂect the trapped carriers which recombine in a diﬀerent
manner, over longer time scales, and independent of applied
bias (Figure 4b). Using a mobility value which is too small
would lead to a dramatic overestimation of the overall decay
yield (γ) and result in a misinterpretation of the individual
singlet and triplet decay yields.
For PIPCP:PC61BM blends, we tabulate γ = 0.1 ± 0.02.
Combined with the measured value for the triplet yield of α =
0.9 ± 0.02, we can estimate that ϕs = 0.04 ± 0.03 and ϕt = 0.12
± 0.02, indicating that 3CT states are three times more likely to
decay (to form lower energy triplet states on the donor) than
1
CT states (that decay to the ground state). We extend this
methodology to other polymer−fullerene heterojunctions
reported in the literature. Table 1 compares the recombination
yields of 1CT and 3CT states for PCPDTBT:PC71BM blends
prepared with and without the solvent additive 1,8octanedithiol with those extracted for PIPCP:PC61BM. Of
note, the overall yield of triplet excitons is larger for PIPCP
than for either of the PCPDTBT blends. For the PCPDTBT
blend processed without the additive, there is an increased
tendency to recombine via 1CT, which disappears when the
blend is processed with the additive. This is an important
observation as there is not a large change in the decay yield for
3
CT excitons yet the overall triplet yield is still increased. In
contrast, the enhanced triplet exciton yield for PIPCP blends
appears to be a direct consequence of an enhanced tendency to
undergo 3CT to T1 energy transfer.

Figure 6. Spin-dependent charge recombination and decay
pathways. Schematic diagram for a simpliﬁed scheme describing
bimolecular recombination and spin-dependent charge transfer
(CT) state decay within an organic heterojunction.

describing these pathways. Upon bimolecular recombination
of free charges (FC), we expect from spin statistics that 25%
will form 1CT states and 75% will form 3CT states. Once these
states are formed, they will have individual rates to split (ksplit),
re-forming free charges, or to decay to the ground state (kdec).
Note that intersystem and reverse intersystem crossings are also
possible between the 1CT and 3CT states. In systems like
PIPCP, however, where geminate recombination is negligible
and CT states separate rapidly, the time scale for intersystem
crossing is too slow to be competitive with ksplit and kdec.34
From the ﬁtting of the triplet formation kinetics with eq 3,
we determined the total yield of recombination events that lead
to triplet formation. Equation 4 shows how this yield is simply
the result of successive encounters of the 3CT state resulting
from the recombination of FC. The yield can accordingly be
written as an inﬁnite geometric series where ϕt is the
10741
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based on PIPCP and PC61BM. The small degree of electronic
disorder is correlated to a high hole mobility along the polymer
backbone. A high local mobility enables eﬃcient, picosecond
charge generation even though the singlet exciton and the CT
states are nearly isoenergetic. The high local mobility, however,
also speeds up bimolecular recombination, which here is
predominantly through the formation of triplet excitons.
Possible ways to alleviate the additional energy loss due to
recombination are suggested, and a quantitative description for
the limits of spin-dependent recombination was presented.
Provided that the energy loss for PIPCP or other OSC blends
can be further reduced, it is likely that a ηPCE exceeding 15%
remains an achievable target for future generations of OSCs.

Table 1. Extracted Recombination Yields for Singlet and
Triplet CT Statesa
PCPDTBT:PC71BM
PIPCP:PC61BM

without ODT

with ODT

α
γ

0.90 ± 0.02
0.10 ± 0.02

0.57b
0.07c

0.76b
0.03c

ϕs
ϕt

0.04 ± 0.03
0.12 ± 0.02

0.12
0.05

0.03
0.03

Error bars for α were determined from the standard deviation of the
least-squares ﬁt. Propagation of errors was used to tabulate the error
bars for γ, ϕs, and ϕt. bSee ref 14. cDetermined using eq 5 where klan,exp
is taken from literature36 and klan,pred is estimated from ﬁeld-eﬀect
mobility measurements.29
a

METHODS
Materials. PIPCP (Mn = 66 kDa, PDI = 1.6) polymer was
synthesized as reported elsewhere.19 PC61BM was used as obtained
from Solenne B.V. Zinc oxide (ZnO) synthesis was done as per
previous reports.39,40 In brief, the zinc oxide precursor solution was
prepared by dissolving equimolar ratios of zinc acetate dihydrate
(Zn(CH3COO)2·2H2O (Sigma-Aldrich 99.9%) and monoethanol
amine (NH2CH2CH2OH) in 2-methoxyethanol (CH3OCH2CH2OH,
Sigma-Aldrich 99.8%) at room temperature (RT) and stirred at RT
overnight for hydrolysis in air. PIPCP:PC61BM (1:2, w/w) blend and
pristine PIPCP solutions were prepared in a mixed solvent of
chloroform and chlorobenzene (6:4, v/v) into a 20 mg/mL
concentration and left to stir overnight.
Thin Film and Device Fabrication. Quartz and ITO glass
substrates were cleaned by sonication in acetone and isopropyl alcohol
for 15 min successively, followed by oxygen plasma treatment for 60 s.
Thin ﬁlms were spin-coated at 2000 rpm for 60 s in a N2-ﬁlled
glovebox. For device fabrication of the ITO/ZnO/PIPCP:PC61BM/
MoOx/Au solar cell, a 30 nm thick layer of ZnO was deposited on the
cleaned ITO substrate using the ZnO precursor solution at 3000 rpm
for 45 s in air followed by annealing up to 250 °C in air. The substrates
were then transferred to a N2-ﬁlled glovebox, and the 2:1 blend
solution of PIPCP:PC61BM was spin-coated at 2000 rpm for 60 s.
Finally, a 10 nm thick layer of MoOx and a 100 nm thick layer of Au
were successively deposited by a vacuum thermal evaporation method
using an 8 pixel mask. The active area of the device was 4.5 mm2.
PV Measurement. Current−voltage (I−V) characteristics were
measured under 100 mW cm−2 equivalent AM1.5G conditions using
an ABET Sun2000 solar simulator calibrated to a silicon reference cell
corrected for spectral mismatch. The dark and the light I−V
characteristics were measured using a Keithley 237 SMU.
Photothermal Deﬂection Spectroscopy. PDS technique was
used for the absorption measurements. Films spun on quartz
substrates were used for the measurements. PDS is a highly sensitive
scatter-free surface-averaged absorption measurement technique
capable of measuring absorbances down to 10−5. A detailed description
about the PDS setup can be found in the work of Sadhanala et al.41
Transient Absorption Spectroscopy. Optical pump and probe
beams were generated from the output of a Ti:sapphire ampliﬁer
system (Spectra-Physics Solstice) operating at 1 kHz. One portion was
used to pump a TOPAS optical parametric ampliﬁer (Light
Conversion) to generate a narrow-band pump pulse centered at λex
= 600 nm. Another portion of the ampliﬁer output was used to pump a
series of home-built noncollinear optical parametric ampliﬁers to
generate a broad-band probe pulse. Pump pulses for nanosecond−
microsecond time scale measurements were generated from the
second harmonic (λex = 532 nm) from a q-switched Nd:YVO4 laser.
The probe pulse was further divided to create a reference beam in
order to correct for ﬂuctuations in beam intensity and reduce the
signal-to-noise ratio. The probe and reference beams were dispersed in
a spectrometer (Andor, Shamrock SR-303i) and detected using a pair
of 16 bit, 512 pixel linear image sensors (Hamamatsu). The probe was
delayed using a mechanical delay stage (Newport) for picosecond−
nanosecond time scale measurements and electrically delayed for

In order to further improve energy loss in the
PIPCP:PC61BM system, it is imperative to reduce the rate of
energy transfer to the triplet exciton state. One way to achieve
this might be through further morphological optimization. In
other OSC donor polymers, such as poly(indacenodithiopheneco-phenanthro[9,10-b]quinoxaline) (PIDT-PhanQ) and
PCPDTBT, the presence of fullerene pure phases has been
shown to establish a kinetic control of recombination that
favors CT separation over decay, extending the charge lifetimes
and increasing the VOC.13,37 As the blend morphology for
PIPCP:PC61BM blends is already optimized for maximal power
conversion eﬃciency, however, this may not be achievable
within the current set of materials. Perhaps a more attractive
option is to remove the opportunity for triplet formation by
selecting polymer donors where the T1 is above that of the CT
state. Formation of polymer triplet states would then allow for
their energy to be recovered via downhill energy migration. We
note that materials with small singlet−triplet exchange energies
are rapidly being developed for use in organic light-emitting
diodes. These achieve low exchange energies through part
separation of the electron and hole in the lowest excited state.38
While barriers for implementation of these materials in an OSC
include their large energy gaps, weak CT absorption bands, and
low carrier mobilities, promising paths forward may be
uncovered as our understanding of these materials develops.
With this description in place, we can now understand the
limits for recombination in PIPCP:PC 6 1 BM and
PCPDTBT:PC71BM heterojunctions which can, in turn, be
extended to all OSC heterojunctions. If we consider that the
rates of splitting for the 1CT and 3CT states are on the same
order of magnitude, it follows that the decay rates for these
states must also be on the same order of magnitude, albeit ∼10
times smaller than those for splitting. As the rates are
comparable, removing the nonradiative component of only
one of these pathways will have a marginal impact on the overall
rate of CT state decay and, hence, the energy loss and VOC will
be minimally aﬀected. In the limit of a highly radiative 1CT
state, one should only need to reduce the 3CT state decay rate
to at or below that of the 1CT state, thus approaching the
radiative limit for energy loss within the heterojunction. As
decay from the 1CT and 3CT states is mediated by separate
mechanisms, realizing OSC blends at the radiative limit remains
an achievable target.

CONCLUSIONS
In conclusion, we have described the pathways for charge
generation and recombination in the low energy loss OSC
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nanosecond−microsecond time scale measurements. Every second
pump pulse was omitted using a mechanical chopper. Data acquisition
at 1 kHz was enabled by a custom-built board from Stresing
Entwicklunsbüro. The diﬀerential transmission was calculated after
accumulating and averaging over approximately 1 s.
Genetic Algorithm. We use numerical methods based on a
genetic algorithm to deconvolute the overlapping spectral signatures of
individual excited states and obtain their kinetics. The full details of
this approach can be found elsewhere.25 To summarize, a large
population of random spectra are generated and modiﬁed to form
successive generations of oﬀspring, using a survival of the ﬁttest
approach. The best spectra are returned as optimized solutions. For a
given solution, the ﬁtness is calculated as the inverse of the sum of the
squared residual with a penalty added for nonphysical results. The
parent spectra are selected using a tournament method with adaptive
crossover. The oﬀspring are generated using a Gaussian function mask
of random parameters.
Field-Eﬀect Mobility Measurements. Organic bottom-contact
top-gate OFETs with 20 μm channel length and 1 mm channel width
were fabricated on glass substrates with photolithographically
patterned Ti/Au (10/30 nm) electrodes. For patterning the
electrodes, a double layer lift-oﬀ process in N-methyl-2-pyrrolidone
was used. On top of the as-cast ﬁlms, a 500 nm thick layer of CYTOP
dielectric was deposited by spin-coating. Devices were ﬁnished oﬀ by
evaporating a 25 nm thick layer of Al through a shadow mask. Room
temperature transistor transfer characteristics were recorded inside a
N2 glovebox using an Agilent 4155B semiconductor parameter
analyzer. All low-temperature electrical measurements shown in this
work were performed in a vacuum inside a Desert Cryogenics lowtemperature probe station.
Density Functional Theory Calculations. All DFT calculations
were carried out using the long-range corrected ωB97X-D functional
with the 6-31G(d,p) basis set.42 Excited-state energies were calculated
at the TD-DFT level using the Tamm-Dancoﬀ approximation and
considering the ground-state geometries. The impact of the
surrounding dielectric medium (electron polarization eﬀects) on ECT
was taken into account by combining the DFT calculations with the
polarizable continuum model (PCM). Furthermore, the rangeseparation parameter ω of the ωB97XD functional is optimally
tuned in the presence of the dielectric medium; all excited-state
calculations were carried out with the PCM-tuned ω value.43 All DFT
calculations were performed with the Gaussian 09 package.44
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(24) Köhler, A.; Beljonne, D. The Singlet−Triplet Exchange Energy
in Conjugated Polymers. Adv. Funct. Mater. 2004, 14, 11−18.
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of Solvent Additives on Morphology and Excited-State Dynamics in
PCPDTBT:PCBM Photovoltaic Blends. J. Am. Chem. Soc. 2012, 134,
10569−10583.
(37) Schlenker, C. W.; Chen, K.-S.; Yip, H.-L.; Li, C.-Z.; Bradshaw, L.
R.; Ochsenbein, S. T.; Ding, F.; Li, X. S.; Gamelin, D. R.; Jen, A. K.-Y.;
Ginger, D. S. Polymer Triplet Energy Levels Need Not Limit
Photocurrent Collection in Organic Solar Cells. J. Am. Chem. Soc.
2012, 134, 19661−19668.
(38) Uoyama, H.; Goushi, K.; Shizu, K.; Nomura, H.; Adachi, C.
Highly Efficient Organic Light-Emitting Diodes from Delayed
Fluorescence. Nature 2012, 492, 234−238.
(39) Jagadamma, L. K.; Abdelsamie, M.; El Labban, A.; Aresu, E.;
Ngongang Ndjawa, G. O.; Anjum, D. H.; Cha, D.; Beaujuge, P. M.;
Amassian, A. Efficient Inverted Bulk-Heterojunction Solar Cells from
Low-Temperature Processing of Amorphous ZnO Buffer Layers. J.
Mater. Chem. A 2014, 2, 13321.
(40) Kim, G.-H.; García de Arquer, F. P.; Yoon, Y. J.; Lan, X.; Liu,
M.; Voznyy, O.; Yang, Z.; Fan, F.; Ip, A. H.; Kanjanaboos, P.;
Hoogland, S.; Kim, J. Y.; Sargent, E. H. High-Efficiency Colloidal
Quantum Dot Photovoltaics via Robust Self-Assembled Monolayers.
Nano Lett. 2015, 15, 7691−7696.
(41) Sadhanala, A.; Kumar, A.; Pathak, S.; Rao, A.; Steiner, U.;
Greenham, N. C.; Snaith, H. J.; Friend, R. H. Electroluminescence
from Organometallic Lead Halide Perovskite-Conjugated Polymer
Diodes. Adv. Electron. Mater. 2015, 1, 1500008.
(42) Lin, Y.-S.; Li, G.-D.; Mao, S.-P.; Chai, J.-D. Long-Range
Corrected Hybrid Density Functionals with Improved Dispersion
Corrections. J. Chem. Theory Comput. 2013, 9, 263−272.
(43) Zheng, Z.; Brédas, J.-L.; Coropceanu, V. Description of the
Charge Transfer States at the Pentacene/C60 Interface: Combining
Range-Separated Hybrid Functionals with the Polarizable Continuum
Model. J. Phys. Chem. Lett. 2016, 7, 2616−2621.
(44) Frisch, M. J.; Trucks, G. W.; Schlegel, H. B.; Scuseria, G. E.;
Robb, M. A.; Cheeseman, J. R.; Scalmani, G.; Barone, V.; Mennucci,
B.; Petersson, G. A.; Nakatsuji, H.; Caricato, M.; Li, X.; Hratchian, H.
P.; Izmaylov, A. F.; Bloino, J.; Zheng, G.; Sonnenber, D. J.; et al.
Gaussian 09; revision A.02; Gaussian, Inc.: Wallingford, CT, 2009.

10744

DOI: 10.1021/acsnano.6b06211
ACS Nano 2016, 10, 10736−10744

