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ABSTRACT: The direct transformation of CO2 into highvalue-added hydrocarbons (i.e., oleﬁns and aromatics) has the
potential to make a decisive impact in our society. However,
despite the eﬀorts of the scientiﬁc community, no direct
synthetic route exists today to synthesize oleﬁns and aromatics
from CO2 with high productivities and low undesired CO
selectivity. Herein, we report the combination of a series of
catalysts comprising potassium superoxide doped iron oxide
and a highly acidic zeolite (ZSM-5 and MOR) that directly
convert CO2 to either light oleﬁns (in MOR) or aromatics (in ZSM-5) with high space−time yields (STYC2‑C4= = 11.4 mmol·
g−1·h−1; STYAROM = 9.2 mmol·g−1·h−1) at CO selectivities as low as 12.8% and a CO2 conversion of 49.8% (reaction conditions:
T = 375 °C, P = 30 bar, H2/CO2 = 3, and 5000 mL·g−1·h−1). Comprehensive solid-state nuclear magnetic resonance
characterization of the zeolite component reveals that the key for the low CO selectivity is the formation of surface formate
species on the zeolite framework. The remarkable diﬀerence in selectivity between the two zeolites is further rationalized by
ﬁrst-principles simulations, which show a diﬀerence in reactivity for crucial carbenium ion intermediates in MOR and ZSM-5.
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mechanism,9 followed by hydrocarbon cracking, isomerization,
aromatization, etc. on the zeolite;10 (ii) the transformation of
CO2 into methanol,11 followed by its conversion into
hydrocarbons over the zeolite framework via the classical
methanol-to-hydrocarbons (MTH) mechanism.12,13
However, due to the lack of eﬃcient catalysts for the ﬁrst
step (activation of CO2), productivities reported to date are
low (see Table S1 for a complete overview of the state-of-theart for CO2 conversion via bifunctional catalyst). In addition,
multiple reactions are involved (oligomerization, cracking,
dehydrogenation, cyclization, alkylation, isomerization, etc.),
and many intermediates can serve as reactants in competitive
reaction pathways, impeding the complete understanding of
the global reaction mechanism.14,15 Moreover, in most of the
bifunctional systems reported, the selectivity to undesired CO
represents more than half of the total products.16−20 As direct
consequence, many studies unfairly exclude the high CO

INTRODUCTION
Today, more than 3 gigatons of CO2 are emitted to the
atmosphere every month.1 Undoubtedly, CO2 levels are higher
than at any point in at least the past 800 000 years, leading to a
dangerous temperature increase at the Earth’s surface.2 In this
scenario, methods to transform this greenhouse gas into
valuable chemicals may help address (at least partially) this
pressing challenge.3 Indeed, the development of technologies
that turn CO2 into valuable chemicals is gaining momentum in
the scientiﬁc and industrial communities.4,5
One of the most promising approaches toward CO 2
reductive valorization consists of the combination of conventional metallic catalysts with acidic zeolites.6 This combination
has been shown to enable the direct transformation of CO2 to
chemicals with selectivities for either light oleﬁns (C2−C4) or
aromatics above the limitation of classical Fischer−Tropsch
synthesis (FTS), as deﬁned by the Anderson−Schulz−Flory
(ASF) distribution.7,8 In these bifunctional systems, the
conversion of CO2 to hydrocarbons can proceed through
two diﬀerent routes: (i) the transformation of CO2 into CO via
reverse water−gas shift (RWGS) and subsequent conversion of
CO to hydrocarbons via the classical Fischer−Tropsch
© 2019 American Chemical Society
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have 10 000 mL·g−1·h−1 per channel in the stand-alone catalyst
and 5000 mL·g−1·h−1 in the composite catalyst. The 16th
channel was always left without catalyst as blank. The reaction
temperature was typically set at 375 °C. Prior to feeding the
reaction mixture, all samples were pre-treated in situ with a
pure H2 atmosphere for 4 h at 350 °C. The tubes were then
pressurized to 30 bar using a membrane-based pressure
controller.
An Agilent 7890B gas chromatograph with two sample loops
was used. After the loops were ﬂushed for 24 min, the content
was injected. One sample loop goes to a TCD channel with 2
Haysep pre-column and MS5A, where He, H2, CH4, and CO
are separated. Gases that have longer retention times than CO2
on the Haysep column (Column 4 Haysep Q, 0.5 m, G359180023) are back-ﬂushed. Further separation of permanent
gases is done on another Haysep column (Column 5 Haysep
Q, 6 ft, G3591-80013) to remove CO2 before going to MS5A.
CO2 is sent to a channel with a restrictor to avoid CO2 on
MS5A. Another sample loop goes to an Innowax pre-column
(5 m, 0.20 mm o.d., 0.4 μm ﬁlm). For the ﬁrst 0.5 min of the
method, the gases coming from the pre-column are sent to a
Gaspro column (Gaspro 30 m, 0.32 mm o.d.) followed by a
ﬂame ionization detector (FID). After 0.5 min, the valve is
switched, and the gases are sent to an Innowax column (45 m,
0.2 mm o.d., 0.4 μm) followed by a FID. The Gaspro column
separates C1−C8, paraﬃns, and oleﬁns. Innowax separates
larger paraﬁns and oleﬁns (>C9), benzene/toluene/xylene
(BTX), and C9+ aromatics.
Conversion (X, %), space−time yields (STY, mmol·g·cat−1·
−1
h ), and selectivities (S, %) are deﬁned as follows:

selectivity when showing reaction data, thus reporting
unrealistic catalyst CO free selectivities.
To overcome the limitations of the above materials, we have
developed a novel catalyst combination comprising potassium
superoxide-doped iron oxide and a highly acidic zeolite. The
potassium superoxide-doped iron oxide stand-alone catalyst
(Fe2O3@KO2) was recently reported by our group21 and yields
productivities in the order of commercial FTS materials. Here
we go one step forward and combine this material with highly
acidic zeolites to ﬁne-tune the product distribution to either
light oleﬁns (C2−C4) or aromatics. In particular, we have
chosen ZSM-5 owing to the well-known ability of the MFI
topology to generate aromatics22 and mordenite (MOR) due
to its ethylene shape selectivity within the 8-membered ring
(8MR).23,24 When the two components are placed together in
a single reactor, high selectivities for either light oleﬁns (via
MOR) or aromatics (via ZSM-5) and high values of space−
time yields with minimal selectivities for undesired CO and
CH4 are achieved. In-depth characterization via magic angle
spinning (MAS) solid-state nuclear magnetic resonance
(ssNMR) spectroscopy on both spent zeolites reveals that
the reaction mechanism is primarily driven by the incorporation of CO in the network in the form of surface formate
species. Ab initio simulations further demonstrate a diﬀerence
in stability of long-chain alkene intermediates on ZSM-5 and
MOR. As carbenium ions are crucial intermediates for the
conversion of hydrocarbons in zeolites, the diﬀerent product
distribution in the two zeolites can be attributed to the ability
of these two zeolites to activate alkenes toward aromatics
formation or cracking reactions.
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MATERIALS AND METHODS
Chemicals. Iron oxide (Fe2O3, Aldrich), potassium superoxide (KO2, Aldrich), sodium aluminate (NaAlO2, Aldrich),
tetrapropylammonium hydroxide (TPAOH, Aldrich), tetraethyl orthosilicate (TEOS, Aldrich), ammonium nitrate
(NH4NO3, Aldrich), and ZSM-5 (SiO2/Al2O3 = 26, SiO2/
Al2O3 = 52, SiO2/Al2O3 = 300, ACS Materials) were used as
received. Mordenite (SiO2/Al2O3 = 20, Alfa Aesar) was
calcined at 550 °C for 7 h prior to its use. ZSM-5 with SiO2/
Al2O3 = 26 was always used unless otherwise stated.
Catalyst Preparation. The Fe2O3@KO2 catalyst was
obtained by mortar mixing of Fe2O3 and KO2, keeping a
molar ratio of Fe/K = 2. The resultant mixture was heated to
100 °C for 12 h prior to the catalytic measurements. ZSM-5
with SiO2/Al2O3 = 600 was synthesized in our laboratory by
the following procedure: NaAlO2 (0.010 g), TPAOH (16.8
mL, 1 M in H2O), and TEOS (8.4 mL) were mixed in water
(15.6 mL) and aged at 100 °C for 2 h. After being stirred
overnight at room temperature, the mixture was transferred
into an autoclave at 180 °C for 20 h for further crystallization.
The collected solid was centrifuged and washed until pH 7 was
reached. Following, the sample was calcined at 550 °C for 7 h.
Due to the presence of Na ions on the zeolite, an ion-exchange
step was applied with 1 M NH4NO3 solution. Afterward, the
zeolite was again calcined at 550 °C for 7 h.
CO2 Hydrogenation Tests. Catalytic tests were executed
in a 16-channel Flowrence platform from Avantium. Typically
50 mg of the stand-alone Fe2O3@KO2 catalyst and 100 mg of
composite catalyst with Fe2O3@KO2/zeolite with mass ratio
1/1 in a dual-bed conﬁguration were used. The mixed feed had
25 vol% of CO2 and 75 vol% of H2. In addition, 8 mL/min of
He was mixed with the feed as internal standard. We aimed to
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where CHe,blk, CHe,R, CCO2,blk, and CCO2,R are the concentrations
determined by GC analysis of He in the blank (blk), He in the
reactor (R) eﬄuent, CO2 in the blank, and CO2 in the reactor
eﬄuent, respectively, CCn,R is the concentration of the reactor
eﬄuent determined by GC analysis of a product with n carbon
atoms, and GHSVCO2 is the CO2 gas space−time velocity in
mL·g·cat−1·h−1. The error in carbon balance was better than
2.5% in all cases.
Nitrogen Adsorption Measurements. Nitrogen adsorption and desorption isotherms were recorded on a Micromeritics ASAP 2040 system at 77 K. Samples were previously
evacuated at 373 K for 16 h. The Brunauer−Emmett−Teller
(BET) method was used to calculate the surface area. The p/p0
range for BET analysis was 0.067 < p/p0 < 0.249.
X-ray Diﬀraction (XRD) Measurements. XRD patterns
were obtained using Bruker D8 equipment in Bragg−Brentano
conﬁguration using Cu Kα radiation. The diﬀractograms were
scanned with a step size of 0.02° in the 2θ range of 20−80°.
The crystalline phase was identiﬁed by comparison with data
from the Inorganic Crystal Structure Database (ICSD).
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Temperature-Programed Desorption (TPD) Measurements. TPD experiments were carried out on a Micromeritics
ASAP 2020 analyzer. The catalyst samples were ﬁrst heated in
a helium ﬂow at 350 °C for 4 h, followed by cooling to 50 °C.
After cooling, the zeolites were saturated in ammonia, and the
temperature of the samples was increased linearly at a rate of
10 K·min−1. Ammonia was fed at atmospheric pressure with a
5 vol% NH3 concentration diluted in helium. The ammonia
desorption was continuously monitored by a thermal
conductivity detector.
Inductively Coupled Plasma (ICP) Measurements. The
analyses were carried out on an ICP−optical emission
spectrometer after digestion of the solid samples. Complete
digestion of the powder samples was achieved using aqua regia
in a ratio of 1 mg of catalyst:1 mL of aqua regia for 24 h at
room temperature.
Electron Microscopy and Elemental Mapping. Transmission electron microscopy (TEM) of the samples was
performed with a Titan Themis-Z microscope from Thermo
Fisher Scientiﬁc by operating it at an accelerating voltage of
300 kV and with a beam current of 0.5 nA. Dark-ﬁeld imaging
was performed by scanning TEM (STEM) coupled to a highangle annular dark-ﬁeld (HAADF) detector. The STEMHAADF data were acquired with a convergence angle of 29.9
mrad and a HAADF inner angle of 30 mrad. Furthermore, an
X-ray energy dispersive spectrometer (FEI SuperX, ∼0.7 srad
collection angle) was also utilized in conjunction with DFSTEM imaging to acquire STEM-energy dispersive spectrometry (EDS) imaging data sets (image size 1024 × 1024 pixels,
dwell time 5 μs). During the acquisition of these data sets, at
every image pixel, a corresponding EDS spectrum was also
acquired to generate simultaneously the elemental maps of Fe,
O, C, and K atoms. It is also pertinent to note herein that
spectrum-imaging data sets were acquired in so-called frame
mode, in which the electron beam was allowed to dwell at each
pixel for only a few microseconds in order to keep the total
frame time to 6 s or less. Both imaging and spectroscopy data
sets for each sample were acquired as well as analyzed with a
newly developed software package called Velox from Thermo
Fisher Scientiﬁc. The elemental maps for Fe, O, C, and K
atoms were computed using the extracted intensities of their
respective Kα lines after background subtraction. The
generated maps were slightly post-ﬁltered by applying a
Gaussian ﬁlter (σ = 0.5).
Nuclear Magnetic Resonance Measurements. The
MAS ssNMR spectroscopic experiments were performed on
Bruker AVANCE III spectrometers operating at 400 MHz
frequency for 1H using a conventional double-resonance 4 mm
CPMAS probe (CP = cross-polarization). NMR chemical
shifts are reported with respect to the external reference
adamantane. For 1H−13C CP experiments, the following
sequence was used: 90° pulse on the proton (pulse length
2.4 s), then a CP step with the contact time of typically 2 ms,
and ﬁnally acquisition of the 13C NMR signal under highpower proton decoupling. The delay between the scans was set
to 5 s to allow complete relaxation of the 1H nuclei, and the
number of scans is mentioned in the respective ﬁgure captions.
An exponential apodization function corresponding to a line
broadening of 80 Hz was applied prior to Fourier transformation. The 2D 1 H− 13C heteronuclear correlation
(HETCOR) ssNMR spectroscopy experiments were performed according to the following scheme: 90° proton pulse,
t1 evolution period, CP to 13C, and detection of the 13C

magnetization under two-pulse phase modulation (TPPM)
decoupling. For the CP step, a ramped radio frequency (RF)
ﬁeld centered at 75 kHz was applied to the protons, while the
13
C channel RF ﬁeld was matched to obtain an optimal signal.
Using a short contact time (0.2 ms) for the CP step, the
polarization transfer in the dipolar correlation experiment was
veriﬁed to be selective for the ﬁrst coordination sphere to lead
to correlations only between pairs of attached 1H−13C spins
(C−H directly bonded). 2D 13C−13C spectra were recorded
using a 2 s recycle delay as well as 10 ms (F2) and 6 ms (F1)
acquisition times. Herein, carbons were polarized via CP, and
13
C−13C mixing was achieved through proton-driven spin
diﬀusion using phase-alternated recoupling irradiation schemes
(PARIS) for 30 ms. 39K MAS ssNMR was performed on 900
MHz Bruker AVANCE IV 21.1 T spectrometers quipped with
4 mm CPMAS probes. 39K shifts were referenced to KBr, and
typically a recycle delay of 1 s was used.
Computational Methodology. To rationalize the diﬀerence in selectivity between the two catalysts, a series of ﬁrstprinciples static and molecular dynamics (MD) simulations
were performed in H-ZSM-5 and H-MOR according to general
principles outlined in the work of V. Van Speybroeck et al.25
All calculations were performed on fully periodic models of HZSM-5 and H-MOR. For H-ZSM-5, a single unit cell
containing 96 T atoms has been used, while for H-MOR, a
1×1×2 super cell consisting of 96 T atoms has been used. Each
catalyst model contains a single Brønsted acid site (BAS) per
unit cell, which is created by substituting a Si atom by an Al
atom and adding a charge-compensating proton. Both zeolites
exhibit a fundamentally diﬀerent channel system. H-ZSM-5 has
the MFI topology, characterized by perpendicularly intersecting straight (5.3 Å × 5.6 Å) and sinusoidal (5.1 Å × 5.5 Å) 10ring channels.26 Al substitution was done at the T12 site, i.e., at
the intersection of the straight and sinusoidal channels (Figure
S1A). This location oﬀers maximal accessibility for reacting
guest molecules and is therefore the most common acid site
position in modeling studies.27 H-mordenite has the MOR
topology, characterized by parallel 8-ring (2.6 Å × 5.7 Å) and
12-ring (6.5 Å × 7.0 Å) straight channels which are connected
via 8-ring side pockets.26 In H-MOR, the active site can be
located at four diﬀerent framework positions (Figure S1B)
which result in diﬀerent local environments for the adsorbates.
The T1 site is situated at the intersection of the 12-ring
channel and the 8-ring channel. This location provides a
maximal amount of space for the adsorbed molecules, which
can reside in the main 12-ring channel. The T2/T4 sites are
located at the intersection of the 12-ring channel and the 8-ring
side pocket, which provides partial conﬁnement as adsorbates
need to (partly) diﬀuse into the side pocket to approach this
active site. The T3 site is found at the intersection of the 8-ring
channel and the 8-ring side pocket. Bulky, long-chained
molecules, however, are sterically hindered to diﬀuse into the
8-ring channel. Therefore, this active site will only be accessible
for small molecules. In this study, the Al substitution is placed
either at the T1 or T2 site, which will be further denoted as
zeolite MOR-1 and MOR-2, respectively.
Periodic density functional theory (DFT) calculations were
performed with the Vienna Ab Initio Simulation Package
(VASP 5.4.1).28−31 Optimized geometries were obtained using
the conjugate gradient method. For all calculations, the PBE
functional32 with additional Grimme D3 dispersion corrections33 was used. The projector augmented wave (PAW)
approximation34,35 was applied, and sampling of the Brillouin
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Figure 1. Characterization of the bifunctional Fe2O3@KO2/zeolite material. (A) XRD patterns of the commercial zeolites and the fresh and spent
stand-alone Fe catalyst. (B) TEM image of the stand-alone Fe catalyst activated under reaction conditions. K (C) and Fe (D) elemental mapping of
the stand-alone Fe catalyst activated under reaction conditions.

zone was restricted to the Γ-point. The plane wave energy
cutoﬀ was set to 600 eV. The threshold for the electronic selfconsistent ﬁeld (SCF) calculations was ﬁxed at 10−5 eV. The
nature of the stationary points was veriﬁed by a normal-mode
analysis using partial Hessian vibrational analysis (PHVA)36−38
on the adsorbates and an 8T cluster of the framework, centered
around the acid site. To determine the adsorption enthalpy
and free energy, thermal corrections were estimated based on
the harmonic oscillator (HO) approximation with the inhouse-developed processing toolkit TAMkin.39
Ab initio MD simulations were carried out with the CP2K
software package (CP2K 3.0).40 The revPBE functional41 with
inclusion of Grimme D3 dispersion corrections33 was chosen
as the level of theory. The DZVP-GTH basis set,42 which is a
combination of Gaussian basis functions and plane waves43,44
with a cutoﬀ energy of 320 Ry, was used for all atoms. The
SCF convergence criterion was ﬁxed at 10−6 eV. All
simulations were performed in the NVT ensemble using a
time step of 0.5 fs. The temperature (350 °C) was controlled
by a chain of ﬁve Nosé−Hoover thermostats.45,46 Unit cell
parameters were determined from a preliminary 10 ps MD run
in the NpT ensemble at 350 °C and 1 bar, which was
controlled by an MTK barostat (see Table S2).47 All systems
were ﬁrst equilibrated for 5 ps, followed by a production run of
100 ps to obtain a suﬃcient sampling of the phase space. The
plane wave kinetic energy cutoﬀ was set to 600 eV. The
threshold for the electronic self-consistent cycle was set at 10−5
eV, while the ionic convergence criterion was set at 10−4 eV for
all relaxations.
Umbrella sampling (US) simulations were performed with
CP2K as MD engine, interfaced with the advanced simulation
library PLUMED.48 To sample the activated transition from an
alkene to a carbenium ion, a predeﬁned reaction coordinate or
collective variable (CV) was used. The protonation of a linear

alkene can be described by a single CV based on a
coordination number (CN), which is deﬁned as
CN =

∑
i,j

1 − (rij/r0)nn
1 − (rij/r0)nd

in which the sum runs over two sets of atoms i and j with rij the
interatomic distance between atom i and atom j, and r0 a
reference distance. The parameters nn and nd are set at 6 and
12, respectively. To describe the proton transfer from the
zeolite (z) to the hydrocarbon (hc), a CN between the oxygen
atoms of the acid site (Oz) and the hydrogen atoms of the
hydrocarbon (Hhc) (see Figure S2) is used as CV.49 A
reference distance of 1.25 Å was selected.
The CV was divided into 32 equidistant windows. For each
window, a regular 25 ps MD simulation with an additional
harmonic bias potential was carried out to ensure each part of
the reaction is equally well sampled.50 The bias potential has a
spring constant of 3000 kJ·mol−1. The MD simulations were
initiated from conﬁgurations that were randomly obtained
from a moving bias potential simulation, describing the entire
range of the reaction coordinate. For the US simulations, the
TZVP-GTH basis was used, which allows for an improved
description of the host−guest interactions. All other MD
settings remained unchanged. Ultimately, the free energy
proﬁle was reconstructed from the sampling distribution in
each window, using the weighted histogram analysis method
(WHAM).51,52

■

RESULTS
Catalytic Performance of the Bifunctional Systems
on the CO2 Hydrogenation Reaction. Synthesis of the
stand-alone Fe-based catalyst was done according to our recent
work.21 Brieﬂy, we prepared Fe2O3@KO2 catalyst by mortar
mixing commercial iron oxide and commercial potassium
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Figure 2. Catalytic performance of the bifunctional Fe2O3@KO2/zeolite system. (A) Product distribution of the Fe2O3@KO2/ZSM-5 and Fe2O3@
KO2 catalysts after 50 h TOS. (B) Product distribution of the Fe2O3@KO2/MOR and Fe2O3@KO2 catalysts after 50 h TOS. (C) Stability of the
Fe2O3@KO2/ZSM-5 bifunctional catalyst during 150 h TOS. (D) Stability of the Fe2O3@KO2/MOR bifunctional catalyst during 150 h TOS.
Reaction conditions: 375 °C, 30 bar, H2/CO2 = 3, and 5000 mL·g−1·h−1.

aromatics increases to 61.4% in the liquid fraction (C5+).
However, this aromatic increase is accompanied by a decrease
of the C2−C10 oleﬁns and the formation of isobutane as main
byproduct. The aromatic distribution is presented in Figure S6.
We detected aromatics up to C10, toluene being the most
abundant aromatic compound formed, followed by xylenes and
C9 aromatics.
In a similar but diﬀerent manner, the addition of MOR shifts
the product distribution by enhancing the formation of
ethylene and propylene, the two most highly demanded oleﬁns
(see Figure 2B). In particular, total selectivities to ethylene and
propylene of 11.5% and 12.5% can be achieved. Interestingly,
MOR does not seem to be active in hydrocarbon cracking,
since the yields of most hydrocarbon fractions (except for the
above-mentioned C2 and C3 fractions) remain almost
unchanged. Both bifunctional systems are stable under reaction
conditions for at least 100 h (see Figure 2C,D). On an
additional note, the CO2 conversion remains invariable for
both MOR and ZSM-5 systems in comparison with the bare
Fe2O3@KO2 catalyst and with good reproducibility between
diﬀerent batches (see Table S5).
In line with some previous reports,53 CO selectivity
decreases upon incorporation of a zeolite component. In
particular, in the Fe2O3@KO2/MOR the CO selectivity is
13.7% while in the Fe2O3@KO2/ZSM-5 it is as low as 12.8%,
the lowest values reported for this kind of systems (see Table
S1). This eﬀect was further evaluated by performing CO cofeeding experiments. The addition of CO to the feed
signiﬁcantly increases the conversion for both bifunctional
systems (see Table 1), which indirectly indicates the existence
of carbonylated reactive intermediates during the reaction.

superoxide, keeping a molar Fe/K ratio of 2. Figure 1A shows
the XRD patterns of the commercial zeolites (MOR and ZSM5) and the fresh and used stand-alone Fe2O3@KO2 after 50 h
time-on-stream (TOS) at 375 °C, 30 bar, H2/CO2 = 3, and
10000 mL·g−1·h−1. In the fresh catalyst, a mixture of magnetite
and potassium carbonate can be observed, while on the spent
catalyst, no trace of the crystalline potassium carbonate is
observed and the iron oxide is partially transformed to iron
carbide, Fe5C2. STEM was used to further investigate the
properties of the Fe2O3@KO2 catalyst after reaction. In
accordance with our previous work, the Fe2O3@KO2 catalyst
is composed mainly of a carbonaceous structure containing
large amounts of cationic K (see Figure S3), homogeneously
distributed over the matrix along with nanosized Fe (see
Figure 1D). Both commercial zeolites were also characterized
by means of ICP, BET, and ammonia TPD, showing values
close to the ones provided by the manufacturer (see Figure S4
and Table S3).
The detailed performance of the stand-alone Fe2O3@KO2
catalyst in the hydrogenation of CO2 after 50 h TOS at 375
°C, 30 bar, and H2/CO2 = 3 is summarized in Table S4. The
CO2 conversion for this catalyst is 48.1%, with a total oleﬁn
selectivity of 57.4%, a CH4 selectivity of 15.2%, and a CO
selectivity of only 15.9%. This catalytic performance is stable
during at least 100 h TOS (see Figure S5). The light oleﬁns
fraction accounts for 49.3% of the total oleﬁns, with a total
oleﬁn/paraﬃn ratio of 8.5. This product distribution is shifted
drastically by assembling the bifunctional system incorporating
a zeolite (MOR or ZSM-5) in a dual bed conﬁguration with a
1/1 mass ratio. The addition of highly acidic ZSM-5 enhances
the formation of aromatics (see Figure 2A). The selectivity of
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temperatures (325, 350, and 375 °C) and pressures (20, 30,
and 40 bar). For the Fe2O3@KO2/ZSM-5 combination, it can
be observed that reaction temperatures of 325 °C are not
enough to completely trigger the aromatization mechanism in
ZSM-5. On the other hand, similar aromatics selectivities are
obtained at 350 and 375 °C (see Figure S8). Varying the
pressure had less eﬀect on the aromatics selectivity while, not
surprisingly, increasing the pressure led to higher CO2
conversions (up to 53.8%) and vice versa. For the Fe2O3@
KO2/MOR system (see Figure S9), an increase of the oleﬁn
selectivity with the pressure is observed, regardless of the
reaction temperature, achieving a total C2−C4 light oleﬁns
selectivity of 35.2% with a CO2 conversion of 54.1% at 375 °C
and 40 bar. In addition, unlike the case with ZSM-5, 325 °C
seems to be suﬃcient to trigger the light oleﬁn formation
mechanism in this MOR system.
Solid-State NMR Characterization of the Spent
Zeolites. To obtain some insight into the reaction
mechanisms and derive structural information on zeolitetrapped species, advanced MAS ssNMR was performed on the
post-reacted zeolite materials. In the 1D 1H−13C CP spectra
(Figure S10), two predominant features were observed: (i) 8−
40 ppm aliphatic and methyl groups and (ii) 120−158 ppm
oleﬁnic and/or aromatic moieties. On a closer look, the lack of
signal for the unsaturated species speciﬁcally on the postreacted MOR sample indicates the plausible non-existence of
aromatic species. Alternatively, a relatively more intense signal
on the post-reacted zeolite ZSM-5 (even with the lower
number of scans) over zeolite MOR suggests relatively more
eﬃcient CP transfer in the former case, implying it is a
relatively more hydrogen-rich system (Figure S10). Thermogravimetric analysis further conﬁrms the existence of a
hydrogen-deﬁcient system in the MOR (Figure S11), as low
hydrogen-to-carbon ratio coke (i.e., removed at temperatures
above 550 °C) accounts for a total 12.7% weight loss in the
spent MOR compared with the 4.5% observed in the spent
ZSM-5. Next, 2D 1H−13C CP-HETCOR experiments were
performed for 1H−13C correlations on both post-reacted
zeolites (Figures 4 and 5), which clearly distinguishes their
non-identical nature.
In MOR, oleﬁnic carbons were typically correlated to both
oleﬁnic and aliphatic methyl hydrogens, which indicates that

Table 1. Eﬀect of CO Co-feeding on the Fe2O3@KO2/
Zeolite Bifunctional Catalystsa
selectivity (%)
catalyst

CO
co-feed

convb
(%)

C1

arom

C2-C4=

Fe2O3@KO2/ZSM-5
Fe2O3@KO2/ ZSM-5
Fe2O3@KO2/MOR
Fe2O3@KO2/MOR

no
yes
no
yes

48.9
58.4
48.3
57.9

13.9
19.5
14.5
20.7

24.9
28.4
2.6
3.0

12.1
11.1
33.3
38.3

a
Reaction conditions: 30 bar, H2/(CO+CO2) = 3, CO/CO2 = 1, and
5000 mL·g−1·h−1. bTotal carbon (CO + CO2) conversion.

Furthermore, the addition of CO to the feed also increases
selectivity to oleﬁns and aromatics, achieving a total C2−C4
oleﬁn selectivity of 38.3% with a carbon conversion of 57.9% in
the Fe2O3@KO2/MOR catalyst and a total aromatic selectivity
of 28.4% with a carbon conversion of 58.3% in the Fe2O3@
KO2/ZSM-5 catalyst at 375 °C (see Table 1).
The eﬀect of the catalyst spatial arrangement was studied for
both bifunctional systems (see Figure S7). When the spatial
arrangement was changed from dual bed to a mortar-mixed
system, the performance was inferior in both systems, yielding
carbon monoxide as the primary product. These results suggest
that the acidity of the zeolite is poisoning the K basicity of the
catalyst and vice versa, in accordance with previous reports.8 It
also suggests the high mobility of K in our catalytic system,
which could indeed be rationalized by ssNMR spectroscopy.21
In addition, for the particular system of ZSM-5, the eﬀect of
the SiO2/Al2O3 ratio was also evaluated. Figure 3A shows that,
upon increasing the SiO2/Al2O3 ratio, the total aromatic
selectivity decreases. Interestingly, a linear relationship was
observed between the aromatics produced and the paraﬃns
formed as byproducts, with isobutane as the main co-product
in all cases (see Figure 3B). This trend is line with previous
works, with isobutane being the main byproduct of the
ethylene/propylene/butene aromatization, closely followed by
propane.14 H-transfer reactions, which play a key role in the
formation of both aromatics and paraﬃns from light oleﬁns,
are the main driving force behind this eﬀect.54
The eﬀect of the reaction conditions was further evaluated
by performing CO2 hydrogenation tests at diﬀerent reaction

Figure 3. Eﬀect of zeolite properties on the catalytic performance of the Fe2O3@KO2/ZSM-5 bifunctional system. (A) Eﬀect of the SiO2/Al2O3
ratio on the aromatic selectivity. (B) Molar relationship between aromatics and the paraﬃns produced for the diﬀerent SiO2/Al2O3 ratios tested.
Reaction conditions: 375 °C, 30 bar, H2/CO2 = 3, 5000 mL·g−1·h−1, and 50 h TOS.
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Figure 4. 2D MAS 1H−13C cross-polarization HETCOR ssNMR correlations of identiﬁed zeolite MOR trapped molecular scaﬀolds: oleﬁnic/
vinylic (in light green), aliphatic (in blue), and carbonyl (in purple). (A) Spectra obtained on the post-reacted MOR after the hydrogenation of
carbon dioxide over Fe2O3@KO2/MOR for 50 h. Herein, dipolar cross-polarization was used to polarize carbons in this correlation spectrum.
Zooms of (B) aliphatic and (C) carbonyl regions are displayed separately (number of scans = 3504).

Figure 5. 2D MAS 1H−13C cross-polarization HETCOR ssNMR correlations. (A) Spectra obtained on the post-reacted ZSM-5 after the
hydrogenation of carbon dioxide over Fe2O3@KO2/ZSM-5 for 50 h. (B) Identiﬁed zeolite ZSM-5-trapped molecular scaﬀolds: oleﬁnic/vinylic (in
light green), mono-aromatics (in green), poly-aromatics (in brown), and aliphatic (in blue) (number of scans = 2496).

species, as well as paraﬃns, were distinguishable (Figure 5).
Herein, we also identiﬁed that signals were relatively sharper/
narrower in MOR than ZSM-5, which either could be due to
the mobility of zeolite-trapped species or because they may
reside in one exclusive conformation/environment in the
zeolite framework.55−58
Although the NMR samples were prepared using naturally
abundant reactants, we still have attempted to perform 2D
13
C−13C correlation spectroscopy, only on the post-reacted
ZSM-5 material (i.e., a more hydrogen eﬃcient system than

alkylated oleﬁnic/vinylic species were the primary trapped
organics (Figure 4). In the carbonyl region, two carbon signals
at 189.8 and 192.8 ppm (typically a ketonic carbonyl region)
correlate with a H-signal around 9.5−12 ppm, which could be
attributed to surface formate species (Figure 4). These two
signals presumably could appear due to the existence of surface
formate species in a non-identical environment, such as in 8and 12-membered rings within MOR.
Similarly, in the 2D 1H−13C CP-HETCOR spectra on ZSM5, alkylated aromatics/poly-aromatics and oleﬁnic/vinylic
6326
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Figure 6. Adsorption free energy at 350 °C for 1-, 2-, 3-, and 4-nonene and 2-nonyl carbenium ion in H-ZSM-5, H-MOR-1, and H-MOR-2 with
the empty framework and the respective n-nonene in the gas phase as reference state. For the carbenium ion, gas-phase 1-nonene and the empty
framework are chosen as reference (level of theory: PBE-D3).

Upon adsorption of an alkene in a Brønsted acid zeolite, four
diﬀerent adsorption states can be formed, as shown in Figure
S14: (i) a physisorbed van der Waals (vdW) complex,
characterized only by dispersion interactions with the zeolite
wall; (ii) a physisorbed π-complex, in which the double CC
bond forms a π-H interaction with the Brønsted acid site; (iii)
a chemisorbed carbenium ion, formed via protonation of the
alkene; and (iv) a chemisorbed alkoxide, which is covalently
bonded to the framework. Previously, we showed that
alkoxides are unstable for C4−C8 alkenes at elevated
temperature,69,70 an observation which can likely be extrapolated to C9 alkoxides.
First, the adsorption behavior of linear nonene species was
characterized by static DFT calculations. The resulting
adsorption free energies at 350 °C for the n-nonene πcomplexes and 2-nonyl carbenium ion in both zeolites are
plotted in Figure 6. The adsorption enthalpies are shown in
Figure S15. In MFI, the adsorbates are located in the straight
10-ring channel. In MOR-1with the acid site located at the
T1 positionthe adsorbates are located in the main 12-ring
channel. In MOR-2with the acid site located at the T2
positionthe adsorbates are located in the side pocket with
the tail of the alkyl chain protruding in the main channel.
Figure S16 shows the geometries of the optimized 1-nonene
and 4-nonene π-complexes in both zeolites. In MFI, the
adsorption free energies are found to be ca. 20−30 kJ·mol−1
lower than in MOR, which may be explained by the enhanced
stabilization of the alkenes in the more conﬁned 10-ring
channels of MFI. The homologous n-nonene series has nearly
equal adsorption free energies in MOR-1. However, in MOR2, the adsorption free energy increases signiﬁcantly from 1nonene to 4-nonene. For 1-nonene only the double bond is
situated in the side pocket, while for 4-nonene the alkyl chain
penetrates much deeper into the 8-ring side pocket, thus
resulting in an entropically less favorable conﬁguration.
The 2-nonyl carbenium ion has a much lower adsorption
strength than the nonene π-complex in both zeolites. The free
energy diﬀerence between 1-nonene and the 2-nonyl
carbenium ion is higher in MOR-1 (49 kJ·mol−1) than in
MFI (44 kJ·mol−1), although it should be noted that this rather
subtle diﬀerence lies within the margin of error. In MOR-2, the
chemisorbed carbocation could not be localized as a stable
state on the potential energy surface. Due to the proximity of

MOR), with an aim to investigate the heterogeneity of the
sample as well as the zeolite-trapped C1 species (Figure
S12A,B). In general, this measurement also reveals the
existence of the alkylated aromatic/polyaromatic/oleﬁnic
species (Figure S12A), which is consistent with our other
observations. Moreover, 2D 13C−13C spectra between 48 and
68 ppm illuminated the presence of several (albeit lower
quantity) zeolite-surface bound oxygenated species (Figure
S12B). In this region, two binding modes each of methanol
and dimethyl ether on zeolite were identiﬁed.56,57 The
assignment of surface-adsorbed methanol species was further
conﬁrmed by a separate chemisorption experiment (Figure
S12C). The line width of the 57 ppm peak (belonging to
surface methoxy species, SMS) is only signiﬁcantly broader,
suggesting heterogeneity in its molecular environment.58
Interestingly, another strong cross-peak between 57.1 and
47.1 ppm indicates the close proximity of SMS and surfaceadsorbed methanol.57 In principle, such close proximity is
indicative of their reaction through the polarization of the C−
H bond of SMS by a neighboring adjacent oxygen to form
direct carbon−carbon bonds, possibly through the carbene-like
reaction intermediate.57 Additionally, as also indicated above,
we have detected the migration of potassium as a hydrated
potassium species (i.e., K(H2O)8+) formed in situ by high-ﬁeld
39
K ssNMR spectroscopy from the metallic to the zeolitic
component during the reaction (see Figure S13).59
Theoretical Calculations on the Role of the Zeolite
Framework. To obtain nanoscopic insight into the
adsorption, mobility, and reactivity of alkene intermediates in
ZSM-5 and MOR, a comprehensive set of theoretical
calculations has been undertaken on C9 alkenes. We
investigated 1-nonene as a model component because the C9
fraction appears to be unreactive on MOR, while it is almost
entirely converted into aromatics on ZSM-5 (see Figure 2).
Furthermore, a great fraction of the aromatics produced
contain nine carbons (see Figure S6) and were also detected
trapped in the ZSM-5 framework (see Figure S12A). This C9
aromatics fraction is likely formed via direct cyclization of
adsorbed nonene that typically takes place through carbenium
ion intermediates.27,60−65 Additionally, as double bond isomerizations are known to readily occur,66−68 the other n-nonene
compounds are also included in this study.
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Figure 7. Sampling percentage of the π-complex, vdW-complex, and carbocation intermediates during the 100 ps MD simulations of the linear C9
species at 350 °C in (A) H-ZSM-5, (B) H-MOR-1, and (C) H-MOR-2 (level of theory: revPBE-D3/DZVP-GTH).

Figure 7 shows the sampled π-complex, vdW-complex, and
carbenium ion time fractions during the 100 ps MD
simulations. As the simulation length is probably too short
to satisfy the ergodic hypothesis, these results should be
considered as a qualitative description of the stability of these
intermediates. Furthermore, the applied level of theory might
also inﬂuence the relative lifetimes of the various species. In HZSM-5, the π-complex is the most sampled state, irrespective
of the starting conﬁguration, followed by the vdW-complex and
the carbocation (Figure 7A). In H-MOR-1, the weaker π-H
interactions are not strong enough to compensate for the
entropic gain of forming vdW-complexes at 350 °C. As a result,
the vdW-complex is by far the most stable state, despite the
easy accessibility of the active site (Figure 7B). In H-MOR-2,
the lifetime of the physisorbed states depends on the position
of the nonene species. When (partly) residing in the 8MR side
pocket, π-complexes are quite stable due to the proximity of
the acid site and the hindered mobility of the alkyl chain.
When they reside in the main channel, the situation resembles
H-MOR-1, and vdW-complexes are the most stable state
(Figure 7C). In general, the π-complex fraction has a higher
probability to occur in ZSM-5 than in MOR, which suggests
that nonene will bind more strongly to the acid site in ZSM-5
at 350 °C.
To obtain further insight into the mobility of the nonene
species in the zeolite pores in depth, 2D scatter plots of the
mobility of 1-nonene and 4-nonene along the channel
directions of MFI (Figure S17) and MOR (Figure S18) were
constructed. In MOR-1, it is immediately clear that the alkene

the acid site in the side pocket, the 2-nonyl carbenium ion
spontaneously deprotonates during the geometry optimization.
In general, secondary carbenium ions are not expected to be
very stable based on static calculations, as was also shown in
our earlier work.49,69
From these static simulations, we can already conclude that
C9 alkenes generally adsorb more strongly in ZSM-5 compared
to MOR. However, such static calculations show some
limitations to properly account for the operating conditions.
More particularly, only a single conﬁguration of the adsorbate
is considered, whereas at ﬁnite temperature, the adsorbed
alkenes will typically possess suﬃcient energy to allow rapid
rearrangements to other conﬁgurations.49,69−72 To properly
account for ﬁnite temperature eﬀects and the conﬁgurational
freedom of the guest species, MD simulations were performed
at the reaction temperature of 350 °C.
The dynamic behavior of the C9 species inside ZSM-5,
MOR-1, and MOR-2 was evaluated through ﬁve simulations,
starting from 1-nonene, 2-nonene, 3-nonene, and 4-nonene πcomplexes and a 2-nonyl carbenium ion geometry. Compared
to those in smaller alkenes, nonyl carbenium ions may be
formed more easily because the charge-stabilizing inductive
eﬀect is more pronounced for longer chains.49 Indeed, alkene
(de)protonation reactions can occur in the course of the
simulations as well as regular transitions between the alkene πcomplex and vdW-complex. To distinguish between the
diﬀerent adsorption states at each instant, an empirical
criterion based on characteristic distances was established, as
described in ref 69.
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between 1-nonene and a nonyl carbenium ion amounts to 32
and 42 kJ·mol−1, respectively. Compared to the neutral alkene,
carbenium ions are thus less stable in MOR than in ZSM-5 and
their formation is slightly more highly activated. These free
energy proﬁles clearly show the subtle diﬀerence between the
two zeolites for the activation of 1-nonene.
The stability of carbenium ions is inﬂuenced not only by
topology but, among others, also by temperature, chain length,
and branching.49,69 For higher reaction temperatures, it can be
expected that the stability of carbenium ions will increase also
in MOR. Furthermore, branching aﬀects the stability of alkene
intermediates to a large extent, since more stable tertiary
carbenium ions may be formed upon protonation. Herein, we
assumed that the importance of branched alkenes is limited, as
linear α-oleﬁns are the primary FTS products. However, the
relevance of branched intermediates might be a topic for
further investigation.

species can easily diﬀuse away from the active site along the
large 12-ring main channel during the 100 ps simulation. In
MOR-2, all nonene species diﬀuse rapidly from their initial
position in the side pocket to the main channel, as this will
result in a signiﬁcant increase in conformational freedom. For
1-nonene the diﬀusion is almost instantaneous, while 4nonenewhich has a large part of the alkyl chain protruding in
the side pocketresides much longer in the side pocket before
eventually traveling to the main channel, as evidenced by the
large volume fraction of the side pocket which is visited during
the simulation. The diﬀusion process to the main channel takes
much longer, thus explaining the large π-complex fraction for
the 3-nonene and 4-nonene simulations (Figure 7C). Also, 4nonene and 3-nonene ﬁrst undergo a spontaneous isomerization into 2-nonene before diﬀusing to the main channel,
which conﬁrms the higher adsorption strength of 2-nonene in
MOR-2 as predicted by our static calculations (vide supra). On
the other hand, in ZSM-5, the nonene species travel over a
distance of only 10 Å along the straight channel. The C9
alkenes are more tightly bound in ZSM-5 and remain adsorbed
at the channel intersection. The tail of the alkyl chain can
reside both in the straight and in the sinusoidal channel. For 4nonene, these two preferred adsorption locations can clearly be
distinguished from the adsorbate mobility (see Figure S17B).
In ZSM-5, transitions between the neutral alkene and the
carbenium ion are observed in four out of the ﬁve simulations
(Figure 7A). The total sampling time of the carbocation state
ranges between 0 and 10 ps. Although carbenium ions are
clearly much less stable than physisorbed alkenes, their lifetime
is not negligible. In contrast, in both MOR zeolites, carbenium
ions were not sampled, except for a very brief instant (<0.1 ps)
during the double bond isomerizations. Even when starting
from a carbenium ion conﬁguration, immediate deprotonations
occurred. These observations indicate that the relative energy
diﬀerence between a nonyl carbenium ion and a physisorbed
nonene is larger for MOR than for ZSM-5. The varying pore
topology of both zeolites may explain the diﬀerence in
carbocation stability. The size of the zeolite pores was
previously shown to crucially aﬀect the stability of alkene
intermediates.73−79 The 10-ring channels of ZSM-5 provide a
much better conﬁnement than the larger 12-ring channels of
MOR. Furthermore, the location of the acid site at the channel
intersection allows for an optimal accessibility. In the main
channel of MOR, the average distance of the adsorbate to the
zeolite wall will be larger than in ZSM-5. Therefore, the
stabilizing eﬀect of dispersion and vdW interactions will be
reduced. In the 8-ring side pocket of MOR, a much more
conﬁned space is available for the adsorbate. However, this
beneﬁcial eﬀect is counteracted by the overall mobility and
entropy loss when the adsorbate is located in the side pocket.
Based on this qualitative data set, it can be concluded that
carbenium ions seem to be formed preferentially on ZSM-5.
However, to estimate the reactivity toward double bond
activation, US simulations were carried out to reconstruct the
free energy proﬁle for the protonation of 1-nonene into a nonyl
carbenium ion. In this way, the conﬁgurational freedom of the
adsorbed C9 species is equally well accounted for along the
entire reaction coordinate. Figure S19 displays the resulting
free energy proﬁle for ZSM-5 and MOR-1 at 350 °C. Due to
the tendency of nonene to diﬀuse along the main channel,
zeolite MOR-2 was not considered. In ZSM-5, a free energy
barrier of 61 kJ·mol−1 is obtained, while MOR-1 shows a
protonation barrier of 67 kJ·mol−1. The free energy diﬀerence

■

DISCUSSION
In line with previous reports,7,8,16−20 our results conﬁrm that
the addition of a highly acidic zeolite to a CO2 hydrogenation
catalyst shifts the product distribution, breaking now the ASF
distribution. The addition of highly acidic ZSM-5 enhances the
formation of aromatics (see Figure 2A), increasing the
selectivity to 61.4% in the liquid fraction (C5+). However,
this increase in aromatics is accompanied by a decrease of the
C2−C10 oleﬁns and the formation of isobutane as the main
byproduct (see Figure 3B). The addition of MOR enhances
the formation of ethylene and propylene (see Figure 2B), with
a total selectivity to ethylene of 11.5% and a total selectivity to
propylene of 12.5%. However, in this zeolite, the bulk of the
hydrocarbon fraction remains practically unchanged. Interestingly, the CO selectivity decreases in both cases (as low as
12.8% in the ZSM-5 and 13.7% in the MOR), implying that
CO plays a role in both zeolitic reaction networks.54
Furthermore, when CO is co-fed in the system, the carbon
conversion and both aromatic and light oleﬁn selectivities
sharply increase (Table 1).
The proximity of the two components of the bifunctional
catalyst was found to be critical: when the spatial arrangement
was changed from dual bed to mortar mixed, the main product
was always CO for both MOR and ZSM-5 (see Figure S7).
These results can be a consequence of K poisoning by the
acidity of the zeolite.8 The SiO2/Al2O3 ratio was also found to
be critical for the ZSM-5 system: upon increasing the SiO2/
Al2O3 ratio, the total aromatic selectivity decreased, showing a
linear relationship between the aromatics produced and the
paraﬃns formed as byproducts (see Figure 3B). According to
our results, for each mole of aromatics produced, 0.9 mol of C3
paraﬃns and 1.5 mol of C4 paraﬃns are co-produced,
regardless of the SiO2/Al2O3 ratio.
To unravel this complicated reaction network, advanced
MAS ssNMR spectroscopy, including 2D correlation experiments (1H−13C and 13C−13C), was performed on the postreacted zeolite materials to derive structural information on
trapped organics. Altogether, our ssNMR study indicates that
methylated oleﬁnic/vinylic species, zeolite surface formate
species, and paraﬃns were primarily trapped on the postreacted MOR zeolite (Figure 4), whereas post-reacted zeolite
ZSM-5 was overwhelmed by alkylated (i.e., both methylated
and ethylated) aromatics, polyaromatics, and oleﬁnic/vinylic
species as well as paraﬃns (Figure 5 and Figure S12). The 2D
13
C−13C spectrum also illuminates the presence of surface6329
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stabilization of the involved intermediates can be inﬂuenced
and the selectivity can be tuned toward the targeted product
distribution. In ZSM-5, the 10-ring channels of ZSM-5 provide
a much better conﬁnement than the larger 12-ring channels of
MOR, in agreement with earlier studies which showed the
importance of the channel conﬁnement in stabilizing small
alkane intermediates.80 In addition, ZSM-5 can more easily
activate long alkenes to form carbenium ions that can further
be incorporated into the aromatization cycle. On the other
hand, in MOR the protonation barrier is higher and, as
consequence, the bulk of the heavy oleﬁn fraction remains
practically unchanged (Figure 2B). Furthermore, since the
accessible Brønsted acid sites of MOR may be blocked by
K(H2O)8+ (Figure S13), it could not be expected to facilitate
the aromatization of oleﬁns, and indeed, no aromatics species
were evidenced by ssNMR on MOR (unlike H-ZSM-5).
Based on the aforementioned results, a catalytic pathway for
the Fe2O3@KO2/zeolite-catalyzed hydrogenation of CO2 to
hydrocarbons is proposed in Figure 9. First, Fe2O3@KO2
catalyzes the RWGS reaction to produce CO and water from
the reaction mixture (CO2 + H2) (Figure 9A). Next, part of
the CO is transformed in the Fe nanoparticles to produce the
whole range of hydrocarbons (see Table S4) while the
remaining CO diﬀuses to the conﬁned pores of both MOR and
ZSM-5 zeolites to produce surface formate species, which are
subsequently hydrogenated to form SMS in situ20 (Figure 9B).
This SMS species undergoes several transformations, yielding
mostly ethylene. It is worth mentioning that the mechanism of
formation of oleﬁns directly from the surface carbonylated
species has recently been elucidated,55 which presumably goes
through the formation of a ketene-based reaction intermediate
during both MTH and syngas chemistry over zeolite.81 Finally,
the oleﬁns produced on the Fe2O3@KO2 catalyst plus the ones
resulting from the SMS species are further incorporated into
the aromatization cycle. This cycle takes place exclusively on
ZMS-5 and greatly depends on the acidity of the zeolite
(Figure 3A). In addition, for each aromatic formed, paraﬃns
are also produced,14,54 with isobutane as the main byproduct
(Figure 3B). Furthermore, the initial aromatics can undergo
several transformations (i.e., transalkylation, isomerization),
widening the ﬁnal aromatic product distribution (Figure S6).
Last but not least, the C2−C4 oleﬁn STY of the Fe2O3@
KO2/MOR composite and the aromatic STY of the Fe2O3@
KO2/ZSM-5 composite reported here turns out to be the
highest of those for the existing bifunctional systems7,8,16−20,82−90 (see Figures S20 and S21 and Table S1).
These elevated conversions can be attributed to the optimal
performance of the Fe2O3@KO2 stand-alone catalyst21 and the
addition of the correct zeolite that enables the selectivity
increase to either light oleﬁns (MOR) or aromatics (ZSM-5).

adsorbed methanol and dimethyl ether, as well as surface
methoxy species on the post-reacted zeolite ZSM-5 material.
Therefore, the dominating reaction intermediates in the
present case were characteristically similar to the hydrocarbon
pool (HCP) species, like in the MTH process.56
By combining static DFT calculations and advanced MD
simulations, the diﬀerence in adsorption behavior and
reactivity of C9 alkene intermediates between ZSM-5 and
MOR was clariﬁed. The free energy proﬁle for 1-nonene
adsorption and protonation at 350 °C is schematically
represented in Figure 8. The protonation barrier referenced

Figure 8. Free energy proﬁle for the adsorption (from static
calculations, level of theory: PBE-D3) and protonation (from
umbrella sampling, level of theory: revPBE-D3/TZVP-GTH) of 1nonene π-complex into 2-nonyl carbenium ion in H-ZSM-5 (blue)
and H-MOR-1 (red) at 350 °C, with the empty framework and 1nonene in gas phase as reference states.

to the empty framework and 1-nonene in the gas phase is 27
kJ·mol−1 higher in MOR than in ZSM-5. Compared to the gasphase reactants, the nonyl carbenium ion is stabilized by 8 kJ·
mol−1 in ZSM-5 and destabilized by 23 kJ·mol−1 in MOR. It
should be stressed that the adsorption free energies were
obtained from static calculations, whereas the activation free
energies were obtained from MD simulations. As a result, the
absolute quantitative values may be prone to some
uncertainties. However, the overall data set illustrates the
diﬀerence in carbenium ion stability for both zeolites. The
reason for this reactivity diﬀerence is two-fold. First, 1-nonene
adsorbs less strongly on MOR, which may be explained by the
reduced conﬁnement of the large 12MR zeolite channels
compared to ZSM-5. Furthermore, it was discovered that
nonene species tend to diﬀuse into the main channel in MOR,
even when they were originally located in the side pocket.
Second, the intrinsic activation barrier for the protonation of 1nonene is slightly higher in H-MOR.
The diﬀerent product distributions obtained from the two
catalysts can (partly) be attributed to the ability of these
zeolites to activate alkenes and form carbenium ions.
Carbenium ions indeed play a crucial role in the further
conversion of large oleﬁns into either aromatics, light oleﬁns,
or alkanes. By properly choosing the zeolite topology, the

■

CONCLUSIONS
The combination in one single reactor of the appropriate Fe
catalyst and zeolite topology results in the conversion of CO2
to oleﬁns and aromatics with high selectivity and unprecedented values of productivity. Product distribution can be
easily shifted to either light oleﬁns (in case of MOR) or
aromatics (in case of ZSM-5) by selecting the appropriate
zeolite. Furthermore, the presence of a zeolite enables the
conversion of undesired CO, boosting the total selectivity to
the desired hydrocarbon fraction. Solid-state nuclear magnetic
resonance characterization of the spent zeolites revealed that
for both zeolites the reaction mechanism is driven by the
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Figure 9. Proposed reaction pathways of the Fe2O3@KO2/zeolite-catalyzed hydrogenation of CO2 to light oleﬁns and aromatics. (A) CO2
hydrogenation pathway on the stand-alone Fe2O3@KO2 catalyst. (B) CO incorporation pathway on MOR and ZMS-5. (C) Aromatization pathway
on ZSM-5.

incorporation of CO in the network in the form of surface
formate. A combined static and dynamic set of DFT
simulations showed a higher potential of ZSM-5 to activate
long alkenes toward carbenium ions, in contrast to MOR
where these fractions are nearly unreactive. This explains the
higher selectivity of ZSM-5 toward formation of aromatics.
Our ﬁndings could help unravel the reaction network in
bifunctional systems with the ultimate goal of the mass
adoption of non-fossil-fuel technologies for the production of
hydrocarbons in the near future.
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