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Abstract: Direct liquid fuel cells are very appealing alternatives for fighting climate change, particularly in the field of personal mobility solutions. This is especially true for direct methanol fuel
cells (DMFCs) that use and burn safe fuels that are readily available from sustainable sources using
well-established C1 chemistry. However, DMFCs also have some serious competitive disadvantages,
like the high cost of the noble metal catalysts, the difficulties of the catalyst application, and the
poisoning of the catalyst due to carbon monoxide formation. Here we demonstrate that depositing
platinum on TiO2 by atomic layer deposition (ALD) is an easy, reproducible method for the synthesis
of TiO2 -supported platinum catalyst for methanol oxidation with superior anti-poisoning properties.
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1. Introduction
Polymer electrolyte fuel cells (PEFCs) enjoy increasing scientific attention today due
to their low working temperature, high power density, and compact size. This is especially
true for direct liquid fuel cells (DLFCs) that can be used with various fuels. Alcohols such
as methanol, ethanol, and ethylene glycol, acids such as formic acid, and other materials
such as hydrazine or sodium borohydride are all good choices to substitute the most
common fuel, hydrogen, due to their superior storage, transfer, and refill characteristics [1].
Methanol is the most widely used liquid fuel for direct liquid fuel cells.
The most typical catalysts in DLFCs today are platinum and platinum-group metals
(e.g., palladium, iridium, rhodium, ruthenium) even though it would be desirable to
reduce their utilization due to their high price and the negative environmental impact
linked to their mining operations [2]. These shortcomings are outweighed by the excellent
electrocatalytic properties of platinum. It is the most often used catalyst for both the
cathodic side as the oxygen reduction reaction (ORR) catalyst, and the anodic side as the
hydrogen oxidation reaction (HOR) or methanol oxidation reaction (MOR) catalyst in
fuel cells. In the latter process, carbon monoxide forms as an intermediate that can have
serious negative effects on the performance of the catalyst due to strong CO–Pt interactions.
The most common solution to this problem is to use platinum alloys such as platinumruthenium [3], platinum-palladium [4], or platinum-cobalt [5], where the second metal
catalyses CO oxidation either by forming adsorbed OH (OHads ) species or by modifying
the platinum electronic structure. The OHads species react with the surface CO to produce
CO2 and thus make additional active sites available [6].
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Transition metal oxides, including titanium oxides, are widely used as catalyst support
materials due to their high specific surface area and excellent chemical stability. In the
MOR, metal oxides also help the oxidation of carbon monoxide and reduce anode catalyst
poisoning. One of the main setbacks of oxides is their low electrical conductivity, especially
compared to other supporting materials used in fuel cells, such as carbon structures or
metal foams [7–10].
Wet chemical methods (e.g., chemical reduction, polyol, or wet impregnation) are
extensively used in both laboratory and industrial practices for catalyst synthesis [11,12].
However, synthesizing the catalyst in the liquid phase and subsequently spray-coating
it onto the gas diffusion layer (GDL) surface has serious downsides. These traditional
preparation methods are complicated to automatize, especially on the laboratory scale.
Homogeneous surface coverage of well-distributed nanoparticles is difficult to obtain [13].
Furthermore, the as-synthesised nanoparticles require a binding agent to hold the nanoparticles in the catalyst layer of the gas diffusion electrode (GDE). In proton exchange membrane fuel cells such as direct liquid fuel cells, Nafion® solution has a dual purpose: it
is used as an ionomer and a binding agent at the same time. However, excess Nafion®
has a detrimental effect on fuel cell performance as it deteriorates active site accessibility
during operation [14,15]. Therefore, reducing or even eliminating binder use is considered
to be beneficial [16]. Consequently, developing methods for the direct synthesis of catalysts
on the GDL surface without using any binding agent is a very important contemporary
research topic.
Atomic layer deposition (ALD) is a promising technology to directly synthesize
nanometre-thick layers or nanosized particles of metals, oxides, nitrides, sulphides, etc.
directly on the GDL surface. ALD makes use of the surface reaction of gas-phase precursors
to deposit thin films of homogeneous thickness or evenly distributed nanostructures with
controllable size and loading. The difference in the surface energy of the substrate and the
free energy of the material to be synthesised define whether nanoparticles or layers are
formed. When the former is lower, the given material cannot wet the substrate surface,
resulting in the formation of nanoclusters or particles. The surface energy of platinum
(~2.5 J m−2 ) is higher than that of most substrates, hence Pt mostly forms nanoparticles.
Metal oxides such as titania have lower surface energy (e.g., anatase: 0.43–1.61 J m−2 ,
depending on the crystal plane [17]), which in turn favours solid layer formation [18].
Figure 1 illustrates the operation principle of ALD. One ALD cycle typically consists of
an exposure of two precursors separated by inert gas purging. Once the first precursor
is adsorbed on the substrate surface (B), the non-adsorbed molecules are flushed from
the chamber in the purging step (C). The desired material is then formed as the surface is
exposed to the second precursor (D). Excess precursors and by-products (CO2 , H2 O, etc.)
are purged in the final step (E). The thickness of the layer or the size of the particle can be
controlled by repeating the cycle over and over (F).
Recently ALD has shown great promise in the synthesis of various noble metal
catalysts/electrocatalysts for applications such as selective hydrogenation [19], oxidative
dehydrogenation [20], water splitting, or for catalysis in fuel cells [18,21,22].
In this work, we suggest a novel synthesis approach to prepare a Pt/TiO2 fuel cell
anode without using any binder or pre-prepared nanoparticle source. Both the TiO2 layer
and the platinum nanoparticles are synthesised directly by atomic layer deposition on
carbon paper, and the performance of the ALD-derived electrodes is compared with a
reference Pt/carbon paper structure obtained using the conventional polyol synthesis.
The new approach eliminates the known issues related to the use of binders and makes it
possible to compare the properties of the electrodes without the inherent complications of
working with externally obtained nanoparticles. A collateral benefit is that the high degree
of ALD automation also promises excellent electrode repeatability.
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The electrocatalytic properties of the ALD-synthesised electrodes were investigated by
cyclic voltammetry (CV) in 0.5 M sulphuric acid and 0.5 M sulphuric acid/0.5 M methanol
electrolytes (Figure 4). To calculate the electrochemical surface area (ECSA) of the catalyst,
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peak is associated with freshly chemisorbed species. Consequently, the two main oxidation
peaks do not share the same chemical origin. Their assessment is based on the increased
if /ib ratio with the increased upmost limiting potential closer to the onset potential of the
OER, where more active surface oxygen species occupied the catalyst surface [24]. The if /ib
ratio improved from 0.69 to 0.78 between 20c Pt and 25c TiO2 + 20c Pt. This indicates an
improved catalytic activity of the titania-supported catalyst compared to the bare carbon
supported counterpart.
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synthesised catalysts compared to the drop-casted platinum nanoparticle catalysts.
drop-casted platinum nanoparticle catalysts.

Table 1 shows the if /ib ratios of similar catalysts from the literature and compares them
to those obtained for our systems. It is clear that the ALD-synthesized titanium dioxide
support layer improved the catalytic activity, and the obtained ratios are comparable to
those reported in recent works. It should be noted here that the direct comparison between
different works can be misleading since the if /ib ratio can change with different scan
rate [25]. It is also important to note that some publications take a different position; for
example, Augusta et al. claim that the two peaks share the same chemical origin, namely,
the methanol oxidation on the free Pt surface. They base this hypothesis on in situ Surfaceenhanced infrared absorption spectroscopy (SEIRAS) studies of different catalysts for the
MOR [26]. Although the onset potential of the if peak did not change significantly, the
position of the peak also shifted to a more negative potential range, indicating that it takes
less energy for the reaction to occur. In this case, the if /ib ratio can instead be interpreted
as the degree of oxophilicity [27].
Table 1. if /ib ratios of various catalysts during the methanol oxidation reaction.
Catalyst

if /ib

Scan Rate (mV s−1 )

Reference

20c Pt
25c TiO2 + 20c Pt
Pt/TiO2 -C 10% TiO2
Pt/TiO2 -C 30% TiO2
Pt/TiO2 -C 60% TiO2
Pt/TiO2
Pt/CNT
Pt/CNT/TiO2
Pt-TiO2
Pt-C/TiO2
Pt-C
Pt/TiO2 -rGO

0.69
0.78
0.84
0.81
0.78
1.21
0.89
0.99
1.88
1.29
0.83
1.17

10
10
20
20
20
20
20
20
50
50
50
50

This work
This work
[28]
[28]
[28]
[29]
[29]
[29]
[30]
[30]
[30]
[31]
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The most important benefit of the ALD method is that it utilizes the expensive platinum metal much more efficiently than wet chemical catalyst synthesis methods. This is
evident from the mass activity values (Figure 4d), which were found to be significantly
higher in ALD catalysts than in the polyol-based reference material. The mass activity
of the 20c Pt electrode was 99.3 mA mg−1 , while in the case of the titanate-containing
catalyst it was 125.7 mA mg−1 . Although it was previously reported that the mass activity
decreases with decreasing particle size, we found the opposite tendency below 4.5 nm [23].
We assume that despite the smaller size, the increased mass activity can be linked to TiO2 .
Deng et al. found changes in the electronic structure of Pt after it was deposited on a
TiO2 -containing catalyst. This can be linked to strong metal–support interactions, which
can ultimately cause the weakening of Pt–CO bonds [22]. However, this phenomenon
needs further investigation.
To test the practical applicability and long-term stability of the electrodes, chronoamperometric tests were executed. The three electrodes are compared in Figure S4. It is clearly
visible that the normalized current in the case of the 25c TiO2 + 20c Pt catalyst decreased
more slowly over time and reached the minimum later than for platinum-only electrodes.
In summary, the combination of ALD-synthesized Pt and TiO2 resulted in a promising
new, carbon-paper-based, binder-free anode catalyst that offers one order of magnitude
better mass activity than its wet-chemistry-derived counterparts while maintaining a
comparable CO poisoning tolerance.
3. Materials and Methods
Working electrodes were synthesized by atomic layer deposition, depositing a titanium
dioxide layer and platinum nanoparticles on AvCarb P75 carbon paper (Lowell, MA, USA)
support. The high aspect ratio (HAR) chamber of the Beneq TFS200 ALD (Espoo, Finland)
equipment was used during the process. In the case of TiO2 , the two precursors were
titanium tetrachloride (TiCl4 ) (PURATREM Alfa Aesar, 99.0%) (Haverhill, MA, USA) and
water (Milli-Q) (Darmstadt, Germany), while in the case of platinum the precursors were
trimethyl(methylcyclopentadienyl)-platinum (IV) (MeCpPtMe3 ) (Strem Chemicals, Inc.
99% (99.999%-Pt)) (Kehl, Germany) and oxygen (O2 ) (Messer 5.0) (Szeged, Hungary). Each
synthesis was executed with 10 s of precursor residence time and 20 s of purging by N2 gas
between two precursor introductions. To prepare the electrode, first 25 cycles of TiO2 , then
20 cycles of platinum were deposited on the same GDL (25c TiO2 + 20c Pt). For comparison,
we also prepared carbon paper/Pt nanoparticle electrodes without the underlying titanium
dioxide layer (20c Pt). Before and after the synthesis, the weight of the carbon paper
was measured to calculate the weight of the deposited catalysts. The TiO2 loading was
0.019 mg cm−2 , while the platinum loadings were 0.277 and 0.116 mg cm−2 in 20c Pt and 20c
Pt + 25c TiO2 catalysts, respectively. The lower Pt loading in the titania-containing electrode
can be attributed to the higher surface energy of TiO2 . We also prepared electrodes by
drop-casting platinum nanoparticles prepared by the traditional polyol method on AvCarb
P75 carbon paper. The average size of the used nanoparticles was 4.4 ± 0.7 nm.
3.1. Catalyst/Electrode Characterisation
The as-synthesized catalysts were characterized by transmission electron microscopy.
A FEI Tecnai G2 20 X-Twin microscope (Hillsboro, OR, USA) was operated at 200 kV
accelerating voltage. The samples were prepared as follows: a small portion of the electrode
was sonicated in isopropanol for 10 min, and a portion of the obtained suspension was
drop-casted on a TEM grid and then examined. The surface structure of the electrodes was
studied by scanning electron microscopy (SEM) using a Thermo Fisher Scientific Apreo C
instrument (Waltham, MA, USA). The crystal structure of the electrodes was analysed by
powder X-ray diffraction (XRD) measurements. The Cu Kα radiation was generated by a
Philips PW1830 X-ray generator (Amsterdam, Netherlands) operating at 40 kV and 30 mA,
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at a scan speed of 5 s step−1 (0.02◦ ). The crystallite size of the catalyst was calculated using
the Scherrer equation:
D = Kλ/β cos θ
(1)
where D is the crystallite size, K is a constant related to crystallite shape usually taken as
0.9, λ is the X-ray wavelength in nanometres, β is the peak width at half maximum height
in radians, and θ is the position of the peak [32]. The homogeneity of the catalyst coverage
was examined by a Bruker Skyscan 2211 micro-CT (Billerica, MA, USA) unit.
3.2. Electrochemical Measurements
Electrochemical measurements were conducted in a custom-made three-electrode
PTFE cell using an ACM Instruments Gill AC electrochemical workstation (Grange-overSands, UK) at room temperature (23 ◦ C). ALD-modified AvCarb P75 carbon papers were
used as working electrodes, while Ag/AgCl (3 M NaCl) and Pt wire were utilized as
reference and counter electrodes, respectively. The two halves of the cell were separated
by a glass frit. During the measurements 0.5 M sulphuric acid and 0.5 M sulphuric acid +
0.5 M methanol were used as electrolytes. The measured potentials (V vs. Ag/AgCl 3 M
NaCl) were converted to the reversible hydrogen electrode scale by the following equation:
E(vs. RHE) = E + E(vs. Ag/AgCl) + 0.059pH

(2)

where E is the experimentally measured potential vs. Ag/AgCl and EAg/AgCl (vs. SHE) =
0.195 V at room temperature (25 ◦ C). The electrochemical properties of the ALD-modified
electrodes were examined by cyclic voltammetry between 0 and 1200 mV vs. RHE at a
sweep rate of 10 mV s−1 . The electrochemical surface area (ECSA) of the catalysts was calculated from the hydrogen adsorption/desorption region of the obtained voltammograms
by the following equation:




Qh mCcm−2
−1


ECSA m2 gPt
=
∗ 10−1
(3)
−2
−
2
0.21 mC cm
∗WPt (mgPt cm )
where Qh is the charge calculated from the Hdes region of the voltammogram, 0.21 represents a charge required to oxidize a monolayer of hydrogen adsorbed on Pt, and WPt is the
loading of platinum [33–35]. The methanol oxidising properties and the CO tolerance of
the electrode were evaluated from the CV measured in the methanol-containing electrolyte
by comparing the ratio of the peak current during the forward (if ) and the backward (ib )
scan. It is generally accepted that the ratio of these peaks is correlated with the tolerance of
the catalyst to carbonaceous species. An increase in the if /ib ratio implies enhanced CO
oxidation properties of the catalyst [36].
Chronoamperometric measurements were performed to investigate the long-term
stability of our electrodes: 4000 s at the potential of 1 V vs. RHE in the same 3-electrode
cell containing 0.5 M methanol and 0.5 M H2 SO4 electrolyte.
4. Conclusions
Our results suggest that atomic layer deposition is a suitable method to prepare
well-distributed platinum nanoparticles on carbon paper and TiO2 -covered carbon paper
supports, where both the platinum and TiO2 are synthesised directly by ALD and deposited
without using any binder. The morphology and the crystal structure of the as-prepared electrodes were characterised and the electrocatalytic methanol oxidation activity was assessed
using cyclic voltammetry. The ALD method makes creating very small nanoparticles with
well-controlled, narrow particle size distribution feasible. This yielded platinum nanoparticles with high electrochemical surface area and mass activity on titania-covered carbon
paper GDL support. The mass activity of the new catalyst exceeded that of the reference Pt
catalyst obtained by traditional wet chemistry by one order of magnitude. Moreover, the
increased if /ib ratio implies better methanol oxidation properties and renders the reported
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preparation method a promising alternative for creating poisoning-tolerant anode catalysts
in direct methanol fuel cells.
Supplementary Materials: The following are available online at https://www.mdpi.com/2073-434
4/11/2/154/s1, Figure S1: Scanning electron microscopy images of the surfaces of the ALD-prepared
electrodes. The images in the left column were generated made by the secondary electron (SE)
technique and the images on the right by the backscattered electron (BSE) technique. (a,b) 20c Pt; (c,d)
25c TiO2 + 20c Pt; (e,f) bare carbon paper; Figure S2: Micro-CT images of the bare AvCarb P75 carbon
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25c TiO2 + 20c Pt (a); 20c Pt (b); Polyol catalyst (c).
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